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The magneto-optic and magnetic properties of hexagonal arrays of holes in optically thin iron films are
presented. We analyze their dependence on the hole radius and compare the results to a continuous iron film of
the same thickness. We observe a large enhancement of the magneto-optic Kerr rotation with respect to that of
the continuous film, at frequencies where surface-plasmon excitations are expected. The spectral position of the
Kerr maxima can be tuned by the size and the distance between the holes. Additional simulations are in very
good agreement with the experiment and thus confirm the effect of the surface plasmons on the Kerr rotation.
The altering of the magnetic properties by the hole array is also visible in the hysteretic behavior of the sample
where a significant hardening is observed.
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I. INTRODUCTION

Patterning holes into ferromagnetic thin films �antidots� is
an effective way to engineer their magnetic properties. The
presence of antidots alters the demagnetization fields of the
structures. At the same time, the holes are pinning sites for
domain walls. These two parameters have been shown to
influence the coercivities and remanences,1,2 anisotropies,3,4

and switching characteristics.5,6 In parallel, the antidot struc-
tures with noble metals have been studied for their optical
properties after the pioneering work of Ebbesen et al.7 and
the discovery of extraordinary optical transmission of light
through these subwavelength structures at certain resonant
frequencies or angles of incidence. The investigations have
not included the presence of a magnetic field since it is
known that for plasmonic metals the influence of a magnetic
field is very low and thus the use of very high magnetic
fields would be necessary to observe interactions. However,
by using ferromagnetic materials the interactions with a
magnetic field is much stronger than for the noble metals that
would, in principle, lead to measurable magnetoplasmonic
interactions, even in the presence of the absorptive losses for
the plasmons. Indeed, the interaction of light with the ferro-
magnetic nanoscale arrays of holes in an applied magnetic
field has shown exciting optical and magneto-optic proper-
ties. In particular, magnetoplasmonic interactions were ob-
served by Ctistis et al.,1 where an extraordinary magneto-
optic response of antidot hexagonal arrays of Co was

revealed, and by González-Díaz et al.8 who reported an en-
hancement of the magneto-optic response for Ni nanowires
embedded in an alumina matrix due to the propagation of
plasmons in the nanowires. Furthermore recently, predictions
of a significant enhancement of the magneto-optic transverse
Kerr effect were reported for the case of a magnetic/noble-
metal film perforated with subwavelength slit arrays.9

In this work, we have successfully fabricated subwave-
length hole arrays in optically thin Fe films with different
hole sizes. We present a detailed study on the size dependen-
cies of the magnetic and magneto-optic properties.

II. EXPERIMENTAL DETAILS

The Fe antidot arrays were prepared on a Si�111� substrate
using self-assembly nanosphere lithography with polystyrene
�PS� spheres. For a more detailed description of the process,
we refer to Ref. 10 and will give only a short summary here.
We used monodisperse PS spheres with a diameter of 470
nm as a mask template. After the formation of a hexagonal
closed-packed structure with the PS spheres, the diameter of
the spheres has been shrunk by means of reactive ion etch-
ing. The control of the etching parameters enables us to con-
trol the diameter of the PS spheres, here 248 nm and 297 nm,
respectively. The thus obtained structure served as a mask for
the evaporation of the 100-nm-thick iron films by means of
molecular-beam epitaxy and a base pressure of 10−7 mbar.
The used evaporation conditions lead to a polycrystalline
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structure of the iron films. In order to obtain a smooth and
continuous Fe film, a seed layer of 2 nm Ti was deposited
prior the Fe evaporation. To prevent subsequent oxidation of
the surface a capping layer of 2 nm gold was deposited on
top. Thereafter, a chemical treatment dissolved the PS
spheres leaving the metal film with a hexagonal array of
holes behind �see Fig. 1�a��. Due to this treatment and the
measurements under ambient conditions, a final oxidation of
the Fe films cannot be excluded. To characterize the topog-
raphy as well as the micromagnetic behavior of the samples,
an atomic force microscope �AFM� �Nanosurf Mobile S� op-
erating in tapping mode was used. By measuring the phase
shift of the cantilever oscillation, we were able to observe the
magnetic interaction of the cobalt-coated cantilever tip with
the underlying sample �oscillating frequency 75 kHz, spring
constant 2.8 N/m�. An AFM image of the three-dimensional
�3D� reconstruction of the patterned Fe film with holes di-
ameter 248 nm is presented in the inset of Fig. 1�a�. The
magnetic-force microscopy �MFM� measurements were per-
formed at room temperature without applied external field
implying that the remanent magnetic state of the sample is
studied. Additionally, we performed micromagnetic simula-
tions using an object-oriented micromagnetic framework
�OOMMF� from NIST �Ref. 11� to explain micromagnetic dis-
tributions to the spin orientation imaged with the magnetic-
force microscope.

Furthermore, the macroscopic optical and magnetic prop-
erties of the films were investigated using a magneto-optic
Kerr spectrometer in the longitudinal and polar configuration
under ambient conditions. A schematic of the longitudinal
Kerr setup is shown in Fig. 1�b�. The longitudinal Kerr mag-
netometer, based on the use of a photoelastic modulator
�PEM� operating at 50 kHz, allowed the simultaneous mea-
surement of both Kerr rotation and ellipticity. The incident
polarization set by the first polarizer, corresponds to
s-polarized light. After the sample, the beam passes through
the modulator and an analyzer. The PEM retardation axis
was parallel to the plane of incidence. The analyzer is ori-
ented at 45° with respect to the PEM retardation axis. The
measurements were performed at a photon energy of 1.878
eV at an angle of incidence of 24° with respect to the sample
surface normal. The polar Kerr magnetometer, based on the
use of a Faraday modulator,12 was used to record polar Kerr
hysteresis loops at selected energies at the maximum mag-
netic field of 1.64 T. Furthermore, polar-magneto-optic Kerr
effect �MOKE� spectroscopy at room temperature was per-
formed with an applied magnetic field of 1.64 T, at an angle
of incidence of 5° with respect to the sample surface normal
and at photon energies between 1.5 and 4.3 eV.

III. RESULTS AND DISCUSSION

Typical reflectivity spectra are plotted together with polar
magneto-optic spectra in Fig. 2. The reflectivity spectra
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FIG. 1. �Color online� �a� Atomic force micrograph of a 100-
nm-thick Fe film with hexagonal arrays of holes. The pitch size of
the array is a=470 nm and the hole size is d=248 nm. A large
defect-free area is visible. The inset shows a 3D representation of
the atomic force micrograph. �b� Schematic of the experimental
setup for the longitudinal Kerr measurements. The angle of inci-
dence of the light is 24°.
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FIG. 2. �Color online� Relative reflectivity �top� and magneto-
optic polar Kerr �bottom� measurements for two different Fe hole
diameters with holes diameter of 248 nm �open circles� and 297 nm
�open squares�, respectively. The Kerr spectrum of a continuous Fe
film �filled circles� is shown as reference. The Kerr spectra are
recorded at the saturation state of the samples at magnetic field of
1.64 T. The magneto-optic response of the antidot samples is
strongly affected and enhanced at �2.8 eV, and at �3.8 eV as a
direct response to surface-plasmon excitation.
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shown in Fig. 2 �top graph� are measured for two different
hole arrays with 248 nm �circles� and 297 nm �squares� hole
diameter, respectively. The spectra show similar spectral be-
havior. The main features are the minima in reflectivity at
�2.8 and �3.8 eV. These minima are a result of the reso-
nant coupling of light to surface-plasmon excitations of both
interfaces of the Fe film perforated with a hexagonal array of
holes with a lattice constant of a=470 nm. Figure 2 �bottom
graph� shows the magneto-optic spectra of the two-hole array
samples. Additionally, the spectrum of a Fe film of same
thickness as for the hole arrays is shown. In the low-energy
regime, the Kerr rotation is smaller than the continuous film,
which is expected, if we consider that we have a smaller
amount of magneto-optically active material in the hole ar-
rays. Nevertheless, above 2.5 eV a very strong enhancement
of the Kerr rotation is observed for both hole arrays with two
maxima around 2.8 and 3.8 eV. The maximum Kerr rotation
values at these energies are nearly two and three times bigger
than the values of the continuous film. It is worth to notice
that the spectacular enhancement is visible at the same ener-
gies as the features in the reflectivity spectra, mirroring the
fact that surface-plasmon excitation of the array influences
the magneto-optic properties of the Fe film. Above 4 eV,
Kerr rotation is decreasing, however it is still much bigger
compared to the continuous film. The results are similar to
earlier measurements on Co hole arrays.1 In both cases, we
have a strong enhancement of the polar Kerr values which is
supported by surface-plasmon resonances at specific ener-
gies.

For a more thorough understanding of the underlying ef-
fects, a theoretical approach has been performed. The calcu-
lations employed a scattering matrix method specifically
adapted to consider magneto-optic effects.13 In Fig. 3 calcu-
lated spectra for the reflectivity �top graph� and the polar
Kerr rotation �bottom graph� of the corresponding two-hole
arrays of Fe and the continuous film are presented. Further-
more, in the same graph, we have simulated two more
samples with hole diameters of 150 and 200 nm in order to
reveal how the diameter d rules the behavior of such arrays.

The simulations are in good qualitative agreement with
the experimental results and provide guidelines to artificially
control the optical and magneto-optic properties of the anti-
dots. The calculated reflectivity curves exhibit similar fea-
tures for all samples. The first minimum is almost constant at
2.8 eV indicative of the fact that the optical response de-
pends on the interhole separation a=470 nm, that is the
same for all the samples. The interaction of light with the
hexagonal periodicity of hole arrays leads to enhancement of
plasma oscillations of the electrons �minimum in reflectivity�
at resonant frequencies. The second minimum is much
broader and shifts slightly toward lower energies as the di-
ameter of the holes increases. The features of the calculated
curves agree quite well with the experimental reflectivity of
the two samples at the positions of the two minima at 2.8 and
3.8 eV.

The enhancement of plasmon oscillations at specific ener-
gies is coupled to the magneto-optic response. The simula-
tions of the Kerr spectra reproduce the experimental en-
hancement of the magneto-optic activity at the end of the
visible region and in the UV. The energy positions of the

maxima agree well with the experiment. Even more, the
simulations reveal clearly the behavior of the antidots with
different diameters. The Kerr response is enhanced as we go
to higher diameters and the reflectivity decreases. The pres-
ence of bigger holes brings the nanoholes closer and enables
the excitation of surface plasmons to interact more suffi-
ciently with the adjacent nanoholes. As a result, the enhance-
ment of the Kerr effect is maximized at the resonant fre-
quency of 2.8 eV for the sample with d=297 nm. At the
same time, by increasing the diameter a shift to lower ener-
gies for the second Kerr maximum at energies above 3.5 eV
is observed.

The calculated absolute rotation values are different than
the experimentally measured. The peak at 2.8 eV is more
pronounced in the simulation than the one at 3.8 eV. The
difference could be attributed to an insufficient description of
the optical constants of the materials, especially inside the
holes. It is expected that the presence of an oxide Fe layer at
the side walls of the holes will modify the refractive index n
of the material and consequently change the plasmonic char-
acteristics responsible for the magneto-optic enhancement.
Recently, González-Díaz et al.14 reveal the role of the in-
crease in the refractive index of a material that fills the pores
in the magneto-optic response by observing a redshift in the
Kerr rotation maxima.

To investigate the magnetic behavior closer, hysteresis
loops both in longitudinal and polar configuration were mea-
sured. Figure 4 shows the results for a Fe film �top row�, a
248 nm hole array �middle row� and a 297 nm hole array
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FIG. 3. �Color online� Calculated reflectivity and polar Kerr
rotation versus photon energy. The array parameters for the hole
arrays are as follows: a=470 nm as pitch size for all arrays, d
=150 nm, d=200 nm, d=248 nm, and d=297 nm. The two big-
ger hole diameter correspond to the experimental spectra shown in
Fig. 2. The spectrum for the Fe film is also shown. A continuous
enhancement of the polar Kerr rotation as the reflectivity decreases
is observed as the hole diameter increases.
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�bottom row�, respectively. The hysteresis curve for the con-
tinuous film, taken in longitudinal configuration �Fig. 4�a��,
confirms that the easy axis of the magnetization lies in the
film plane due to the shape anisotropy of the Fe film. Keep-
ing the applied magnetic film in plane but in different direc-
tions of the two-dimensional unit cell, covering thereby the
full 360° range, enables us to determine that the sample does
not show any in-plane anisotropy, as expected for a polycrys-
talline film. Since the material itself does not possess an
intrinsic magnetic anisotropy, the different hysteresis loops
that we observe for the antidot films indicate the dominant
role of the size and the arrangement of the holes in the re-
versal magnetic behavior. The two patterned samples exhibit
a larger coercivity �HC�20 mT�, which is twice as large
compared to the continuous film. The trend of magnetic
hardening for the hole arrays can be attributed to the pres-
ence of the holes.

In particular, the holes introduce large areas of air-metal
boundaries, only around 70% of the surface is covered with
material. As a consequence these boundaries modify the de-
magnetizing field distribution in the film. At the same time,
they serve as domain-wall pinning sites. Even more, the
shape of the hysteresis curves is markedly modified by the
presence of the nonmagnetic holes, they are more squared in
shape.

Although the hexagonal arrangement of the holes should
introduce a threefold in-plane anisotropy as observed in mi-
cromagnetic simulations,15 measurements of hysteresis loops
in various in-plane magnetic field directions do not show any
changes, neither in coercive field �HC� nor in saturation field
�Hsat�. The absence of a hard and easy in-plane axis can be
explained by the fact that the illumination spot during the

experiment is not focused and covers an area ��1 mm2�,
which probes more than one structural domain. Therefore,
we average over all possible orientations breaking thereby
the in-plane shape anisotropy.

Figure 4�b� shows hysteresis measurements in the polar
configuration. As can be seen from the graphs, all samples
have their hard magnetization axis out of plane. For the ref-
erence sample, the hysteresis loop shows a typical hard-axis
behavior with no remanence and a saturation field that we
have hardly reached with our setup of B=1.64 T. The hole
arrays, however, have modified the hysteresis loops. By in-
creasing the hole size, the saturation field decreases strongly
and reaches the value of Hsat=1 T for the sample with 297
nm hole diameter. Simultaneously, a small hysteresis and re-
manence appear. The local dipolar fields introduced by the
hole edges give rise to the out-of-plane magnetization com-
ponents in competition with the intrinsic in-plane anisotropy
of the samples.

Magnetic-force microscopy was used to visualize the for-
mation of magnetic domains in such systems in the remanent
state. Figure 5�a� shows a magnetic-force micrograph of the
sample with the 248 nm holes. Bright and dark regions are
distributed among the holes without any correlation to the
simultaneously recorded topography �not shown here�. The
MFM technique is based on the interactions of the tip with
the magnetic charges in the sample. This interaction gives
information about the stray field of the sample. The stray
field of the patterned sample is strongly influenced by the
presence of the holes since the magnetic field lines can close
through the holes. The strong contrast can be attributed to
small out-of-plane components �see Fig. 4�b��, creating mag-
netic poles that give rise to dark or bright regions. Similar
domain configuration was observed in a Ni film of 55 nm
thickness but for much smaller hole diameter of 50 nm.16

Even though the contrast is not so large in between neigh-
boring holes, one can recognize upon six darker regions �dif-
ferent domain configurations� around all the holes separated
by lighter areas.

Figure 5�b� shows micromagnetic simulations performed
in remanence. The boundary conditions of the simulation are
open and the calculated cell is displayed in Fig. 5�b�. The
dimensions in the simulation are identical with that of the

-1.0

0.0

1.0

Ke
rr
R
ot
at
io
n
(a
rb
.u
ni
ts
)

-1.0

0.0

1.0

-1.0

0.0

1.0

-100 0 100
Magnetic Field (mT)

-1.0

0.0

1.0

-1.0

0.0

1.0

-1.0

0.0

1.0

KerrR
otation

(arb.units )

-1000 0 1000

Fe -film

248 nm holes

297 nm holes

(a) (b)

FIG. 4. �Color online� �a� Longitudinal and �b� polar Kerr hys-
teresis loops for a Fe thin film �closed circles� and for two antidot
Fe samples with d=248 nm �open circles� and 297 nm �open
squares� hole diameter. The lattice constant of the antidot array is
a=470 nm for both samples. The y axis is normalized to unity for
a better comparison. The magnetic behavior is dominated by the
size of the holes. Higher coercivity and the appearance of out-of-
plane magnetization components with increasing hole size is
visible.
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FIG. 5. �a� Magnetic-force micrograph of a nanohole array �d
=248 nm� with a 100-nm-thick Fe film without applied external
magnetic field. The color scale describes different magnetization
orientations. �b� Micromagnetic simulation of the same structure as
in �a� in remanence. The spin orientation is denoted by the arrows
and the color scale, showing mainly an in-plane orientation affected
by the holes.
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real structure and are given to be 1.4 �m�1.2 �m and the
cell size of 10 nm was used in order to reduce computation
time. We also calculated the magnetic configuration for a
larger structure with more than the displayed structural unit
cell but found no differences between the calculations. The
magnetic history of the sample in the simulation is set to be
the same as in the experiment during the MFM measure-
ments and is as follows: starting with a random magnetiza-
tion, we first magnetize the sample in the negative x direction
with an applied field of B=1 T and then turn off the field
and leave the magnetization relaxing. The parameters used
for the calculations are: saturation magnetization MS=1.7
�106 A m−1, exchange constant A=21�10−12 J m−1, and a
cubic anisotropy with an anisotropy constant of K1=48
�103 J m−3. As convergence criterion the misalignment be-
tween magnetization and effective field was used and set to
be lower than 10−5 in each computation cell. The film thick-
ness was 100 nm. The arrows in the picture denote the in-
plane spin orientation of the computation cells. It is visible
that the holes affect the spin orientation. In particular, the
remanent spin configuration can generally be divided in dif-
ferent arrangements. One group is along the x direction �0°
with the x axis�. Domains are pinned along this direction and
they are placed in the central region among adjacent holes.
Different groups of spin configurations are formed having an
angle �30°, �60°, and �90° to the x axis. These configu-
rations smoothly circle around the holes as a result of mini-
mizing the total energy between two competing terms: the
magnetostatic and the exchange energy across the domain
walls. We can see that the simulation is in qualitative agree-
ment with the experiment. The revealed correlation between
the formation of domains and the periodic structure results in
pinning effects, which justify the magnetic hardening ob-
served in the MOKE loops in Fig. 4.

IV. CONCLUSIONS

The magnetic and magneto-optic properties of hexagonal
arrays of holes in thin Fe films were presented. We analyzed
the dependence of the magnetic and magneto-optic proper-
ties on the hole size and we compared them with a similar
continuous Fe film. Extraordinary enhancement of the
magneto-optic Kerr rotation is observed, which is related to
the surface-plasmon resonances and the hole diameter. The
very good agreement with theoretical simulations gives us
the ability to fully control the properties and apply the struc-
tures for technological applications. Keeping constant the in-
terhole distance a the maximum magneto-optic enhancement
can be tuned by increasing the hole diameter. The magnetic
characterization revealed the magnetic hardening, and the
presence of out-of-plane magnetization components that give
rise to different domain configurations around the holes.
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