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Exalted photocatalytic activity of tetragonal BiVO4

by Er3+ doping through a luminescence
cooperative mechanism†

Sergio Obregón,a,b Soo W. Leeb and Gerardo Colón*a

Er-doped BiVO4 are synthesized by means of a surfactant free microwave assisted hydrothermal method

having good photoactivities under sun-like excitation for the degradation of methylene blue. From the

structural and morphological characterization, it has been stated that the presence of Er3+ induces a

slight stabilization of the tetragonal phase, probably due to its incorporation in the BiVO4 lattice. The best

photocatalytic performances were attained for the samples with Er3+ content higher than 3 at%. The

occurrence of the Er3+ doped tetragonal BiVO4 clearly induces higher photocatalytic activities. The exist-

ence of a luminescence process has been related with the enhanced photoactivity observed.

Introduction

Heterogeneous photocatalysis is regarded as a green route to
afford pollutant degradation. Moreover, other different green
chemistry reactions such as water or CO2 photoreduction to
produce H2 or biofuels are now gaining interest. In this sense,
the utilization of solar light as efficiently as possible has been
largely pursued. Towards this aim, different approaches have
been traditionally followed, based in all cases on the visible
light photon absorption improvement. This way, the photonic
efficiency will be enhanced by simply increasing the number
of useful photons available. For this scope, the modification of
TiO2 by cation doping has been extensively reported with con-
troversial results in certain cases.1 Other strategies recently
reported involve the development of novel alternative materials
to traditional TiO2 capable of using sunlight as a green energy
source.2

In this sense, bismuth vanadate has been found to be a
promising candidate used for organic contaminants decompo-
sition as well as in CO2 reduction under visible-light
irradiation.3–7 BiVO4 appears in three main crystalline phases:
monoclinic, tetragonal zircon, and tetragonal scheelite.
Among the above three crystal phases, monoclinic BiVO4

(m-BiVO4) is the best visible-light-driven photocatalyst due to

its lower band gap value (ca. 2.4 eV), while the photocatalytic
activity of tetragonal BiVO4 (t-BiVO4) was reported to be
negligible.8–11 For this reason, different synthetic methods
have been recently proposed for obtaining the photoactive
monoclinic phase.12–14

A novel challenging composite configuration would consist
of the assembly of the photocatalytic material with a lumines-
cence material.2 Within this novel configuration, the improve-
ment is reached by increasing the number of incoming
photons with adequate energy which can be absorbed by the
photocatalyst. Among various up-converting nanomaterials,
Er3+ constitutes an interesting option for this purpose which
could be excited by visible-light or NIR, showing luminescence
in the visible and ultraviolet regions.15,16 In a recent paper, we
described the assembly of TiO2 with such up-converting
doping cations.17 From those results, we proposed that the
presence of Er3+ doping into TiO2 as host matrix favors a
double electronic and luminescence mechanism, under UV
and NIR excitation respectively.

Experimental details

The BiVO4 samples were prepared by a microwave-assisted
hydrothermal method. Firstly, 5 mmol of Bi(NO3)3·5H2O
(Sigma-Aldrich, ≥98.0%) and stoichiometric amounts of
Er(NO3)3 (from 0.25 to 4 at%) were dissolved in 10 mL of
glacial acetic acid at room temperature. A second aqueous
solution was prepared by dissolving the corresponding
stoichiometric amount of NH4VO3 (Sigma-Aldrich, ≥99.0%)
in 60 mL of hot distilled water. Afterwards, the ammonium
metavanadate solution was added to the bismuth nitrate
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aqueous solution and the process was accompanied with
vigorous stirring. The pH of the obtained suspension was
adjusted to 9.0 by adding concentrated NH4OH (13 mol L−1).
The slurry was transferred to a Teflon vessel and heated under
microwave irradiation using a microwave reactor (model
MWO-1000S, EYELA; Japan). The temperature was fixed at
140 °C with a maximum variable power of 195 W for
30 minutes (being the optimum microwave treatment time,
see ESI†). The obtained precipitate was then cooled until room
temperature, filtered and repeatedly washed and dried over-
night at 120 °C. Afterwards, thus obtained samples were sub-
mitted to a further calcination treatment at 300 °C for 2 h. A
reference tetragonal BiVO4 sample was prepared by following
the synthetic route above described but using triethylamine
(TEA) as a precipitating agent.

BET surface area and porosity measurements were carried
out by N2 adsorption at 77 K using a Micromeritics 2010
instrument.

The structural characterization was carried out by X-ray
powder diffraction using a Rigaku, RINT-2200 diffractometer
with CuKα radiation. X-ray diffraction data of the samples were
registered between 10° and 70° (2θ) with a scanning velocity
of 0.05° s−1.

Micro-Raman measurements were performed using a
LabRAM Jobin Yvon spectrometer equipped with a micro-
scope. Laser radiation (λ = 532 nm) was used as an excitation
source at 5 mW. All measurements were recorded under the
same conditions (2 s of integration time and 30 accumu-
lations) using a 100× magnification objective and a 125 mm
pinhole.

Erbium content was measured by micro-XRF elemental ana-
lysis (EDAX Eagle III). For the quantitative analysis, an erbium
calibration curve was previously constructed from different
Er–BiVO4 reference samples.

The morphology of samples was followed by means of field
emission-SEM (Hitachi S 4800). The samples were dispersed in
ethanol using an ultrasonicator and dropped on a copper grid.

The UV diffuse reflectance spectra were measured using an
UV-vis spectrophotometer equipped with an integrating sphere
(JASCO V-570). The reference sample used was a BaSO4 coated
standard pattern.

The excitation and emission spectra of the catalysts were
recorded at ambient temperature using a Horiba Jobin-Yvon
Fluorolog3 spectrofluorometer operating in the front face
mode with a 1.5 nm slit. The UC optical measurements were
performed for powdered pressed samples using a Jenoptik
laser diode source at 980 nm. The resulting luminescence was
dispersed by using an ARC Spectrapro 500-I monochromator
and then detected with a photomultiplier tube.

The photocatalytic activity of the samples was tested by
means of degradation of methylene blue dye under simulated
solar conditions. In a typical procedure, 0.05 g of photocatalyst
was placed in a batch reactor containing 50 mL of methylene
blue whose initial concentration was 10 mg L−1. The suspen-
sion was maintained under dark conditions for 15 min in
order to achieve the adsorption–desorption equilibrium of the

dye on the photocatalyst surface. Afterwards, the suspension
was irradiated with simulated solar light by means of a solar
simulator PEC-L01, Peccell equipped with a 150 W Xe lamp
(150 W cm−2, 1.5 sun). Samples of 1 mL were taken at given
time intervals and the photocatalyst was separated using a
nylon filter. The concentrations were monitored by checking
the absorption spectrum of each sample through its absorp-
tion band maximum (664 nm) using an UV-Vis spectro-
photometer (Mecasys Optizen 2120UV).

Results and discussion

The preparation of BiVO4 by the mw-assisted hydrothermal
method leads to the monoclinic phase structure (PDF 14-0688)
in all cases (see ESI†). Upon Er3+ doping, it can be observed
that the monoclinic phase is attained for dopant content
below 2 at%. For higher Er contents, a mixture of the tetra-
gonal phase arises (PDF 14-0133), being the main crystalline
phase for systems with Er3+ content higher than 3 at%. This
tetragonal stabilization by lanthanide doping has been simi-
larly described by other authors.18,19 Since the tetragonal
phase was denoted as the low temperature structure of BiVO4,
the occurrence of such doping ions in the BiVO4 structure
seems to retard the monoclinic appearance.20 As can be
observed from XRD pattern evolution, this effect is evident for
Er3+ contents higher than 3 at%. No traces of Er2O3 were
found even for samples with higher doping loading (Fig. 1). In
this sense, the effectiveness of erbium doping was stated by
XRF (Table 1). Thus, obtained Er3+ content by elemental analy-
sis adequately fits with nominal values.

From Rietveld analysis it can be pointed out that at lower
Er3+, the m-BiVO4 structure is not significantly affected
(Table 1).

The cell volume of the monoclinic structure slightly grows
as the Er3+ content increases. From this behaviour, it can be
inferred that in spite of the lower ionic radius of Er3+ vs. Bi3+

(103 pm and 117 pm respectively), the substitution of Bi3+ by

Fig. 1 X-ray diffraction patterns for Er3+–BiVO4 catalysts obtained by
mw-hydrothermal synthesis at 140 °C for 30 min.
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Er3+ ions is not taking place. Therefore, Er3+ would be placed
interstitially causing this small cell expansion. When the tetra-
gonal phase is present, Er3+ produces a clear diminution of
the cell volume (Table 1). Such a volume contraction could
indicate the effective substitution of Bi3+ by Er3+ in the tetra-
gonal structure.

In accordance with the literature, the surface areas obtained
for all samples are significantly low (Table 1). However,
systems with a tetragonal phase show slight increase in surface
areas. At the same time, two clear absorption edges can be
noticed when the tetragonal phase in present, leading to
2.4 eV and 2.9 eV band gap values for the monoclinic and
tetragonal phases, respectively (Table 1).

The Raman spectra of this series also support the presence
of a single monoclinic phase at lower Er3+ content (Fig. 2). For
higher lanthanide loading, strong luminescence bands corres-
pond to the fluorescence emission of Er3+ due to the excitation
of green laser (532 nm) (Fig. 2a). It is worth noting that the
presence of strong luminescence is correlated with the occur-
rence of the tetragonal structure. It can be inferred that when
Er3+ is substituting Bi3+ in the vanadate matrix, the lumines-
cence emission occurs. In this sense, it has been reported that
trivalent metal orthovanadates show excellent performances as
matrices for luminescent lanthanides due to efficient energy

transfer (ET) from the VO4
3− absorption to the excited states of

the activators (Ln3+).21

The Raman spectra registered by 780 nm laser excitation
(Fig. 2b) clearly denote the monoclinic to tetragonal transition
observed by νs (V–O) band shift and the disappearance of the
δ (VO4

3−) doublet of the monoclinic phase.10 In this case,
small luminescence bands from Er3+ excitation by red laser
can also be observed.

The morphology of BiVO4 has been extensively reported to
be dependent on the preparation route.22 In our case, bare
BiVO4 shows a rod-like morphology (Fig. 3a).

Such morphology leads to the extinction of the (040) diffrac-
tion line and a notable exaltation of diffraction lines corres-
ponding to the planes (110) and (002), as was observed in the
XRD pattern (Fig. 1).

As Er3+ is incorporated, the length of these rods seems to
diminish (Fig. 3b–d). When tetragonal phase appears, a clear
change in the morphology is observed and particles exhibit a
needle-like structure. Thus, for the highest Er-doped system
the acicular morphology has almost disappeared (Fig. 3e). The
slight increase in the surface area could therefore be correlated
with this change in the morphology and the diminution of
particle size. Such evolution is directly associated with the
incorporation of Er3+ and the subsequent phase transform-
ation from monoclinic to tetragonal.

In Fig. 4 we show the photocatalytic activity of the studied
systems. It is worth noting that the preparation of BiVO4 by the
mw-assisted hydrothermal method leads to higher photoacti-
vity with respect to that prepared by the simple coprecipitation
method. Moreover, the incorporation of Er3+ also leads to a

Table 1 Structural and surface characterization of Er3+–BiVO4 systems

Samples
BET
(m2 g−1)

Tetragonal
(%)

Cell volume (Å3)
Band
gap (eV)

Era

(at%)M T

BiVO4 1.0 0 311.08 — 2.4 —
Er 0.5% 1.4 0 311.14 — 2.4 —
Er 0.75% 1.0 0 311.20 — 2.4 —
Er 1.0% 1.3 0 311.15 — 2.4 0.9
Er 2.0% 1.0 2 310.95 343.95 2.4 2.4
Er 3.0% 1.0 4 310.72 343.68 2.4 3.3
Er 4.0% 5.1 96 — 434.38 2.4/2.9 4.6
Er 5.0% 4.0 100 — 343.05 2.9 5.2

aMeasured by X-ray fluorescence.

Fig. 2 (a) Raman spectra for Er3+–BiVO4 systems under green laser
excitation (532 nm); (b) under red laser excitation (780). Photo-
luminescence bands are denoted in the square as PL.

Fig. 3 SEM images for Er–BiVO4 systems with different Er contents: (a)
bare BiVO4; (b) 1 at%; (c) 2 at%; (d) 3 at%; (e) 4 at%; (f ) 5 at%.
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slight progressive enhancement till 2 at% content. This
improvement could be described in terms of classical doping
theory in which dopant would help the charge separation till
its concentration is detrimental and promote the recombina-
tion process.23 No luminescence emission is observed for
these samples. Then, the appearance of the tetragonal phase
significantly improves the photocatalytic performance of
systems.

Thus, for Er3+ content higher than 3 at%, a drastic increase
in the reaction rate is observed (Fig. 4). The optimum photo-
activity was attained for systems with 4 at%, being four times
higher than that corresponding to bare BiVO4. It is worth
noting that for such photocatalysts the tetragonal phase is
mainly present (96%).

In order to elucidate the effect of Er3+ in this t-BiVO4, we
have prepared undoped t-BiVO4 by a similar mw-assisted

hydrothermal method. The sample obtained shows a predomi-
nant tetragonal phase (95%), presents a bar-like morphology
and a surface area of 4 m2 g−1 (Fig. 5). Taking into account
these structural and surface features, this reference system can
be directly compared to Er–BiVO4 (4 at%). The MB degradation
reaction rate obtained for this t-BiVO4 is 3.0 × 10−4 s−1. There
exists a slight enhancement in the photoactivity with respect
to undoped m-BiVO4 (1.5 × 10−4 s−1). Such an improvement
could be explained by considering the higher surface area of
t-BiVO4 and perhaps the presence of the small amount of the
monoclinic phase (5%). Indeed, the presence of a monoclinic–
tetragonal heterojunction was recently reported and exhibits
better photocatalytic performance. Thus, Fan et al. reported
that the particular m–t heterostructured BiVO4 is expected to
promote the separation of photoinduced electron–hole
pairs.24,25 In spite of this, the exalted performance of Er-doped
t-BiVO4 (6.0 × 10−4 s−1) with respect to the t-BiVO4 (3.0 × 10−4 s−1)
system cannot be attributed only to a surface area contribution
or the presence of a small amount of monoclinic phase.
Indeed, much research has shown that the surface area would
play a key role in the final photocatalytic performance. As is
widely reported, this is not the case for BiVO4 systems, for
which structural features are the controlling parameters.26,27

In a recent study, we have proposed the Y3+ doping of
BiVO4.

28 In that paper, we stated that the incorporation of
yttrium at loading higher than 3 at% into the BiVO4 structure
leads to a clear stabilization of the tetragonal phase and the
increase of the surface area. However, for doping concen-
trations higher than 3 at% the photoactivities tend to decay.
Indeed, this is the evolution of Er–BiVO4 for doping levels
higher than 2 at%, just before tetragonal phase appears. This
behaviour could be attributed to a detrimental effect of dopant
concentration by increasing the recombination processes. All
these facts would indicate that erbium doping would affect the

Fig. 4 (a) Evolution of MB C/C0 with irradiation time and (b) evolution
of calculated reaction rates for different Er content.

Fig. 5 Characterization summary of undoped t-BiVO4.
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reaction mechanism in a different particular way when the
tetragonal phase is present. On this basis, and considering the
developed luminescence effect observed for Er-doped t-BiVO4 a
cooperative mechanism could be envisaged.

Lower photoactivities reported in the literature for t-BiVO4

were explained considering the wider band gap for this phase.
Thus, in our case, the observed photoluminescence in the
visible region upon illumination with 532 nm laser points out
the participation of such luminescence processes in the overall
mechanism. According to previous reports, the emission
bands around 318.7 and 320.1 nm could be observed in Er3+-
doped compounds under the pumping of 486.5 and 542.4 nm
(or 548.8 nm), respectively.29,30

Moreover, it has been also reported that violet
(405–420 nm), blue (436–442 nm) and green (525–575 nm) up-
conversion luminescence were simultaneously observed upon
excitation at 652 nm.31 This way, Er3+-doped t-BiVO4 could
improve the photoefficiency by increasing the absorbed
photons.

In Fig. 6, we show the photoluminescence spectra for
different Er3+–BiVO4 systems by excitation at 523 and 655 nm.

In the case of 523 nm excitation, the luminescence appears
for Er content higher than 3 at%, as confirmed by Raman
spectra. Thus, the observed emission bands match with the
m-BiVO4 edge. However, as for this erbium content the mono-
clinic phase is in a very low percentage, the emission bands
appear exalted. It is worth noting that 5 at% sample exhibits
the highest luminescent emission. However, this higher lumi-
nescent behaviour does not lead to a higher photocatalytic
activity. It is clear that for higher Er content, a detrimental
effect occurs which could be associated with the occurrence of
the recombination processes. So, in spite of the higher avail-
able photons this would not be translated into effective photo-
generated charges. A similar trend was observed for Y3+ doped
BiVO4 for which a decreasing photoactivity is found for doping
level higher than 3 at%.28 In contrast, for 655 nm excitation,
the emission bands between 430 and 460 nm appear with
much diminished intensity. This would indicate the absorp-
tion of such photons by the t-BiVO4. Thus, a cooperative

“up-conversion” mechanism could be envisaged. A similar
effect was already observed for Er3+ doped TiO2, for which an
“up-conversion” mechanism would be responsible in part for
the better photocatalytic behaviour.32

Conclusions

We have prepared highly efficient Er doped BiVO4 photo-
catalytic systems by means of the microwave assisted hydro-
thermal method. The presence of Er3+ ions induces the
appearance of the tetragonal phase at higher loading that
might be incorporated into the structure by Bi3+ substitution.
This is the first time that tetragonal BiVO4 is reported to
exhibit better photocatalytic performance than the monoclinic
one. Such improved photoactivity of the t-BiVO4 under sun-like
irradiation was correlated to the occurrence of a luminescence
process which takes place for such a structure. The cooperative
mechanism induces an unexpected photoactivity enhancement
by increasing the number of the adequate photons. This novel
approach opens a wide field of applications to other photo-
catalytic materials having good luminescence properties as
host matrix such as molybdates, tungstates or phosphates.
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