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Red-luminescent PMMA spheres containing a Förster resonance energy 
transfer (FRET) pair were synthesized via a two-step polymerization 
method. Two reaction parameters, time and monomer volume, are scanned 
in order to tune the sphere diameter in the 250-500 nm range. Further the 
polydispersity of the spheres is kept low, at ca. 3%, regardless of sphere 
diameter or dye concentration. A thorough optical characterization via 
spectroscopy and time resolved measurements shows a FRET efficiency of 
over 40% before concentration quenching effects take place, allowing for 
a precise tuning of their emission in the red region of the visible spectrum. 
The high quality of these spheres makes them suitable to fabricate self-
assembled 3D photonic crystals which act as photonic environment to 
modify the spectral properties of the FRET pair via Bragg diffraction. 
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Introduction 

Encapsulation of light sources within a polymeric or inorganic nano-particle (NP) 
provides a means to shield them from the environment improving their photophysical 
properties and, for certain emitters such as quantum dots, avoiding toxicity issues in their 
use for bio-imaging purposes. Recently the incorporation of two or more types of 
emitters within the nanoparticle has been eagerly explored as a way to improve its 
emission properties. In this approach energy from an excited emitter can be non-
radiatively transferred via Förster resonance energy transfer (FRET) to a nearby (2-10 
nm) ground-state acceptor given a spectral overlap between their absorption and 
emission spectra exists and their transition dipole moments are not orthogonal. [1] The 
efficiency of the process is then dictated by the emitter distribution within the NP which 
in many cases can be controlled through their relative concentration. In this way, varying 



the ratio between the two chromophores allows producing spheres with a common 
excitation wavelength but different photoluminescence spectra, paving the way for 
multiplexed biological detection. Some examples include dye-doped nanospheres of 
different nature including both inorganic, [2,3] organic [4,5,6,7] and hybrid matrices. 
[8,9] 

Beyond the field of bio-imaging, applications benefiting from FRET are growing and span from 
enhanced energy harvesting in photovoltaics [10,11] to sensing [12] or photonics (where FRET 
can be used as a mechanism to improve the performance of devices such as OLEDs [13]). 
Regarding the use of FRET NP, dye doped polymer beads have been recently used as gain 
media for efficient photostable red-emitting dye-lasers. [14] Further if a properly designed 
photonic environment is provided, the efficiency of the FRET process may be controlled via the 
local density of photonic states (LDOS) at the dye’s location. [15] If the spheres satisfy a 
number of requirements such as low polydispersity, diameter in the submicron range and 
colloidal stability, they can be arranged in a periodic fashion to constitute themselves the 
photonic environment in the shape of self-assembled photonic crystals (PhC) or artificial opals. 
[16] These structures have been long used as platforms to control the luminescent properties of 
emitters. [17] Such control can be achieved either by relying on the above mentioned LDOS 
control at the emitter position or by modifying the directionality of the emission through Bragg 
diffraction, introducing a filter effect. Recently, a few examples exploring self-assembled PhC 
to modify FRET have been presented using the artificial opal as a passive scaffold. [18,19,20] 
This has been done impregnating the opaline matrix with well controlled donor-acceptor 
configurations [18]  or with a random suspension of two dyes, [19] and also employing an 
inverse opal configuration with a rare-earth based matrix. [20] Further, the combined use of 
artificial opals and FRET has been demonstrated as a means to develop DNA sensors [21] or 
systems for optical storage. [22] 

But to date no evidence of opal based PhC with FRET pairs within the spheres has been shown. 
Among the advantages of this configuration lies the possibility of achieving a large load of 
emitters since the spheres represent 74% of the total PhC volume and a protected environment 
where intimate contact or proximity is granted to the active species. If one wishes to modify the 
energy transfer within the NPs by organizing them into a periodic array one must fabricate 
highly monodisperse NP with a diameter of the order of the emission of the donor species 
which, for the case of the visible, translates into a few hundred nanometers. To date most of the 
approaches for NP fabrication have focused on diameters in the range of tens of nm (appropriate 
for their use in bio-imaging and other applications where emission is not meant to be modulated 
by the environment) presenting a large polydispersity, owing to the difficulty in synthesizing 
them with due size control, and monodisperse spheres have only appeared with diameters close 
to 2 µm, too large for a proper control of the emission in the visible range. If one wishes to exert 
a control on the energy transfer within the nanospheres using the PhC environment, photonic 
features must be present which demand a low polydispersity of the spheres. [23] The critical 
role of monodispersity is evident by the fact that for values above 5% crystallization of artificial 
opals is not expected to take place. [24] 

In this work we demonstrate a method to fabricate highly monodisperse polymeric spheres 
doped with two dyes of the rhodamine family for their use as FRET-based luminescent media. 
Spheres with different dye loads are prepared with a fine control on their diameters in the 200-
500 nm range and having a polydispersity of ca. 3%. Their optical response is studied by means 
of photoluminescence as well as time resolved measurements demonstrating a FRET efficiency 
of up to 50%. Their high quality renders them appropriate for their use as building blocks to 



fabricate three dimensional (3D) PhC in the shape of artificial opals with different lattice 
parameter. We show how the luminescent properties of the spheres can be further modified in 
these structures by means of Bragg diffraction. These results pave the way for future 
unconventional light sources such as lasers combining the cavity-less lasing mechanisms 
characteristic of 3D PhC [25] with the advantages of FRET-based lasers. [26] 

 

Experimental 

Sphere synthesis: 

To remove the inhibitor, Methylmethacrylate (MMA) (Sigma-Aldrich) was washed with 
aqueous sodium hydroxide solution (1M), dried over anhydrous magnesium sulfate and finally 
passaged downward through a glass column containing silica gel. Water was purified through a 
MilliQ purification system. The rest of reagents were used without further purification. Sodium 
hydroxide, magnesium sulfate, silica gel 60, potassium persulfate (KPS) and rhodamine B 
(RhB) were provided by Sigma-Aldrich. LD-700 perchlorate (Rh700) was acquired from 
Exciton and ethanol from Panreac. 

Dye doped spheres with a 250-380 nm diameter were fabricated using a modified version of the 
procedure given in reference [5]. In a 250 mL 3-neck round-bottom flask equipped with a 
condenser and a gas inlet, 140 mL of water and the corresponding MMA volume (from 10 to 25 
mL) were added. The mixture was deoxygenated by bubbling nitrogen gas at room temperature 
for 45 min and then tempered for 60 min at 80 ºC. To start the polymerization 5 mL of a 
deoxygenated KPS water solution (0.1 g/mL) were added under magnetic stirring. 5 min after 
the polymerization starts, 9 mL of a dye solution were added at a constant rate of 0.67 mL/min. 
The dye solution contained 6.2 mg of RhB with different amounts of Rh700 (to obtain molar 
ratios from 1:1 to 1:4 RhB:Rh700) in a 1:1 (v/v) ethanol:water mixture. The reaction time was 
fixed to 40 min, except for the sample made from 25 mL of MMA whose reaction time was 2 h. 

In order to increase the NPs size beyond 380 nm a two-stage dispersion polymerization was 
conducted. In this procedure the previous protocol was followed fixing the initial volume of 
MMA at 25 mL and adding an extra MMA volume (10, 15 or 20 mL at a rate of 0.67 mL/min) 
immediately after the dyes solution addition. The reaction was allowed to proceed for 2 h, 
longer times leading to aggregation of the spheres. As dyes were added once the reaction was 
initiated, the grown PMMA spheres will have a few nm sized core without any dye in it. In 
addition an increasing gradient in the dye concentration will take place radially across the 
PMMA NP due to the slow dye addition to the reaction flask. Transmission Electron 
Microscopy (TEM) images were taken in order to estimate the diameter of the grown spheres 
using a JEOL 2000 FX II model. Statistics were derived from 100 spheres for each of sample. 

Optical characterization: 

Optical characterization was carried out by means of photoluminescence (PL) spectroscopy and 
time resolved measurements. The samples were all measured under the same conditions. Quartz 
cuvettes with a 1 mm optical path containing a NP aqueous solution with fixed sphere 
concentration (1 mg/mL) were used for all acceptor to donor ratios QAD. The concentration was 
kept low in order to avoid scattering from the spheres influencing the measurements. Optical 
pumping was performed with a tunable pulsed laser (OPerA-Solo from Coherent) having a 
repetition rate of 1 kHz and delivering 150 fs long pulses. The pump wavelength (515 nm) was 
chosen in order to maximize optical excitation of the donor while minimizing that of the 



acceptor. PL spectra were collected with a fiber coupled spectrometer USB2000 (Ocean Optics). 
Time resolved measurements were performed (with a resolution of 80 ps) with a Time 
Correlated Single Photon Counting card (SPC-300 from Becker & Hickl) at a fixed wavelength 
selected with a monochromator. 

Artificial opal fabrication and characterization: 

Thin film artificial opals were fabricated by vertically placing a clean glass substrate into a 20 
mL vial containing a 0.1% vol. aqueous dispersion of spheres. The dispersion was left in a 
humidity (60%) and temperature (45ºC) controlled chamber for 24 hours. Normal incidence 
reflectance spectra were collected using a FTIR spectrometer (Bruker IFS-66/S) coupled to an 
optical microscope with a 10× objective (NA=0.12). PL spectra from the opals were collected in 
an inverted microscope using a high NA objective (NA=0.75) as focusing/collection optics.   

 
Fig. 1 Chemical structure of donor (a) and acceptor (b) molecules. (c) Absorption 
(dashed) and PL (solid line) spectra of donor (red) and acceptor (black line). 

 

Results 

The dyes selected as donor and acceptor were RhB and Rh700 (see Figure 1) which satisfy a 
number of conditions: they could be individually introduced into PMMA spheres (up to a 
maximum concentration of 0.8 mg/mL of MMA) before concentration quenching took place, 
the donor can be optically pumped using wavelengths for which the polymeric matrix is 
transparent and there is a good spectral overlap between donor emission and acceptor 
absorption. Further, the spectral overlap between the absorption bands of the species is small 
enough as to grant a selective excitation of the donor alone (vide infra). 

As mentioned above two parameters were changed in order to control the sphere diameter: 
monomer volume and reaction time. For a single MMA addition and 40 min reaction time, 
spheres in the 250-380 nm range were obtained changing the MMA initial volume. In order to 
further increase the sphere diameter up to 500 nm a second addition of MMA was introduced 
and reaction time increased to 2 hours. Figure 2a shows the change in sphere diameter with total 
MMA volume for the two reaction times. Figure 2b shows the size distribution for spheres 
fabricated using 25 mL of MMA in 140 mL of distilled water. For the sample containing only 
donor molecules (QAD=0) a sphere diameter of 383 nm and a polydispersity of 2.2 % was 
obtained. Upon addition of increasing amounts of acceptor molecules the sphere quality was not 
affected, the polydispersity raising to just 3.7% (Figure 2c). Further, changing the QAD ratio did 



not affect the sphere diameter and only variations of ca. 3% in sphere diameter were observed 
from sample to sample. 

 

 
Fig. 2 (a) Dependence of sphere diameter on MMA volume. The two highlighted 
regions correspond to: (I) 40 minutes and (II) 2 hours reaction time. Dashed lines 
are guides to the eye. (b) Size distribution for spheres fabricated from 25 mL of 
MMA and a ratio QAD=0. Inset shows an SEM image of the spheres (scale bar is 1 
µm). (c) Evolution of the polydispersity for spheres fabricated with 25 mL of MMA 
and increasing QAD ratio. 

 

Next we optically characterized the spheres employing PL spectroscopy as well as time resolved 
experiments. Figure 3 shows PL measurements for samples having a diameter of 380 nm 
(corresponding to samples grown from 25 mL of MMA) and a variable acceptor to donor ratio. 
Here we can see how for the spheres containing donor molecules only (QAD = 0) a PL peak 
centered at 577 nm, characteristic of RhB, is present. As we increase the acceptor concentration 
a PL peak centered at 670 nm appears associated with the emission of Rh700. 



 
Fig. 3 (a) Aqueous suspensions and (b) normalized PL spectra of PMMA spheres 
fabricated from a total volume of 25 mL of MMA and having different QAD ratios 
(indicated for each sample and PL curve). 

 

In order to evaluate the influence of energy transfer and direct optical pump in the evolution of 
the acceptor emission, we carried out a set of control measurements. We pumped, using the 
same wavelength and power, a set of control samples consisting of spheres containing only 
acceptor molecules with identical concentration as the test samples but without donor species. 
Figure 4 shows the intensity of PL maxima for donor and acceptor emission (taken at 577 and 
670 nm respectively). Here it is evident that as D emission decays, A emission increases and 
only about 20 % of it is due to direct optical excitation, the rest being due to energy transfer 
from the acceptor. For values of QAD ≥ 3 we can see how the rise in A PL saturates and then 
decreases. This behavior points to the formation of non-emitting complexes either between 
donor and acceptor or between identical molecules (self-quenching) for such large dye 
concentrations. As a matter of fact, quenching is likely taking place between donor and acceptor 
molecules as for the case of the control samples (containing only acceptor molecules) the 
saturation behavior is less evident. A similar behavior was observed for samples with smaller 
spheres (250 nm) at a smaller ratio (QAD = 1). For larger spheres (480 nm) no saturation was 
observed for all QAD ratios under consideration. 

 

Fig. 4 Intensity at the maximum of PL for donor (a) and acceptor (b) emission 
corresponding to λ=577 and 670 nm respectively. Grey circles correspond to 
direct optical pumping of reference samples containing only acceptor molecules. 



To further evaluate the influence of quenching due to aggregation of the molecules within the 
polymer spheres, the decay dynamics of control and FRET samples were studied. In a first step 
a set of PMMA beads were fabricated with an increasing amount of donor dye. For RhB 
concentrations exceeding that used in the present work by a ca. four-fold factor (see 
Experimental section) decay dynamics of the spheres were collected at λ=585 nm. Figure 5 
shows results for spheres fabricated from 25 mL of MMA. A behavior close to the single-
exponential ideal scenario, where all molecules, once encapsulated within the PMMA sphere, 
are sensing the same environment was observed (see Fig.5 a). Nevertheless, to correctly fit the 
data a multiexponential fit corresponding to a distribution of decay rates [27] has to be assumed. 
In our case, the distribution that best fitted the data was a lognormal one, as previously observed 
in dye-doped biopolymeric matrices. [28] The need for a multiexponential fit to describe the 
decay dynamics of dyes incorporated into polymeric beads is known even for commercial 
spheres of different size. [29] In our case, the need for a distribution of decay rates is likely 
related to an inhomogeneous distribution of dye molecules within the sphere intrinsic to the 
growth method where the dye concentration increases during the polymerization process (see 
above). The decay distributions for the control samples with different dye concentrations 
presented a small full width at half maximum (FWHM) of (0.11 ± 0.02 ns-1) and a constant most 
frequent value ΓMF. The latter indicates that no additional non-radiative decay paths associated 
with self-quenching are taking place independent of dye concentration. The obtained decay rate 
for the donor within the PMMA beads (0.342 ± 0.007 ns-1) was slightly larger than the value for 
molecules in an ethanol solution (0.320 ± 0.002 ns-1) as a consequence of the different 
environment of the dye molecules. This behavior in the dynamics of the dyes was accompanied 
by a linear increase in its PL, further evidence of the absence of aggregation. 

In a second set of control experiments, the dynamics of acceptor molecules was studied in 
FRET samples containing both dyes as the ones in Figs.3 and 4. The samples were pumped with 
λ=633 nm and PL was collected at λ=680 nm (see Fig. 5c). Under these pump conditions we are 
certain that acceptor molecules are not being excited via FRET. Again, experimental data could 
be fitted with lognormal distributions with a small FWHM of 0.03 ± 0.01 ns-1) and a nearly 
constant most frequent decay rate of 0.31 ± 0.01 ns-1 were obtained save from the sample having 
the highest acceptor load (QAD=4) for which a faster dynamics with ΓMF = 0.36 ns-1 was 
obtained. Such change in the acceptor dynamics is related to aggregation in the presence of 
acceptor as identical samples, only containing no donor molecules (grey dot in the figure), 
showed a value similar to that of the FRET spheres with lower donor load.     

In order to evaluate whether energy transfer between donor and acceptor is taking place via a 
resonant process (i.e. FRET) in the spheres containing both dyes we next studied the dynamics 
of the emission of the donor in the absence and presence of acceptor. If a donor molecule is 
sufficiently close to an acceptor one, non-radiative paths of energy transfer will be available for 
the former via long-range dipole-dipole interaction with the latter. The addition of non-radiative 
(FRET) de-excitation paths with a decay rate ΓFRET to the radiative ones ΓD causes an increase 
of the total decay rate ΓT measured in a time resolved experiment. Thus, measuring the lifetime 
of the donor in the absence (ΓD) and presence (ΓT = ΓD + ΓFRET) of acceptor yields the FRET 
decay rate. Once this is known, the efficiency of FRET is given by the ratio between the decay 
rate associated with FRET and the total rate. 

 



 

PL d
differ
diame
becom
Furth
curve
donor
twofo
incor
due to
(see E

Fig. 5 (a) P
(grey) and 
frequent va
PMMA sph
associated 
Rh700 (gre
concentrati

decay curves
rent QAD rati
eter of 380 
me steeper 
hermore, sim
es become 
r/acceptor co
old origin: o
rporated into 
o the fact tha
Experimenta

PL decay cu
fit with a lo

alue ΓMF of 
heres fabric
with the de

ey dot corre
ion as QAD=4

s at the don
ios when pum
nm. As acce
pointing to 

milar to othe
strongly mu

onfigurations
on the one ha

the polymer
at the amoun

al section). 

rve for a dis
ognormal dis
the rate dist

cated using 
ecay of Rh7
esponds to a
4 only with n

nor’s emissi
mped with λ
eptor molecu

the introdu
er polymeric
ultiexponent
s exist. In the
and a distrib
ric matrix. O
nt of dye in th

spersion of P
stribution of 
tribution as 
25ml of MM

700 measure
a reference 
no donor). 

ion (λ=585 
λ=515 nm. Fi
ules are inclu
uction of no
c matrices su
tial which i
e present cas
bution of D/A
On the other h
the reaction i

PMMA spher
f decay rates 
a function of

MMA contain
d for sphere
sample hav

nm) were m
igure 6 show
uded within 
on-radiative 
uch as DNA
indicates tha
se the distribu
A separation
hand a radia
increases as t

 

res containin
(black curve

of dye concen
ing RhB on
es containin
ving the sam

measured for
ws results for

the spheres 
(FRET) de

A-CTMA co
at an incre
ution of FRE

ns and orient
al concentrati
the polymeri

ng only RhB 
e). (b) Most 
ntration for 

nly. (c) ΓMF 
ng RhB and 
me acceptor 

r samples h
r spheres hav

s the decay c
e-excitation 
omplexes, [2
easing numb
ET processes
tations as the
ion gradient 
ization takes

having 
ving a 
curves 
paths. 
8] the 

ber of 
s has a 
ey are 
exists 

s place 



 

Fig. 6 PL decay curves measured for spheres with a diameter of 380 nm. (a)-(e) 
correspond to QAD=0-4. Grey curve shows the result for QAD=0 and is shown for 
comparison. 

 

In order to gain further insight into the FRET process within the PMMA spheres as the QAD 
ratio increases we will consider the decay distribution extracted from the fitting of the 
experimental curves. Figure 7 shows lognormal distributions ρ(Γ) for the different values of QAD 
considered in the present work as derived from the PL decay curves. Here we can see how as 
the acceptor concentration increases for a fixed amount of donor molecules the distribution 
shifts to larger Γ values, corresponding to an overall faster decay. Since no aggregation between 
the molecules is taking place as mentioned above, this corresponds to the introduction of 
additional non-radiative decay (FRET) paths. Further, as the distribution shifts to larger values it 
becomes broader, evidencing the existence of an increasing number of D/A configurations. The 
latter likely comprises both separations and orientations as no preferred molecule orientation is 
expected to take place within the polymeric matrix.   
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