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We have studied by incoherent quasielastic neutron scattering the molecular dynamics of the fer-
roelectric copolymers of vinylidene fluoride and trifluoroethylene with two di8'erent molar ratios.
Thermal hysteresis e8'ects accompanying the structural changes observed in these materials are found.
In the temperature range investigated three motions were identified: (i) a vibrational motion of Debye-
Waller type which shows increasing amplitude until the vicinity of the Curie temperature and then it fol-
lows a Q law, (ii) a slow jump diffusive motion of each chain in the restricted volume defined by other
chains, thermally activated with an activation barrier of =8 kcal/mol, and (iii) a fast local di8'usive

motion with only some fraction of the chains concerned.

I. INTRODUCTION

The possibility of obtaining ferroelectricity in high mo-
lar mass materials has attracted much interest in the past
years. ' In particular, a Geld of growing development is
the combination of ferroelectric properties with the duc-
tile mechanical properties of these light polymeric ma-
terials. Copolymers based on vinylidenefluoride (-CH2-
CFz-) randomly copolymerized with tri6uoroethylene
(-CHF-CF2-) render a semicrystalline system in which the
crystalline portion of it exhibits ferroelectricity. The
microstructure of these copolymers consists of stacks of
lamellar crystals separated by amorphous regions. The
crystalline part sufFers a phase transition of the order-
disorder type below the melting temperature provided the
vinylidene fluoride (VFz) molar fraction lies below 82%%uo.

'
The ferroelectric crystalline phase is characterized by a
pseudohexagonal structure (orthorhombic group mm2)
with parallel chains in all-trans planar conformation.
Upon heating the copolymers exhibit a Curie tempera-
ture T& at which the ferroelectric crystals show a reversi-
ble solid-state structural transformation to a disordered
centrosymmetric phase (hexagonal group 6/mmm). This
transition has been found to involve intramolecular
changes of the orientation of the dipole moments associ-
ated to the CF2 groups, which become orientally disor-
dered around the chain axis in the high-temperature
phase, and is accompanied by large enthalpy changes of
about 30 J/g. The Curie temperature increases with the
VF2 molar content and when compositions of about 82%
are reached the crystals melt before the ferroelectric tran-
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FIG. 1. Phase diagram showing the temperature vs the copo-
lymer composition. The large transition regions among the
di5'erent phases are indicated in the figure by dashed lines and
depend on sample preparation as well as on copolymer thermal
and processing history.

sition occurs. ' Moreover, in the amorphous regions a
glass transition is observed below T& for all the whole
range of VF2 molar content. The phase diagram for
these copolymers as a function of the vinylidenefiuoride
molar fraction has been determined by x-ray
diffraction, ' dielectric and calorimetric ' techniques,
and is shown in Fig. 1.

In this paper we report new incoherent quasielastic
neutron-scattering (IQNS) experimental results on the
molecular dynamics of vinylidene6uoride-
tri6uoroethylene (VF2/F3E) ferroelectric copolymers in a
broad temperature range covering all the observed transi-

0163-1829/94/50(18)/13214(11)/$06. 00 50 13 214 Q~ 1994 The American Physical Society



50 MOLECULAR DYNAMICS OF FERROELECTRIC POLYMERIC. . . 13 215

II. EXPERIMENTAL

Experiments were carried out in samples with 60/40
and 80/20 (% molar VFz/F3E) composition. In Table I
we summarize the characteristic temperatures for both
copolymer compositions: Tg is the glass transition tem-
perature, T& the Curie transition temperature, and T
the melting temperature. The copolymer 60/40 displays
an 87-K interval between T& and T, where the paraelec-
tric phase is observed, whereas for the 80/20 copolymer
Tc and T are close to each other ( 5T= 10 K). These
temperatures depend on thermal treatment. Therefore,
the values given in Table I are average values, which may
vary depending on sample preparation as shown in Fig. 1.

TABLE I. Glass transition temperature Tg, Curie transition
temperature T&, and melting temperature T of the copolymers
investigated.

Composition

60l40
80/20

TK (K)

243"'
223(7)

T, (K)

413" '

T (K)

427'"'
423" '

tions. IQNS has been shown to be a powerful tool when
dealing with the dynamics of polymeric systems. The
basic reason for this is that the wavelength and energy of
thermal neutrons are comparable to the wavelengths and
energies of the fluctuations ocurring at phase transitions.
Moreover, although x-ray-scattering techniques may pro-
vide better wave-vector resolution, the energy changes
can only be measured in neutron-scattering experiments.
Until now the majority of the dynamic studies in poly-
mers have been devoted to characterizing the glass transi-
tion in glass-forming polymers. ' '" In some other studies
the validity of the mode coupling theory has been
checked' and some of its predictions confirmed. Howev-
er, transitions ocurring in the crystalline portion (crystal-
linities between 0.6 and 0.8) of semicrystalline polymers,
like the ferroelectric to paraelectric transition of VF2-F3E
copolymers, have not yet been explored in a systematic
way. ' ' On the other hand, the IQNS investigation of
semicrystalline polymers allows us to study the influence
of crystallinity on the dynamics of the segmental motion
above the glass transition temperature. The investigation
was performed on these copolymers for two reasons.
This was done first, because the dynamical processes ap-
pearing in these systems are very rich and include, in or-
der of increasing temperature, (i} the glass transition,
occurring in the amorphous portion, (ii) the ferroelectric
to paraelectric transition, occurring in the crystalline
phase, and (iii) the melting of the crystals At t.his point
our aim is to separate the dynamics of the amorphous (a
and P relaxation processes) from that of the crystalline
portions and to investigate mesoscopic time scale motions
associated with the ferroelectric phase transition.
Second, because the structure of these copolymers, in all
their phases, has been well characterized, ' it is possi-
ble to correlate geometrical parameters derived from
IQNS analysis with structural features.

The neutron measurements were carried out at the In-
stitute Laue-Langevin in Grenoble, France. In order to
determine a dynamical range as large as possible, we have
performed experiments using three spectrometers of
different resolution. The data were collected with the
backscattering spectrometers IN10 and IN13 and the
time-of-Right (TOF) instrument IN6. The resolution of
these spectrometers allows us to look for dynamics as
slow as 10 s on IN10, 10 ' s on IN13 and 10 "s on
IN6. The experimental Q range of the instruments was
Q=0.2-2 A ' for IN10 and IN6 and Q=0.3—5.3 A
for IN13. Measurements were made at several Q vectors
covering the whole Q range of every instrument. The
elastic backscattering study was performed for both
copolymers in the full temperature range (4-450 K).
The quasielastic spectra of the 60/40 and 80/20 copoly-
mers were reecorded with both backscattering spectrome-
ters. In addition, the 80/20 copolymer was studied with
the time-of-flight spectrometer IN6. The quasielastic
measurements were made at selected temperatures in the
ferroelectric and paraelectric phases and near the melting
point. Sample films were prepared by compression
moulding in a hot press at 473 K for 10 min and subse-
quent quenching to room temperature. Thicknesses of
450 pm for 60/40 and 330 pm for 80/20 were respective-
ly chosen to obtain high neutron transmission (89% and
91%, respectively} and avoid multiple-scattering effects.

The experimental resolution was obtained from a mea-
surement performed at 2 K, where it is assumed that
there are no molecular motions. The spectrum of a vana-
dium sample with the same shape and thickness as the
polymer was also recorded to ensure the goodness of the
resolution function. The spectrum of an aluminum sam-
ple holder was also registered, and background correc-
tions were performed in all measured intensities.

III. INCOHERENT SCATTERING FUNCTION
FOR POLYMERIC SYSTEMS

From neutron-scattering measurements we obtain the
partial difFerential cross section d tr /d 0 dE, which yields
the portion of neutrons scattered in a given direction
with a given energy. This quantity is related to the
coherent and the incoherent scattering functions,
S h(Q, to) and S;„,(Q, to), respectively, through the ex-
pression '

CT =o„„S„h(Q,to)+o;„,S;„,(Q, co),

where o.„hand o.;„,are, respectively, the coherent and in-
coherent cross sections for the nucleus-neutron scattering
process. The incoherent scattering function is related by
means of Fourier transformation in space and time to the
van Hove correlation function G, (r, t}, which gives the
probability that if a particle is at a given point at an arbi-
trary time, the same particle will be after a time t at a dis-
tance r. In a similar way, S„h(Q,co} is the double Fourier
transform of G(r, t) which gives the probability that if a
particle is at a given point at a given time, another parti-
cle, eventually the same, will be at a distance r after a
time t.
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In our samples the incoherent scattering cross section
of H is very large in comparison with other coherent and
incoherent scattering cross sections of the atoms in the
copolymers such as C, F, and H. The ratio between the
incoherent scattering cross section of H, cr, , and the total
scattering cross section o, is o;/o, =0.9. Furthermore,
in the quasielastic region S;„,(Q, co) has structure around
co=0 for every Q value. However, S„h(Q,co) presents
structure at re=0 only for selected Q values, correspond-
ing to the Bragg peaks, and at co@0 around these peaks
as collective excitations like the acoustic phonons. Pro-
vided these regions in Q are avoided, the scattered inten-
sity is almost entirely incoherent. Then, from
d rr/dQdE measurements we obtain S;„,(Q, co) for the H
atoms of the polymeric chain and hence, we can infer the
overall motion of the chains.

In order to analyze the quasielastic neutron-scattering
data, basically there are two alternatives. The first one
takes into account phenomenological expressions such as
the Kohlrausch-Williams-Watts function in the time
domain or the Havriliak-Negami relaxation function in
the frequency domain. These empirical functions contain
some parameters, which can be fitted to the experimental
results. The second approach considers geometrical
models in order to simulate the dynamics of the protons
attached to the polymeric chains. We have used the
second approach because the scenario where the dynam-
ics occurs has been well characterized by x-ray-scattering
techniques.

A general motion is formed by the combination of vi-

brational, rotational, and translational motions. If these
individual motions are uncoupled we have

S;„,(Q, ra) =S,"„',(Q, ro)S, '„(Q,co)S, '„","(Q,ro),

where Sj~g Sj~g Sj~g are the incoherent scattering func-
tions of the vibrational, rotational, and translational
motions, respectively, and means convolution in the co

variable. In a polymer the situation is more complex.
The vibrational motion can be consider uncoupled from
other motions and is approximated to

S,"„'",(Q, ro)=exp( —(u )Q )5(co) .

This motion is the elastic Debye-Wailer factor, where
(u ) is the mean-square amplitude of the proton vibra-
tion. In order to describe the time dependence for the
other motions we propose a quasielastic function
Ss„,(Q, cu) given by a simple Debye relaxation process in a
restricted volume. Then we have

S&„,(Q, co) =Fo(Q)5(ro)+ [1—Fo(Q}]L[co,I (Q)],
where I [co,I (Q}] is a Lorentzian of half width at half
maximum (HWHM) I (Q) and Fo(Q) the Fourier trans-
form of the restricted volumen. The simple Debye relax-
ation process implies for S,„,(Q, co } a Lorentzian quasi-
elastic component and the restricted volumen an elastic
component. In this model we have two free functions
Fo(Q) and I (Q). Provided that the inelastic contribution
was separated from the quasielastie one, we have for
S;„,(Q, co) the general equation

S,„,(Q, ru)=e '" )~ IFO(Q)6(ru)

+ [1—F,(Q)]I.[~,I (Q)] ~

that will be used to analyze our data. For the data treat-
ment we made the convolution of this. theoretical model
with the experimental resolution in order to fit the experi-
mental results and to obtain the free functions of the
model. In a second step we will analyze more specific
models for the Q dependence of both functions in order
to obtain the geometrical parameters of the dynamics.

IV. RESULTS

A. Elastic backscattering measurements
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FIG. 2. Plot of ln[S;„,(Q, co=0)/S;„,(Q, co=0)~x] as a func-

tion of the temperature for the heating and cooling cycles of
60/40 and 80/20 VFz/F3E copolyrners at Q=1.93 A ' using

the "fixed elastic window'* method.

The incoherent elastic neutron-scattering function

S;„,(Q, co=0), normalized to its value at 2 K,
S;„,(Q, co=0)z K was measured as a function of tempera-
ture during a heating and cooling cycle with the neutron
backscattering spectrometer IN10. We have used the so-
called "fixed elastic window" method in which the mono-
chromator and the analyzer are set to the same energy.
Only those neutrons that change their energy by an
amount smaller than the energy resolution of the spec-
trometer are detected. At low temperature there are only
few vibrational motions and all the scattered intensity
passes through the "fixed window. " If some relaxational
motions are excited, the elastic line broadens and only the
central part within the fixed window can pass through
the instrument and the observed intensity will drop. If
the elastic part is well separated from the inelastic one.
S;„,(Q, co=0) is a good measure for the elastic scattering.

The measured incoherent elastic neutron-scattering
functions for both copolymers as a function of tempera-
ture during a heating and cooling cycle are shown in Fig.
2. The intensity decreases with increasing temperature
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and decreasing Q (Fig. 3). For the 60/40 copolymer four
regions can be identified: (i) In the temperature region
below T the normalized intensity decreases linearly with
T. (ii) For T) Ts the rate of intensity decrease becomes
slightly larger, far beyond of what is expected from an
harmonic behavior. (iii) At the Curie temperature a pro-
nounced additional intensity decrease occurs. Here the
ln[S;„,(Q, ro=O)/S;„,(Q, co=0)z K] versus T follows a
linear behavior until the vicinity of the melting point. (iv)
On approaching the melt temperature a new variation of
the slope appears.

In a heating-cooling cycle around the transition tem-
peratures, two hysteresis loops can be observed for the
60/40 copolymer. They correspond to the thermal hys-
teresis of this copolymer at the ferroelectric-paraelectric
and paraelectric-liquid phase transitions. The sample
with composition 80/20 shows a similar behavior but
with only one hysteresis loop. In this copolymer the Cu-
rie and melt temperatures are very close and consequent-
ly we observe the superposition of both hysteresis loops
as confirmed by diferential-scanning-calorimetry (DSC}
measurements. ' '

As we have

S;„,(Q, co=0)
1

'"' ' =[(u'(2 K)& —( '(T)&]Q',
Sine ~=0 2 K

from the elastic intensity we obtain the temperature
dependence of the mean-square vibrational amplitude
( u ( T) ) of the Debye-Wailer factor (DWF). This regime
implies a spatial dependence in Q . Furthermore, a
linear variation of ( u ( T) ) with T corresponds to a har-
monic behavior.

The first deviation from linearity arises around the
glass transition temperature in the amorphous portion of
the copolymers. The spatial scale of the motion is evalu-
ated analyzing the Q dependence of the elastic intensity,
which is shown in Fig. 3 for the 60/40 at several tempera-
tures. We found that in the temperature range below
T=290 K the ln[S;„,(Q, co=0)/S;„,(Q, co=0)2K] follows

FIG. 4. Mean-square displacement as a function of the tern-

perature for both copolymers obtained from the fitting of the
IN10 backscattering data. The values obtained during a heating
and cooling cycle agree below Tc.

a Q law, whereas a deviation from this behavior to a Q
law occurs around Tz. In order to explain the latter
behavior, S;„,(Q, ro) given by Eq. (5} should be modified
to include the coupling of the motions. Such a depen-
dence has been theoretically predicted for systems with a
negative Flory interaction parameter x (Ref. 22} and ex-
perimentally reported in polymer melts. Figure 4
shows the (u ) variation with temperature for both
copolymers below Tc. At low temperatures the protons
are subjected to a harmonic potential and ( u ) follows a
linear dependence with the temperature. However, at
temperatures higher than 290 K deviations from this
behavior appear due to anharmonic contributions. Simi-
lar deviations were found in amorphous polymers like po-
lybutadiene, " and they were not accompanied by quasi-
elastic broadening. Fujara and Petry~ point out that the
extra decrease of the elastic intensity finds its counterpart
in a strong increase of the inelastic part of S„h(Q,ro) of
the spectrum, which should appear with the IN13 spec-
trometer as a flat background, which increases with Q.
The region of the ferroelectric to paraelectric phase tran-
sition appears as a clear step in the
ln[S;„,(Q, co=0)/S;„,(Q, co=0)2 K] versus T plot. The
elastic intensity swings in this case into the quasielastic
component around Tz, which is observable with both
IN10 and IN13 spectrometers. When the melting tem-
perature is approached the elastic component disappears
and only the quasielastic scattering is observed.

B. Quasielastic backscatteriag

The observed deviation of the elastic scattering from
the linear behavior in the ln[S;„,(Q, co =0}/
S;„(Q,co=0)2 K] versus T plot may indicate the onset of
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FIG. 5. The S;„,(Q, co) vs energy transfer for the copolymer
60/40 at 343 K illustrates that the response is still elastic at this
temperature.

some molecular motion. Therefore, we have investigated
the quasielastic spectrum of the 60/40 copolymer in the
different regions. Below the Curie temperature there is
not quasielastic scattering within the dynamical range of
the instruments. Even at temperatures slightly above Tc
the quasielastic component is small. As an example, we
show in Fig. 5 the experimental curve at T=343 K fitted
with the measured instrumental resolution function con-
voluted with a 6 function. Only in the wings is possible
to appreciate some disagreement between the two curves,
which points out to the onset of quasielastic broadening.
If we increase the temperature beyond Tc (paraelectric
region), the quasielastic component can then be clearly
observed. In Fig. 6, we show the quasielastic component
at 363 K together with the fitting result according to Eq.
(4) for several Q values. Furthermore, in the temperature
range corresponding to the paraelectric phase the intensi-

ty of the quasielastic component increases with tempera-
ture. Finally near the melting point the elastic part di-
minishes considerab1y and most of the intensity is quasi-
elastic.

Although, the 80/20 copolymer in some aspects
behaves similarly to the 60/40 it presents some particu-
larities. As in the case of the 60/40, below the ferroelec-
tric transition the experimental spectra can be very well
fitted with the instrumental resolution function convolut-
ed with a 5 function as is illustrated in Fig. 7 for the tem-
perature 391 K. The onset of the motion, as indicated by
the beginning of the quasielastic broadening, is around
400 K. Figure 8 shows the experimental spectra at 403 K
obtained from IN13 spectrometer, for several Q values,
together with the fitting result. The observed quasielastic
scattering at 403 K, below Tc, seems to indicate that al-

though in the 60/40 copolymer the onset of the motion
takes place at the Curie temperature, in the 80/20 the
proximity of the Curie temperature to the melting point
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FIG. 6. Quasielastic neutron-scattering spectra as a function
of Q for the 60/40 copolymer at 363 K as obtained in the IN10
spectrometer. The solid lines through the points represent the
fitting results. The quasielastic component and the flat back-
ground are represented in the same figure.
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FIG. 7. The S;„,(Q, co) vs energy transfer for the copolymer
80/20 at 391 K illustrate that the response is still elastic at this
temperature.
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and we are within the limit of the resolution of the instru-
ment. Although in this sample we obtained better statis-
tics some tluctuations are observed at high Q around a
mean value of 2.6 p eV.

In a first step to analyze the experimental data of Fig. 9
we propose a isotropic jump difFusion model. When in
this model the jump parameter is randomly oriented and
if there are a random distribution of jump lengths cen-
tered around ro the HWHM is given by

1 1I (Q)= —1—
1+Q r

where ~ is the residence time. In Fig. 9 we show the
fitting result of the experimental data by this model to ob-
tain the values of ro and r for each temperature.

Although this model predicts for Q~0 that I (Q) =0
our results do not show such a behavior as can be seen in
the insert of Fig. 9. We have interpreted this behavior in
the basis of a jump diffusion model in a restricted volume.
According to this model the maximum at high Q implies
that the motion is a jump difFusion and the nonzero value
in the limit Q —+0 indicates that it occurs in a restricted
volume. The incoherent scattering function S;„,(Q, co) for
such a model has been calculated under different condi-
tions. Volino and co-workers, ' have calculated the
continuous diffusion in a restricted volume of simple
geometrical shape as a sphere or a cylinder. Hall and
Ross have calculated the case of the spatially bounded
random jumps in a volume limited by two boundaries
(one dimension} assuming a Gaussian distribution of
jump lengths. The asymptotic value (Q —+0) for both
models is the same. The incoherent scattering function
for the last model is given by '

5;„,(Q, co)=Fo(QL)5(co)+ g F„(QL)L[co,I (QL)]
n=1

the amplitude of the elastic component is

Fo(QL)=jo (QL/2),

where jo is the spherical Bessel function of first kind.
The amplitudes of the Lorentzians are given by

F„(QL)= [1—( —1)"cos(QL)] .(2QL)
[(QL) —(nm. ) ]

The HWHM of the Lorentzian functions L„(co,I } is ex-
pressed by

I (QL) =—[1—exp( —n m r 0/2L )],1

where L is the distance between two impermeable boun-
daries, ro the mean-square jump length and ~ the dwell
time between two successive jumps. The random-jump
restricted diffusion model exhibits an asymptotic
behavior at low and high Q. At low-Q values we are ob-
serving motions extended to large distances and affected
by boundary effects. In this case, I tends to m ro/2L w.

At large Q values we are looking at short distances and
the I values tend to 1/~. The wall separation L has been
evaluated from the experimental elastic incoherent
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FIG. 11. Temperature variation in the 60/40 copolymer of
(a) jump distance ro and characteristic length I. of the available
volume and (b) residence time v and diffusion constant D.

The value of D is plotted in the same figure. The tem-
perature dependence of D follows an Arrhenius law:

D =Doexp( b,E, /ks T)—
and an activation energy of EE, =8 kcal/mol for the
copolymer 60/40 was obtained. Values of = 10 kcal/mol,
using potential energy calculations, were found in pure
PVF2 and correspond to a rotation of 135 around the
chain axis. This result is of the same order of magnitude

scattering factor (EISF), and ro and r from the experi-
mental asymptotic values of the HWHM. Figure 11(a)
shows the variation of ro and L with the temperature.
The jump length ro exhibits small change varying be-
tween 0.8 and 1.6 A. However, the wall separation L in-
creases with temperature. At the Curie temperature (340
K), ro and L values are nearly the same suggesting that
all the free available volume is occupied by the jump. At
the melting temperature (427 K) L is of the order of the
average distance between chains that in both copolymers
is closed to 5 A as measured by wide angle x-ray-
scattering techniques. ' The L variation with the temper-
ature suggests that, whereas at low temperature the
boundaries are given by the chain itself when the temper-
ature increases the chain motion is limited by the neigh-
boring chains and the L behavior parallels that of the lat-
tice spacing. ' Figure 11(b) shows the rapid decrease of
the time between successive jumps ~ as a function of tem-
perature. The diffusion coefficient D in the random jump
diffusion model is given by

D=ro/2v .
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0.2

a= s.» A-'
~ -- ~ T =413K

T =333K

superimposed the fitting result with this model to the ex-
perimental data and as can be seen in the figure the oscil-
lations at high Q are then well described. As a result of
the fitting we have obtained the jump lengths
r =r =0.58 A and r, =1.52 A and the dwell time v=9
ns.

0.1-
0
C

0
-0.50

\

-0.25 0
E CmeV)

0.25 0.50

FIG. 12. Incoherent scattering function as measured by IN6
for Q= 1.1 A ' at T=333 and 413 K. Solid line is the instru-

mental resolution.

where it is assumed that the jump length can be different
in the three directions in the space. In Fig. 10 we have

as that we have obtained and seems to indicate that this is
the main contribution to the activation energy, the pack-
ing energy having only a small effect.

The behavior of the HWHM for the copolymer 80/20
is illustrated in Fig. 10 and seems to indicate that the
same model could be applied for this copolymer. In this
sample we show the whole Qt range recorded, which ex-
tend until 25 A . We have fitted the data with the iso-
tropic random jump diffusion model according to Eq. (7).
For Q higher than 15 A the model exhibits a tenden-

cy to the saturation. However, the experimental results
show systematic oscillations around the saturation value,
which are not explained by the previous model as denot-
ed by the dotted line calculated with ra=0. 6 A and
~=13 ns. In order to take into account these oscillations
we have considered an anisotropic random jump diffusion
model. According to this model

I'(Q) =—[1—cos(Qr„)/3—cos(Qr )/3 —cos(Qr, )/3],1

C. Time-of-flight experiments

As the flat background which increases with Q and
temperature (see Fig. 6), observed in IN10 and IN13
could indicate that some other motion is activated we
have performed investigations in the time-of-flight spec-
trometer IN6. With this instrument is possible to observe
energy transfers between —50 and 50 meV with an ener-

gy resolution of 100 peV. TOF experiments were carried
out on the 80/20 copolymer to fully explore the tempera-
ture range of existence of the ferroelectric phase, which
in this sample is larger than in the 60/40. At 90 K there
is not quasielastic broadening and the spectra can be
fitted with the resolution function convoluted with a 5
function. The same result was obtained at 303 K al-
though at this temperature a very weak quasielastic
broadening can be observed only at high Q values

(Q =1.7 and 1.9 A '). At 333 K as illustrated in Fig.
12, a weak quasielastic component can be appreciated ap-
pearing at smaller Q values (Q =1.1 A '). A clear and
broad quasielastic component in the whole Q range is ob-
served at 393 K indicating the existence of a motion fas-
ter than the one described in the preceding section. For
the initial treatment we have used the model given by Eq.
(4). Figure 13 shows Fo(Q), the EISF as a function of
the momentum transfer at several temperatures upon
heating. In the ferroelectric and paraelectric phases the
EISF depends on the temperature. However, at higher
temperatures in the melt the EISF is the same for all tem-
peratures. This dependence of the EISF suggests that we
cannot consider the same dynamics for all the proton
scatterers. The simplest hypothesis is to consider two
kinds of proton scatterers; a fraction n (T) contributing
to a diffusion motion in a restricted volume and the other
1 —n (T) remaining without motion. Thus we generalize
Eq. (4) by

S;„,(Q, ro) =n(T) {Fo(Q)5(ro)+[1—Fo(Q)]L [co,I'(Q)] j

+ [1 n(T)]5(ro) . —

1 0 1 W I T

o.e
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0.0
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q(k )
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FIG. 13. Fast motion: EISF as a function of
Q at several temperatures for the copolymer
80/20. The inset shows the temperature varia-
tion of the EISF for the highest Q value.
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FIG. 14. Fast motion: fraction of protons in motion as a
function of temperature. Above T all protons are in motion.
Below T& some protons remain in motion.

The observed EISF could then be described by the junc-
tion

Fptsp(n~ Q) =n ( T)FO(Q)+ 1 n ( T)

In the molten phase, where all the chains are in
motion, n(T)=1 and the EISF is Fo(Q) independent of
T. In order to estimate a characterstic size, d, for the fast
motion we assume for Fo(Q) a rotational diffusion model
in a sphere of diameter d. Then, we have

Fo(Q)=jo(Qd/2) .

From the fitting of Fo(Q) to the experimental result we
obtained d = 1.7 A, suggesting a fast motion of small am-
plitude within the chain segments. As the d value is of
the order of the van der Waals radius of individual C
atoms we visualize the onset of this motion as a rotation
around the covalent C—C bonds. Once Fo(Q) is known
then n ( T) can be obtained by imposing an homotetic
behavior of the Fa,s„(n,Q) The valu. e of n shows a con-
siderable increase with temperature as illustrated in Fig.
14. For low temperatures T &413 K the agreement of
the fitting with the experimental results is good even
though for Q &0.5 A ' there are systematic difFerences,
which we attribute to multiple-scattering effects. At tem-
peratures higher than 423 K when the polymer is in the
melt the disagreement in the low-Q region increases.
During the measuring time (around 6 h) the polymer
Aows down and changes slightly its thickness given rise to
an increase in the multiple-scattering effects. A crude
way to correct the multiple-scattering effects is the multi-
plication of the experimental EISF by a constant factor
determined imposing at the lowest Q the same EISF
value for all temperatures. This treatment does not
change in a significative way the n (T) values obtained
and therefore we have neglected this approximation.

V. DISCUSSION

Three motions have been identified in the present
study. The first motion, studied in both copolymers, was
observed in the whole temperature range covered. At
lower temperatures, where there is not quasielastic

broadening, the motion has the character of a pure
Debye-%aller vibration. In this range of temperatures
the mean-square vibrational amplitude (u ) shows for
the lower temperatures the characteristic linear variation
of an harmonic behavior. Deviation from linearity at
higher temperatures may indicate the appearance of an
anharmonic behavior, the onset of a quasielastic com-
ponent or the entrance of the wing of the inelastic com-
ponent in the elastic window.

This kind of behavior for ( u ) has been observed in a
great variety of polymeric and nonpolymeric glass form-
ing materials. ' The mean-square average displace-
ment ( u ) ' measured at the glass transition tempera-
tures T of the two copolymers gives rise to values of

0
about 0.4 A. This value is comparable to the one ob-
served in polyisobutylene' and smaller than that report-
ed for polybutadiene. It has been pointed out that the
steric hindrance of the motion of the polymeric chain can
affect the mean displacement value. In our case, due to
the semicrystalline nature of the copolymers, additional
restrictions to the dynamics of this motion owing to con-
strains provoked by the crystalline lamellas cannot be
ruled out.

The mode-coupling theory ' ' predicts the existence of
a temperature T~ higher than T called the dynamical
glass transition temperature. This temperature is defined
by the long-time behavior of the density correlation func-
tion 4&(t), the central quantity of the model coupling
theory. More explicitly, one finds

4&(t~~)=0 for T) To,

40(t~ oo )=f& for T & To;

in this context f&, the Debye-Wailer factor, is called the
nonergodicity parameter or glass form factor. For tem-
peratures lower than, but close to To one finds the
asymptotic law,

fg =fg+hg+To —T,
where f& and h& are functions of Q, which are indepen-
dent of T. In Fig. 15(a) and 15(b) we have represented
(u ) as a function of (To —T)'~ for the heating and
cooling cycles of both copolymers. The To value was in-
troduced in order to have in these plots straight lines.
For the copolymers of composition 60/40 and 80/20 we
find To equal to 260 and 270 K, respectively. In both
cases To is 27 K higher than the corresponding T value.
This kind of fit is one of the best methods to determine
To and this behavior is considered a strong support of the
mode-coupling theory of the glass transition. " Buchenau
and Zorn made an alternative analysis of the (u )
dependence with T. They showed that the difference be-
tween the experimental results and the extrapolation of
the harmonic behavior has an empirical relationship with
the viscosity, which allows us to establish a relation be-
tween the so-called a and P relaxations of the glass tran-
sition.

The second motion detected in both copolymers was
observed at temperatures around and above Tc as a
broad quasielastic component in the peV region. This
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FIG. 15. Displacement (u2) as a function of (To T}'~~—
where T is the temperature and To the mode-coupling glass
transition critical temperature. To is determined by imposing
for these plots a straight line.

motion has been identified as a slow jump diffusive
motion of protons attached to each chain in a restricted
volume defined by the other chains. This motion has two
characteristic geometrical parameters. On one hand, the
jump distance ro-1 A, which has been shown to be al-
most constant with the temperature and, on the other
hand, the length of the available volume, which exhibits a
temperature dependence and varies between L-ro at
Tc=340 K and L-5 A at T =423 K for the 60/40
copolymer. The latter value of L coincides with the dis-
tance among adjacent chains as measured by x-ray
diffraction. ' When this motion is investigated over a
broad Q range overoscillations of HWHM, indicating
jump anisotropy, are detected (Fig. 10). The jump seems
to be favored in a direction that we identify with the
chain axis. These results agree with the fact that hydro-
gens are attached to the polymer chain and therefore ob-
liged to move along the chain axis. At temperatures
T & Tz the crystalline portion of the copolymer is in the
ferroelectric phase with the electric dipoles oriented with
absence of motion. The onset of motion appears at
T & Tc when the crystalline portion of the copolymer be-
comes paraelectric. The loss of the ferroelectricity may
be associated to the onset of this motion. According to
the mean-Seld theory a helpful model in the ferroelectric
to paraelectric transition is the "soft-mode" model. In
this model it is assumed that the whole spectral response
is at a characteristic frequency ~o, so that the phase tran-
sition is then an instability of the crystal against this par-
ticular mode of deformation of the high-temperature
structure. The model also predicts that at T& the fre-
quency of the mode decreases to zero and that the crystal
becomes unstable and transforms to a new structure. The

observed motion seems to be, in some way, associated to
the instability of the crystalline of the crystalline regions
in the paraelectric phase.

The third motion was studied in the copolymer 80/20
and appears as a quasielastic broadening in the meV re-

gion. This is a fast local motion of small amplitude -2 A
restricted to a fraction of the chains. The fraction of pro-
tons involved in the motion varies with the temperature.
For T) T all protons and, hence, all chains are in-

volved in the motion. When the temperature decreases in

the range Tz & T & T a reduction of the amount of pro-
tons involved in this motion is observed. At T=T~ a
fraction of 0.5 protons is still in motion and, at tempera-
tures below Tz, a portion of about 0.3 protons remains

mobile.
As shown by x-ray diffraction' the all-trans conforma-

tion of the chains characteristic of the ferroelectric phase
transforms to an irregular succession of tg +, tg, and tt
sequences in the paraelectric phase. Due to the rotation-
al motion of these sequences, the paraelectric phase has
been called the rotator phase. ' The above results point
out to a combination of a jurnp difFusion and the rotation-
al motions, with the number of segments involved in the
rotation changing from a given value at the Curie tem-
perature to 100% when the copolymer melts.

Below Tz vibrations and the fast local motion were ob-
served. It has been shown by x-ray techniques that below

Tz the crystalline portion has a small amount of nonfer-
roelectric crystalline domains. ' From the dynamical
point of view in the ferroelectric portion there is absence
of motion below Tz, although in the remaining nonfer-
roelectric domains of the crystalline portion the proton
mobility should be allowed. Due to the semicrystalline
nature of the investigated samples the contribution of the
amorphous portion in the 10 "-10 ' s time scale has
to be considered. It has been shown that amorphous po-
lymers exhibits different dynamical processes. The main
process, known as a relaxation, which has been detected
by several techniques appears as a quasielastic broaden-
ing in the 10 "-10 dynamic range at temperatures
higher than Tg+50 K. A faster process has been addi-
tionally observed by IQNS techniques (TOF) at time
scales 10 ' &t &10 " s. Accordingly we have to con-
sider a contribution of the amorphous portion to the ob-
served fast motion at temperatures T & T & Tc.

VI. CONCLUSIONS

We have studied by incoherent quasielastic neutron
scattering the molecular dynamics of the ferroelectric
copolymers of vinylidene fluoride and trifluoroethylene
with two different molar ratios: 80/20 and 60/40. Three
motions were identified: (a) The first is a vibrational
motion of Debye-Wailer type observed in all the tempera-
ture range. The low-temperature behavior has been attri-
buted to the amorphous portion and has been analyzed in
terms of the mode-coupling theory. (b) The second is a
slow jump diffusive motion of each chain in the restricted
volume defined by other chains. This motion observed
for T & T& is characteristic of the paraelectric phase and
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concerns the crystalline portion of the sample. (c) The
third is a fast local small amplitude diffusive motion has
been observed at temperatures T &T&T . The amount
of protons involved in this motion raises with tempera-
ture exhibiting a dramatical increase for T & Tc.
Different contributions to this motion has been discussed.
At T & T~ a main contribution of the amorphous portion
is expected together with the contribution of some non-
ferroelectric, though crystalline, domains embedded in
the ferroelectric crystalline phase. At T & T~ an addi-
tional contribution of the crystalline phase owing to the

onset of rotational motion in the paraelectric phase is ex-
pected.
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