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We report on a theoretical and experimental study of the growth, electronic structure, and thermal stability
of ultrathin films of nonmagnetic iron nitride. The films are grown by evaporation of Fe, in a flux of atomic N
produced by a plasma source, onto a Cu�001� surface kept at 300 K and characterized by x-ray photoelectron
spectroscopy, ultraviolet photoelectron spectroscopy, and x-ray diffraction. The compound formed is identified
as ��-FeN�001� growing epitaxially on the substrate. Its electronic structure and thermal stability has been
studied and compared with first-principles calculations. This nitride film transforms to magnetic ��-Fe4N phase
by annealing above 650 K, opening new perspectives for applications of these films in functional magnetic
nanostructures.
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I. INTRODUCTION

Epitaxial films of magnetic iron nitrides1 are raising re-
newed interest due to their chemically inert and mechani-
cally hard surfaces, which, together with their intrinsic mag-
netic properties, makes them suitable as magnetic layers
alternative to pure Fe in devices such as reading heads for
magnetic storage devices.2

The known magnetic iron nitrides are concentrated in the
N-poor part of the Fe-N phase diagram. Much interest in
��-Fe16N2 was driven by claims of a magnetic moment of
2.9-Bohr magnetons per Fe atom, larger than in bulk bcc
Fe,3–5 a claim not confirmed later by subsequent experiments
due to difficulties in preparing a pure phase or in knowing
precisely the amount of active phase present in the samples.6

Therefore most of the interest in magnetic nitrides moved to
��-Fe4N, which, on the contrary, is a compound with well-
defined crystalline structure and magnetic properties. This
cubic phase is ferromagnetic at a Curie temperature of 767 K
and a saturation magnetization of 1.8 T. It can be grown
epitaxially over a variety of substrates.7–10

In the N-rich part of the Fe-N phase diagram, other
weakly magnetic or nonmagnetic iron nitrides have been
found.11 Increasing the amount of N quickly decreases the
magnetic moment as the cubic iron sublattice transforms into
the � hexagonal phase that can accept from 25 at. % to
33 at. % of N atoms randomly distributed in the octahedral
sites of the Fe sublattice.6 At the Fe2N stoichiometry, the �
phase can result in �-Fe2N, which has an orthorhombic struc-
ture, by ordering the N atoms over the octahedral sites. This
phase is possibly a weak itinerant ferromagnet at very low
temperature,12 but it is not magnetic above 9 K.

At even higher concentrations of N, there have been re-
ports of the existence of two compounds with an FeN sto-
ichiometry: nonmagnetic ��-FeN, with the zinc-blende �ZS�
structure, and ��-FeN, with the NaCl crystalline structure
and probably antiferromagnetic.12,13 Almost nothing is

known concerning the electronic structure and properties of
these compounds.

Here we report on the growth, chemical composition,
crystallography, and electronic structure �chemical bonding,
core and valence band states, and density of states�, as deter-
mined by both experimental and theoretical techniques, of
iron nitride films grown onto a Cu�001� surface at 300 K.
Under our experimental conditions, the phase which is stable
at 300 K is nonmagnetic, zinc-blende ��-FeN. In analogous
experimental conditions, but keeping the substrate at 700 K
during the film growth, magnetic ��-Fe4N�001� films is
formed.7,9 We also show that annealing above 650 K causes
the FeN film to decompose into stable, magnetic
��-Fe4N�001�. This behavior could be potentially useful in
writing magnetic dots on a nonmagnetic matrix.14 Such dots
could be coupled through a Cu spacer layer with a magnetic
underlayer.

II. EXPERIMENTAL AND THEORETICAL METHODS

The experiments were performed in an ion-pumped ultra-
high vacuum �UHV� chamber with a base pressure on the
order of 10−10 mbar, equipped with an x-ray source �Mg K�,
photon energy of 1253.6 eV�, a discharge lamp to provide
photons with energies of 21.22 eV �He-I� and 40.8 eV �He-
II�, electron and ion guns, and a low-energy electron diffrac-
tion �LEED� apparatus. These sources allowed us to perform
x-ray photoelectron spectroscopy �XPS�, ultraviolet photo-
electron spectroscopy �UPS�, and auger electron spectros-
copy �AES� using a Leybold-Heraeus Hemispherical Ana-
lyzer �LHS10� to detect the ejected electrons or ions. The
spectrometer was calibrated with clean single crystal samples
to give the Cu 2p3/2 core level peak at 932.3 eV and the
Fe 2p3/2 peak at 706.7 eV.

Structural characterization was performed by means of ex
situ x-ray diffraction �XRD� using a six-circle diffractometer
with optimized geometry for surface analysis at the W1.1
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beamline of the Hasylab synchrotron at DESY with a wave-
length of 1.393 Å. The angle of incidence of the x-ray beam
was fixed at 2° with respect to the substrate surface.

The substrates used for growing iron nitride films at 300
K were either Cu�001� single-crystals, cleaned in situ by
cycles of Ar+ sputtering �1 keV� and annealed at 900 K until
no contamination was present in the XPS spectrum, or thin
Cu�001� films grown, in turn, on a ��-Fe4N film deposited on
MgO�001�. This late sample was employed for ex situ crys-
tallographic measurements. An Fe�001� crystal, used for
comparison purposes, was also cleaned inside the UHV
chamber by repeated cycles of Ar+ bombardment �1 keV�
and annealing up to 920 K.

The nitride films were grown by depositing Fe from a
home-made evaporator at a rate of 0.2 ML/min, while simul-
taneously exposing the substrate to a flux of atomic nitrogen
obtained from a radio-frequency �RF� plasma discharge
source.15 The RF source employed a 1:1 mixture of nitrogen
and hydrogen with an internal pressure of 10−2 mbar.

The experimental results were compared with first-
principles theoretical calculations performed in the context
of density functional theory16 using the SIESTA �Ref. 17�
method. For the exchange correlation potential we adopted a
generalized gradient approximation.18 The norm-conserving
pseudopotentials used follow the Troullier-Martins scheme19

in the nonlocal form proposed by Kleinman and Bylander20

and with partial core corrections.

III. RESULTS AND DISCUSSION

A. Growth of ��-FeN at 300 K

The iron nitride phase diagram has been extensively stud-
ied in the intermediate and high-temperature and iron-rich
regions.11,21,22 It has been well established that ��-Fe4N films
can be grown epitaxially over different substrates
�MgO�001�,7 Cu�001�,7,8 and Fe�001� �Ref. 9�� by evaporat-
ing Fe under a flux of nitrogen atoms at 700 K. We shall
show now that under the same experimental conditions, but
keeping the Cu�001� substrate at room temperature, the re-
sulting iron nitride film corresponds to the ��-FeN phase.

Figure 1 shows schematically the structure of the samples
studied by means of XRD: two different iron nitride layers,
separated by a Cu film, were sequentially deposited on
MgO�001� substrates. The lower ���-Fe4N� layer was grown
at 700 K and used as a reference, whereas the upper iron
nitride layer was grown at room temperature. MgO�001� was
chosen as a substrate because it is known that ��-Fe4N grows
epitaxially on it,7,9 and its characteristic Bragg peaks are far
from the region of the reciprocal space of interest for char-
acterizing the different iron nitrides.

Figure 2 shows the radial integrated intensity along the
�111� direction for one of these samples. The inset shows the
measured two-dimensional �2D� x-ray diffraction diagram,
where the Bragg peaks contain both perpendicular and par-
allel momentum transfer, thus giving information on both
in-plane and out-of-plane structures. The ordinate units in the
inset are related to the substrate reciprocal lattice units
�r.l.u.�, i.e., the MgO �111� intense Bragg peak appears at
r.l.u. equal to 1, whereas the peak that appears at 1.167 r.l.u.

corresponds to the Cu�111� Bragg peak from the copper lay-
ers. In addition, two other peaks appear in the x-ray pattern,
reflecting the two different iron nitride structures. The peak
at r.l.u.=1.111 corresponds to a lattice parameter of
3.795 Å, i.e., the �111� interlayer distance of ��-Fe4N. The
in-plane dispersion for this phase is almost the same as the
one corresponding to the MgO substrate, indicating the high
in-plane epitaxy of the ��-Fe4N with respect to the substrate.
The peak at 0.979 r.l.u. corresponds to a lattice parameter of
4.307 Å, i.e., that of ��-FeN with the fcc zinc-blende-type
structure shown in Fig. 1. In this case, the radial scan indi-

FIG. 1. �Color online� Schematic representation of the samples
grown for ex situ measurements and the crystalline structure of
relevant iron nitrides. On a MgO�001� substrate, a film of ��-Fe4N
was first deposited at 700 K. A Cu�001� layer was then deposited to
act as a substrate for the subsequent deposition of ��-FeN at 300 K.
The sample was finally covered with a protective Cu layer for ex
situ measurements.

0,95 1,00 1,05 1,10 1,15 1,20 1,25 1,30
MgO reciprocal lattice units (r.l.u.)

15

20

25

30

35

40

45

50

55

60

65

70

75

80

In
te

ns
ity

(a
rb

.u
ni

ts
)

γ’
-F

e 4N
(1

11
)

C
u

(1
11

)

M
gO

(1
11

)

γ"
-F

eN
(1

11
)

(1
−1

0)

0.7
0.95 1.25 (111)

1.3

M
gO

(111)

FIG. 2. �Color online� 2D x-ray diffraction diagram in the �1̄1̄2�
plane and along the �111� axis for a sample composed of two iron
nitride layers separated by Cu, grown on MgO�001�. The lower iron
nitride layer, deposited at 700 K, has a cubic ��-Fe4N structure and
was epitaxially grown with a �001� orientation with respect to the
substrate. The iron nitride layer deposited at 300 K has a ��-FeN
structure with a �001� orientation.
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cates that these crystals have a large mosaic block size, but
its angular dispersion is quite large compared to the MgO or
��-Fe4N �see the 2D diagram in the inset of Fig. 2�. This
dispersion is reproduced in the Cu capping layer, as indicated
by the corresponding peak width in the inset of Fig. 2.

In order to characterize in detail the thermal stability of
��-FeN, thin films were also grown under UHV conditions
directly on Cu�001� substrates at 300 K. Figure 3�a� shows
the LEED pattern obtained in situ for a 32-Å-thick- �as given
by small-angle x-ray reflectivity� iron nitride film grown on
Cu �001�. The pattern is consistent with an unreconstructed
��-FeN�001� structure with a reduced degree of long-range
order, confirming that the ��-FeN thin film grown at 300 K is
epitaxial with the Cu�001� substrate and presents the �001�
orientation. As a reference, Fig. 3�c� shows the pattern for a
c�2�2� superstructure of N adsorbed on Fe�001�. Figure
3�d� shows the LEED pattern of ��-Fe4N�001�, with its char-
acteristic pg4m surface reconstruction,8 whereas Fig. 3�b�
reproduces the LEED pattern of the 32-Å-thick iron nitride
film grown at 300 K on Cu �001� and heated to 715 K.
Notice the evident similarity of the patterns in �b� and �d�,
which will be discussed below.

The identification of the iron nitride film grown at 300 K
as ��-FeN is confirmed by XPS. Since all the Fe and N
atoms in films of the explored thicknesses are within the
escape-depth of photoelectrons excited by incident x-rays,
the ratio of the Fe 2p3/2 and N 1s peak areas �see Fig. 4
below�23 can be used to determine the average chemical
composition of the films following standard procedures24 by
using the atomic sensitivities determined previously for this
particular spectrometer.9,25 The resulting ratio is Fe1.1�0.2N.
This composition is clearly different from the one
�Fe4.0�0.2N� obtained under the same experimental condi-
tions, but keeping the Cu�001� substrate at 700 K.9

We can conclude that the iron nitride compound grown at
300 K has a ��-FeN structure epitaxial with the Cu�001�

substrate with a limited in-plane dispersion with respect to
the Cu atomic axis. Tessier et al.26 determined the enthalpy
of formation of different iron nitrides at 300 K, finding that
��-FeN is more stable than ��-Fe4N ��Hf

° are
−47.08�3.47 kJ mol−1 and −12.17�20.26 kJ mol−1, re-
spectively�. Although other authors21 have proposed that the
stable phase at 300 K is ��-Fe16N2, Tessier et al. did not
consider this phase to be an equilibrium iron nitride, but
rather a metastable one �the enthalpy of formation for this
phase is 85.2�46.8 kJ mol−1�. Our observations agree with
their interpretation.

The FeN fcc phase can appear in two possible crystalline
structures: a ZB type ���-FeN� and a sodium chloride type
���-FeN�.12,27,28 However, the actual existence of both
phases for films is still a matter of controversy. Theoretical
calculations carried out for both compounds indicate that the
sodium chloride phase is not stable.29,30 Suzuki et al.31

showed that a pure fcc ZB structure with a 1:1 Fe:N compo-
sition can be formed by dc reactive sputtering of N2 at low
temperature. We confirm here these results concerning the
stability of ���-FeN�.

B. Electronic structure of ��-FeN

The iron nitride film grown at 300 K on Cu�001� �film
thickness=32 Å as measured by small-angle x-ray reflectiv-
ity; data not shown� presents different electronic properties
from those of ��-Fe4N grown at 700 K. Lukasev and
Lambrecht29 postulated that the ZB structure of this
transition-metal nitride might make it an attractive Schottky
barrier or Ohmic contact material for semiconductors be-
cause it may allow for epitaxial growth with high-quality
sharp interfaces. However, there are few experimental stud-
ies of its electronic properties. Thus, here we present an ex-
haustive study of the electronic properties of ��-FeN.

The iron nitride film grown at 300 K on Cu�001� presents
a different degree of charge transfer between Fe and N than
��-Fe4N. Figure 4 shows N 1s core level spectra for different

a
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d

FIG. 3. LEED pattern for �a� a 32-Å-thick iron nitride film
grown at 300 K on Cu�001�, to be compared with: �c� a c�2�2�
superstructure of N adsorbed on Fe�001� and �d� a ��-Fe4N�001�
thin film with its pg4m surface reconstruction, used as references.
LEED pattern �b� corresponds to the iron nitride film depicted in �a�
after annealing a 715 K for 10 min. The LEED patterns were re-
corded at 60 eV, except for �a�, which was taken at 23.4 eV and
exhibits some distortions.
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FIG. 4. XPS core levels of N 1s �left panel� and Fe 2p �right
panel� for: �a� a Fe�001� crystal with a half surface monolayer of N
forming in a c�2�2� superstructure; �b� a 32-Å-thick iron nitride
film grown at 300 K on Cu�001�; �c� the same iron nitride film after
annealing at 715 K for 10 min; and �d� a reference ��-Fe4N�001�
thin film.
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iron nitride films grown on Cu�001�. Figure 4�a� shows the
N 1s spectrum corresponding to a half monolayer of ad-
sorbed N on Fe�001�, where all the N is located at the exter-
nal surface forming a c�2�2� superstructure. The fit in Fig.
4�a� shows that the main N 1s peak in this case is at a bind-
ing energy �BE� of 397.6 eV.9 Figure 4�b� shows the N 1s
core level for the iron nitride film prepared at 300 K, whose
main peak appears at 397.9 eV, 1 eV lower than the BE of
bulk ��-Fe4N �Fig. 4�d�� but close to the surface N BE. The
N at the surface can also be detected clearly as a lower BE
peak at 397.7 eV for ��-Fe4N. This surface nitrogen XPS
position has already been discussed elsewhere.9,32 Taking
into account that the N atoms in the ��-FeN structure are in
tetrahedral sites with four Fe atoms in their nearest-neighbor
shell and are out of the Fe atomic plane, it is understandable
that the N 1s XPS peak appears closer to that of N adsorbed
at the Fe�001� surface �where there are also four Fe atoms in
the nearest-neighbor shell and the N is slightly out of the Fe
plane� than to the ��-Fe4N, where the N atoms have a coor-
dination shell of six Fe atoms and are located within the Fe
plane.

Right panel of Fig. 4 shows that the Fe 2p3/2 and 2p1/2
peaks of the film prepared at 300 K display a noticeable
increase in their apparent asymmetry. Its main component is
shifted up 0.4–0.5 eV with respect to that of ��-Fe4N shown
in Fig. 4�d�. Increasing the N content in the nitride, then,
shifts the N core level to lower BE and the Fe core level to
higher BE, probably as a result of the increasing amount of
charge transfer from Fe to N. Our first-principles calculations
carried out for ZB fcc ��-FeN show that Fe has a charge
transfer of 0.4 electrons in this iron nitride. This can be com-
pared to similar calculations for ��-Fe4N,9 where two differ-
ent types of Fe atoms exist �see Fig. 1�, one noncoordinated
to N atoms �with a charge transfer of 0.1 electrons� and
another one coordinated to N �with a charge transfer of 0.3
electron�.

For deposition at 300 K, there is no sign of reaction of Fe
with the Cu substrate in either the Cu 2p core level or in the
Cu x-ray-induced, high-energy, LVV AES spectrum �not
shown�. The lack of oxygen signal in XPS also allows us to
rule out the presence of iron oxide compounds.

Figure 5�b� �left panel� shows the UPS spectrum of the
as-grown Fe1.1�0.2N film. The film is metallic, although with
a strongly reduced emission at the Fermi level. The spectrum
is very broad and dominated by features of very low inten-
sity at −5 and −7 eV, which correspond to N 2p states. The
spectrum is similar to one previously reported for an 8 ML,
fcc film of Fe/Cu�001� exposed to N2 at 75 K.33

For a complete analysis of the electronic structure of the
��-FeN films, we have performed a first-principles calcula-
tion using the SIESTA code.17 For the fcc ZB ��-FeN structure
we obtained an equilibrium lattice constant of 4.30 Å, which
is almost equal to the experimental one �4.307 Å�. Figure 6
shows the calculated bulk band structure for the experimen-
tal lattice constant. There are bands crossing the Fermi level,
thus giving a metal with a low density of states close to the
Fermi level. The calculated bands agree with previous results
obtained using a different method of calculation.29,30

The calculation of the variation in the total energy of the
��-FeN phase versus the total magnetic moment of the sys-

tem �Fig. 6, right panel� clearly shows a nonferromagnetic
behavior in agreement with other previous results.29 Ex situ
Kerr magnetization measurements of ��-FeN films grown on
Cu �001� confirms the nonferromagnetic character of the
structure. Furthermore, the fcc arrangement of the iron atoms
in the zinc-blende structure makes it incompatible with a
noncomplex antiferromagnetic arrangement due to the geom-
etry related magnetic frustration.
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FIG. 5. Left panel: ultraviolet photoelectron spectra recorded
using 21.2-eV photons for: �a� a Fe�001� crystal with a half surface
monolayer of N forming a c�2�2� superstructure; �b� a 32-Å-thick
iron nitride film grown at 300 K on Cu�001�; �c� the same iron
nitride film after annealing a 715 K for 10 min; and �d� a reference
��-Fe4N�001� film. The inset shows the UPS spectra close to the
Fermi level recorded with 40.8-eV photons for samples �a� and �c�.
In the right panel the dotted lines show the atom-resolved �N and
Fe� local density of states calculated for bulk ��-FeN. The upper
curve shows the measured UPS spectrum of ��-FeN with arrows
pointing to the main features. The thin continuous line shows the
expected shape of the UPS spectrum taking into account the LDOS
for bulk ��-FeN, the photoionization cross section of Fe and N,
their partial density of states, and the integral background of sec-
ondary electrons �Ref. 34�.

-0.6 -0.4 -0.2 0.0 0.2 0.4 0.6
Magnetic Moment ( µ

B
)

0.00

0.01

0.02

0.03

0.04

0.05

0.06

∆
E

ne
rg

y
(e

V
)

-20

-15

-10

-5

0

5

10

XΓLXΓ

E
ne

rg
y

(e
V

)

Wavevector

FIG. 6. Left panel: Calculated band structure for bulk paramag-
netic ��-FeN with the zinc-blende structure along the main symme-
try directions. The zero of energy is set at the Fermi level. Right
panel: calculated total energy variation of the FeN in the zinc-
blende structure versus total magnetic moment.

NAVIO et al. PHYSICAL REVIEW B 78, 155417 �2008�

155417-4



The atom-resolved local density of states �LDOS� calcu-
lated for a bulk ��-FeN is shown in right panel of Fig. 5. The
measured UPS spectrum of the as-grown ZB-type iron ni-
tride film is compared with the calculated total LDOS for the
bulk considering their partial density of states, the photoion-
ization cross sections of Fe and N, and the integral back-
ground of secondary electrons corrected by the electron scat-
tering function.34 Although the measured UPS spectrum does
not show sharp peaks, the broad and low-intensity peaks that
appear at −5 and −7 eV are well reproduced. The large
background intensity in the spectrum highlights the impor-
tance of inelastic collisions of photoemitted electrons on the
way out toward the surface.

C. Thermal evolution of the ��-FeN film

It has been shown that under the present deposition con-
ditions, the iron nitride film grown at 300 K on Cu�001� has
an epitaxial ��-FeN structure. This ZB-type fcc structure is
not magnetic. However, it is well known that for the same
experimental conditions, but keeping the substrate at 700 K,
the resulting film has a ��-Fe4N structure, which is magnetic.
Thus, we have followed the thermal evolution of the room-
temperature phase in order to detect the appearance of
��-Fe4N upon thermal annealing.

Figure 3�b� shows the LEED pattern for a ��-FeN thin
film after annealing at 715 K for 10 min. It indicates that the
as-grown film has transformed into the ��-Fe4N phase �see
the corresponding LEED pattern in Fig. 3�d��. The change in
the LEED pattern is observed above 650 K. No change in the
Cu LVV spectra �not shown� was detected during the trans-
formation, indicating that there is no diffusion into the Cu
substrate of the N atoms released and formation of copper
nitrides.32

The transformation of ��-FeN into ��-Fe4N upon heating
is clearly observed in the photoemission spectra. Figure 4�c�
shows the N 1s and Fe 2p core levels for a ��-FeN thin film
grown at 300 K and annealed in situ to 715 K. The relative
intensity of the N 1s core level decreases, indicating the de-
sorption of N upon annealing. The energy position and the
line shape after heating are similar to the spectrum of
��-Fe4N shown in Fig. 4�d�. The Fe 2p core level of the
annealed film is strikingly similar to the one of ��-Fe4N
shown in Fig. 4�d�. In fact, all the Fe 2p spectra recorded at
different temperatures during the annealing process can be
fitted with two components corresponding to spectra b and d
of right panel of Fig. 4.23 The results of the fit are shown in
the left panel of Fig. 7. The Fe 2p core level corresponds to
Fe4N around 650 K. Additionally, at this temperature, N de-
sorbs from the film and the N 1s peak shifts 0.7 eV to higher
binding energy as shown in the lower-right panel of Fig. 7.

The structural evolution of the ��-FeN thin film with an-
nealing temperature can also be detected in the UPS spectra
taken with He-I and He-II radiation �see left panel in Fig. 5�.
The annealed film does not simply contain metallic Fe with
adsorbed N. The UPS spectrum corresponding to the c�2
�2� superstructure of N on Fe�001� displays large changes
in the vicinity of the Fermi level when changing the photon
energy, which can be easily used as a fingerprint. The inset

�a� in Fig. 5 illustrates this with the spectrum recorded with
photons of 40.8 eV, which has a lower density of states close
to the Fermi level and a peaklike feature around 0.5 eV be-
low the Fermi level. The same spectrum taken with 21.2-eV
photons �see Fig. 5�a�� shows a different shape close to the
Fermi level and a rather broad feature centered now around
0.8 eV below Fermi level. These differences can be under-
stood in terms of the band structure of Fe�100�. When elec-
trons located in energy close to the Fermi level adsorb a
photon of energy 21.2 eV and are emitted perpendicularly to
the surface, they have �after subtraction of the crystal inner
potential� a crystal momentum in the 	-H direction close to
the H point of the first Brillouin zone. On the contrary, elec-
trons close to the Fermi level, but with a larger kinetic en-
ergy provided by He-II photons, have a crystal momentum
that corresponds to a point along the 	-H direction of the
second Brillouin zone. The UPS spectrum for annealed FeN
film also shown in the inset in the left panel of Fig. 5 is
clearly different from the one of c�2�2�N /Fe�100� and con-
firms that the annealed FeN film does not contain metallic
Fe�100� crystallites with adsorbed N, but it has decomposed
into ��-Fe4N. In fact, the UPS spectrum of annealed FeN
�Fig. 5�c�� is identical to the one of ��-Fe4N�001� reproduced
in Fig. 5�d�.

The results described above demonstrate that ��-FeN
transforms into ��-Fe4N above 650 K. This explains the ob-
servation by Suzuki et al.31 of the appearance of magnetism
in single phases of ��-FeN grown by dc reactive sputtering
when heated above 635 K.

IV. CONCLUSIONS

In conclusion, we have grown �001�-oriented thin films of
��-FeN on Cu�001� and characterized their crystalline struc-
ture, chemical composition, and electronic structure compar-
ing with first-principles calculations. Annealing this nonmag-
netic film above 650 K transforms it into magnetic, �001�-
oriented ��-Fe4N. Thus, magnetic properties can be induced
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Fe 2p3/2 core level for a ��-FeN thin film as a function of tempera-
ture. Every experimental spectrum has been fitted with two compo-
nents, characteristic of FeN, and Fe4N, respectively, with fixed en-
ergy position and peak asymmetry. The panels at the right
reproduce the evolution of the N 1s integrated intensity �top� and
N 1s energy position �bottom� as a function of temperature.
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by local annealing of ��-FeN thin films, which opens possi-
bilities for technological applications in the fabrication
of magnetic dots based on the local, thermally induced,
controlled transformation of iron nitride thin films from a
nonmagnetic to a magnetic state This behavior could be
potentially useful in writing magnetic dots or lateral spin
valves on a nonmagnetic matrix.14,35,36 The magnetic dots
could be coupled through a Cu spacer layer with a magnetic
underlayer.
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