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Addressed realization of multication complex
arrangements in metal-organic frameworks
Celia Castillo-Blas,1 Víctor A. de la Peña-O’Shea,2 Inés Puente-Orench,3,4 Julio Romero de Paz,5

Regino Sáez-Puche,6 Enrique Gutiérrez-Puebla,1 Felipe Gándara,1* Ángeles Monge1*

The preparation of materials with structures composed of multiple metal cations that occupy specific sites is
challenging owing to the difficulty of simultaneously addressing the incorporation of different elements at
desired precise positions. We report how it is possible to use a metal-organic framework (MOF) built with a
rod-shaped inorganic secondary building unit (SBU) to combine multiple metal elements at specific positions
in a manner that is controllable at atomic and mesoscopic scales. Through the combination of four different
metal elements at judiciously selected molar ratios, 20 MOFs of different compositions and the same topology
have been prepared and characterized. The use of diffraction techniques, supported by density functional
theory calculations, has led us to determine various possible atomic arrangements of the metal cations within
the SBUs. In addition, seven of the compounds combine multiple types of atomic arrangements, which are
mesoscopically distributed along the crystals. Given the large diversity and importance of rod-based MOFs,
we believe that these findings offer a new general strategy to produce complex materials with required com-
positions and controllable arrangements of the metal cations for desired applications.
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INTRODUCTION
Materials with structures comprising the presence of multiple metal
elements are important in many fields because the combination of dif-
ferent metal cations typically offers new or enhanced properties that are
not attainable with the use of just one metal. Thus, mixed-metal oxides
and salts are extensively used as anode materials in batteries (1); super-
conductivity has been demonstrated in several families of multimetal
materials, such as oxides or pnictides, whose structures are made of
the combination of several cations (2–5). Doped metal oxides are fre-
quently used in optical devices, and dilutedmagnets are prepared by the
introduction of a paramagnetic element, such as cobalt, into the struc-
ture of zinc or titanium oxide, with these materials exhibiting magne-
toresistance properties (4, 6–8). Mixed-metal oxides are also good
catalysts in key chemical transformations (9). However, it still remains
a challenge to synthesize new materials with structures where the dis-
position of themetal elements is highly controllable. Up to now, control
over the arrangement of the different elements in most of the existing
materials has been limited or inexistent. Limitations regarding the
amount and nature of the elements that can be combinedwithin a same
structure also exist. Metal-organic frameworks (MOFs) are a class of
crystalline materials, composed by the combination of metal clusters
[secondary building units (SBUs)] and organic linkers (10). Although
MOFs have been traditionally constructed with just one metal cation,
they have recently shown the potential to incorporate multiple metal
elements within the same crystal structure by either a postsynthetic
transmetalation process (11) or the combination of multiple metal salts
during theMOF synthesis (12), in some cases resulting in the formation
of cation domains (13). However, thus far, most of the reported systems
lack fundamental control on the disposition of the usedmetal elements,
neither at the atomic, nano-, or mesoscopic scale.

Here, we report a platformMOF that allows the directed incorpora-
tion of multiple metal elements into the same structure at precise loca-
tions, resulting in materials where the arrangement of the metal cations
is controllable at various length scales through the use of an appropriate
SBU and framework topology. The judicious selection of a molar code
defined by the initial molar ratio of the used metal elements drives the
incorporation and arrangement of the MOF metal components (i) at
the atomic and nanoscales, by producing sequences of elements within
the same SBU, and (ii) at the mesoscopic scale, by producing crystals
where SBUs of different compositions are preferentially located at dif-
ferent shells of the crystals.

Synthesis of MOFs with multiple metal cations from an
adaptable SBU
Our strategy to prepare new multimetal systems of addressable
complexity involves the selection of a MOF whose crystallization pro-
cess has been proven to be kinetically driven. A MOF structure whose
formation is thermodynamically highly favorable for a given cation will
not allow the corresponding solid-solution systems to be obtained,
whereas a MOF structure whose formation is kinetically governed
may be in an equilibrium that will allow the incorporation of additional
elements into the framework during the synthesis reaction (14). This is
the case of ZnPF-1, a MOF built with 4,4′-(hexafluoroisopropylidene)
bis(benzoic acid) (H2hfipbb) as organic linker. This MOF has a helical,
rod-shaped inorganic SBU formed by tetrahedral zinc atoms and a
three-dimensional structure with square and hexagonal channels
running parallel to the c axis (Fig. 1). It crystallizes in the hexagonal
P6422 space group [a = 21.22(1) Å and c = 7.710(5) Å] (15). Despite
the extensive use of this organic linker to prepare different MOFs with
various metal elements, thus far this MOF topology has only been re-
ported with the use of zinc. By maintaining a constant metal-to-linker
molar ratio of 1.65 (section S1 and table S1), the addition of cobalt ni-
trate in the initial mixture results in the formation of needle-like crystals
with intense blue color.We coined the term “molar code” to indicate the
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selectedmolar relationship betweenmetal elements. Thus, Zn:Comolar

codes of 1:1, 1:2, 1:4, and 1:10 were selected to prepare the correspond-
ing MOFs of variable composition (Scheme 1). The chemical compo-
sition of the bulk samples was determined by means of inductively
coupled plasma (ICP) and elemental analysis (table S2). A room tem-
perature x-ray diffraction (XRD) study of a single crystal prepared from
a Zn:Co 1:2 molar code proved that the sample was isostructural to the
original ZnPF-1, with the crystallographic metal position occupied by
both zinc and cobalt (section S2).

Through scanning electronmicroscopy (SEM) and energy-dispersive
x-ray spectroscopy (EDS) analyses of MOFs, it was consistently found
that the amount of cobalt is larger in the external areas of the crystals
(Fig. 2 and section S3). In addition, the crystals were found to be hollow,
with a central hole running along the longest crystal axis. This hollow
morphology and the concentration gradient are consistent with an
Ostwald ripening process (16), where zinc-rich crystals are initially
formed, followed by partial redissolution of the inner parts and crystal
growing of the external faces through the incorporation of cobalt in
larger proportion. A synthesis and kinetic study carried out for the
MOF prepared from a Zn:Co 1:2 molar code further validated this
point, as evidenced by the increase in cobalt incorporation with longer
heating times up to 20 hours (section S4).

A cobalt-rich sample was produced by introducing a sufficiently
large amount of cobalt in themolar code. Thus, the sample prepared from
a Zn:Co 1:10 molar code has a chemical formula of Zn0.21Co0.79(hfibpbb).
Unexpectedly, the x-ray single-crystal study shows a unit cell with a doubled
c parameter andP6522 space group. This lattice constant change arises from
the splitting of the crystallographic metal sites within the SBUs, which are
now composed of alternating tetrahedral and octahedral metal sites
(Fig. 3, bottom). The results of the XRD refinement suggest that the
octahedral sites are occupied by cobalt atoms, whereas the tetrahedral
ones are occupied by both zinc and cobalt. Despite the change in the
coordination environment, the transformed SBU remains unaltered
in its points of extension, which, in turn, define theMOF topology (17).

To obtain further insight into this phase transformation, we per-
formed a low-temperature single-crystal diffraction study for the sam-
Castillo-Blas et al., Sci. Adv. 2017;3 : e1700773 21 July 2017
ple prepared from a Zn:Co 1:2 molar code. As described above, the
room temperature data showed the presence of just one tetrahedral
metal site, with mixed Zn/Co occupancy. We then collected XRD data
at 200, 150, 100, and 50 K. No changes were observed for the 200 K
data, as compared to room temperature. A phase transition was first
observed at 150 K, with the corresponding doubling of the c lattice
parameter. Consequently, two crystallographic metal positions are pre-
sent in the SBU, with a distorted tetrahedral coordination environment,
denoted as Td1 and Td2 in Fig. 3. Analysis of the difference Fourier
maps showed a large residual electron density near the metal atoms,
which we assign as additional metal sites with partial occupancy
(Td1b and Td2b), arising from the ongoing atomic rearrangement.
However, the presence of residual electron density indicates that the
transformation is not complete yet. This is only achieved at 50 K, where
the crystal structure is equivalent to the one determined for the Zn:Co
1:10 sample, with both an octahedral and a tetrahedral site. The results
of this study suggest that the presence of cobalt in the structure has a
stabilizing effect on the octahedral site. On the contrary, ZnPF-1 does
not undergo any phase transformation, because no change in the unit
cell was observed for a crystal collected at 50 K. Because zinc and cobalt
have similar atomic numbers, it is not possible to unambiguously deter-
mine the occupancy of the metal sites with just XRD.We therefore per-
formed a neutron diffraction experiment for this purpose.

Unveiling atomic arrangement
Touncover the atomic arrangement of themetal cationswithin the solid-
solution MOF crystals, we completed a neutron powder diffraction
(NPD) study at variable temperatures for zinc- and cobalt-rich samples.
In particular, we selected MOFs prepared from Zn:Co 1:2 and Zn:Co
1:10 molar codes. NPD is a particularly suitable technique because of
the different scattering length of these elements, in contrast to XRD.

Thermodiffraction experiments evidenced a structural phase
transition at 140 and 80 K for the Zn:Co 1:2 and Zn:Co 1:10 samples,
respectively (section S5). The Rietveld refinement for the room tem-
perature NPD pattern of the Zn/Co 1:2 sample indicates the sole pres-
ence of the original phase with only one tetrahedral metal site in the
SBU, which was refined as being occupied by Co or Zn, with ratio
coincident with the one determined by ICP analysis (Fig. 4A). For the
low-temperature pattern (50 K), a satisfactory refinement could not be
achieved by considering just the transformed crystal cell. A careful
analysis shows the presence of a remaining amount of untransformed
crystal phase. The presence of ZnPF-1 crystals has been ruled out be-
cause the SEM and EDS analyses prove the presence of cobalt in all
crystals. We can therefore conclude that both phases are coexisting
within the MOF crystals, as a result of the compositional variations.

A multiphase Rietveld refinement was carried out, and the percent-
age of each phasewas estimated on the basis of the ratio of the integrated
intensities. The best refinement results were obtained for a combination
of the original and transformed phases at ratios of 15 and 85%, respec-
tively (Fig. 4B). The metal sites in the original phase (exclusively tetra-
hedral) were refined as zinc atoms, whereas for the transformed phase,
the tetrahedral site was refined as fully occupied by zinc, and the octa-
hedral site as fully occupied by cobalt. These results, alongwith the pres-
ence of holes and compositional gradient in the crystals, indicate that
this MOF is composed of an inner core with SBUs made of zinc atoms
and an outer shell with SBUsmade of alternating zinc and cobalt atoms.
At room temperature, both atoms are in a tetrahedral environment,
whereas by lowering the temperature, only the cobalt atoms become
octahedral, resulting in the unit cell change.
Fig. 1. ZnPF-1 is formed by the combination of H2hfipbbwith a helical inorganic
SBU where the zinc atoms are tetrahedrally coordinated. O, C, and F atoms are
depicted as red, gray, and green balls, respectively, and pale blue tetrahedra represent
zinc cations.
2 of 10
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Scheme 1. Selection of appropriate molar codes express the formation of different kinds of atomically sequenced inorganic SBUs. Corresponding MOF crystals might
include multiple SBUs mesoscopically arranged, or just one.
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In the case of the sample prepared from a Zn:Co 1:10 molar code,
the room temperature NPD pattern indicates the presence of both
phases. These two unit cells at room temperature could not be detected
by single-crystal x-ray analysis because of the overlapping of reflection
positions (the hkl reflections in the original phase appear at virtually the
same position of the corresponding hkl/2 reflections of the transformed
Castillo-Blas et al., Sci. Adv. 2017;3 : e1700773 21 July 2017
phase). Through a multiphase Rietveld refinement, the percentage of
both phases at room temperature was estimated to be 67 and 33% for
the original and transformed one, respectively (Fig. 4C). The portion
of the crystal corresponding to the transformed phase was refined to
be composed exclusively of cobalt, having both tetrahedral and octa-
hedral environments. The portion of the crystal corresponding to the
3 of 10
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original phase was refined to be composed of both zinc (30%) and co-
balt (70%) (Fig. 4D). By lowering the temperature (10 K), most of this
portion of the crystal is also transformed. However, the 10 KNPDpat-
tern shows the presence of small shoulders in the (102) and (2�12) dif-
fraction peaks, which indicate that there is also a residual portion of
the crystal that retains the original phase [the shoulders corresponding
to the (101) and (2�11) reflections of the untransformed phase]. Conse-
quently, this MOF has three compositional domains: a small core (no
more than 5%according toNPDRietveld refinement) exclusivelymade
of zinc, followed by a shell where the SBUs are composed of zinc and
cobalt cations at a Zn/Co 3:7 ratio, all of thembeing tetrahedral at room
temperature, whereas at low temperature, part of the cobalt cations be-
come octahedral. In the third outer shell (around 33%), the SBUs are
exclusively composed of cobalt cations with alternating tetrahedral and
octahedral coordination environments.

Expanding the use of molar codes to produce MOFs with
controllable metal arrangements
The selected inorganic SBU has shown adaptability and dynamism
through the possibility of including multiple elements with variable co-
ordination environments, such as cobalt, while maintaining the overall
MOF topology and connectivity, which is seemingly directed by the use
of zinc. By selecting the appropriate molar code, it is possible to control
the introduced amount of a second element, as well as its arrangement
and coordination environment. On the other hand, if an element with
clear propensity for an octahedral coordination environment is chosen,
then this should preferentially occupy certain sites in the inorganic
SBUs. A MOF with a Zn0.5Mn0.5(hfipbb) composition was prepared
by starting from a Zn:Mn 1:1molar code. The single-crystal XRD study
shows lattice parameters of a = 21.2897(5) Å and c = 15.1282(5) Å and
P6522 space group, with the SBUs being formed by alternating tetrahe-
dral zinc and octahedralmanganese atoms. Crystals of thisMOF are not
hollow, and the EDS study shows that there are no compositional gra-
dients along the crystals (Fig. 5A). NPDRietveld refinement proves that
there is only one type of unit cell present at room temperature (Fig. 5B).

Moreover, the introduction ofmanganese into themolar code allows
for the homogeneous distribution of cobalt. Thus, in contrast to the
Zn/Co systems, ternary MOFs with molar codes including Zn/Mn/Co,
donot exhibit compositional gradients, and all three elements are equal-
ly distributed in all areas of the crystals, as shown by the EDS analysis.
Castillo-Blas et al., Sci. Adv. 2017;3 : e1700773 21 July 2017
The room temperature single-crystal XRD studies demonstrate that
these MOFs have unit cells with double c parameter and the presence
of both octahedral and tetrahedral metal sites in the SBUs. Because zinc
and manganese exclusively occupy the tetrahedral or octahedral sites,
respectively, by adjusting the molar codes, it is possible to address the
incorporation of cobalt at either tetrahedral, octahedral, or both sites, as
deduced by the chemical composition of the resultingMOFs. For exam-
ple, a MOF obtained from a Zn:Mn:Co 1:2:1 molar code has a formula
Zn0.37Mn0.5Co0.13(hfipbb), which implies that one of five tetrahedral
sites in the SBUs is occupied by cobalt, resulting in an atomic sequence,
as shown in Scheme 1. Correspondingly, a MOF obtained from a
Zn:Mn:Co 2:1:1 molar code and formula Zn0.54Mn0.37Co0.09(hfipbb)
expresses an SBUwith an atomic sequence, as depicted in Scheme 1,where
one of five octahedral sites is occupied by cobalt. In both cases, other
possible combinations involving the coexistence of several compositional
domains are ruled out by the compositional homogeneity demonstrated
by the EDS analysis. Single-crystal XRD analyses further support the
location of the cobalt atoms at the proposed sites.

On the other hand, for MOFs prepared frommolar codes that con-
tain the same zinc and manganese number, cobalt is directed to be oc-
cupying both the octahedral and tetrahedral sites. In samples prepared
from Zn:Mn:Co 1:1:1, 1:1:2, and 1:1:8 molar codes and formulae
Zn0.44Mn0.44Co0.12(hfipbb), Zn0.32Mn0.39Co0.28(hfipbb), and
Zn0.22Mn0.32Co0.46(hfipbb), the cobalt atoms are inevitably occupying
both tetrahedral and octahedral sites. In these cases, as shown in the
scheme, there are several possible atomic sequences that fulfill the co-
ordination environment requirement for zinc andmanganese and agree
with the determined composition (Fig. 6A). In all cases, neutron powder
thermodiffraction experiments indicate that only one crystalline phase
with double c parameter is formed (section S5).

Definition of appropriate molar codes allows different degrees of
compositional and structural complexities, which are addressable by
Fig. 3. The inorganic SBU might adapt to include octahedrally coordinated ca-
tions, which results in a unit cell transformation where the c parameter is
doubled. This transformation was monitored by temperature-variable single-crystal
XRD andNPD. O, C, and F atoms are depicted as red, gray, and green balls, respectively.
Pale blue tetrahedra and dark blue octahedra might represent different metal
elements (see text). For the phase transformation depiction, the color of the balls re-
presenting the metal elements corresponds to independent crystallographic sites.
Fig. 2. SEM image and EDS analysis of Zn0.21Co0.79(hfipbb). Metal atomic per-
cent was determined with the spectra recorded at the various points of the crystal
indicated in the image.
4 of 10
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the selected combination of elements, each one of themwith a particular
role. Thus, zinc is the structure-directing element which is necessary to
obtain the desired MOF SBU and topology. On the other hand, MOFs
prepared frommolar codes includingmanganese, demonstrate a homo-
geneous compositional arrangement, providing atomic control on the
SBU sequences. Finally, mesoscopic compositional arrangements might
appear through the use of cobalt.

This complexity control is achievable even with the incorporation of
other metal elements. Thus, it is also possible to include nontransition
metal elements in the molar codes to incorporate them in MOFs with
desired complexity.

As proof of concept, we have included calcium into aMOF structure
that is not obtainable with the use of only this element. We have
preparedMOFs fromZn:Ca 1:1 and 1:2molar codes. TheseMOFs only
contain small amounts of calcium in the structure, their formulae being
Zn0.96Ca0.04(hfipbb) and Zn0.94Ca0.06(hfipbb), and homogeneous
distribution of calcium along the crystals. Larger amounts of calcium
can be incorporated by usingmolar codes with larger calciumnumbers.
Castillo-Blas et al., Sci. Adv. 2017;3 : e1700773 21 July 2017
Thus, the use of a Zn:Ca 1:4 molar code results in a MOF with the
formula Zn0.64Ca0.36(hfipbb). Room temperature single-crystal XRD
shows lattice parameters a = 21.2239(8) Å and c = 15.5784(6) Å and
P6122 space groups, with twometal sites in the SBUs. One is exclusively
occupied by tetrahedral zinc atoms, and the other one is occupied by
calcium (72%) or zinc (28%). In this second site, the metal coordina-
tion environment is octahedral when occupied by calcium and tetra-
hedral when occupied by zinc. Thus, the SBUs comprise alternating
zinc and calcium atoms, with 28% of calcium being substituted by
zinc. No compositional gradients are observed in the EDS analysis
(Fig. 6B), which indicates a regular distribution of zinc domains within
a zinc-calcium SBU.

The pure zinc-calcium SBU can be expressed by using a Zn:Ca
1:10 molar code. The corresponding MOF has Zn0.48Ca0.52(hfipbb)
formula, and EDS indicates compositional homogeneity.

Molar codes combining zinc, calcium, andmanganese express SBUs
with additional atomic sequences, as proposed in Scheme 1. Zn:Mn:Ca
1:1:1 and1:1:8molar codes result inMOFswithZn0.48Mn0.42Ca0.10(hfipbb)
Fig. 4. NDP Rietveld refinements. In the case of the Zn0.59Co0.41(hfipbb) MOF, the refinements indicate the presence of only the original cell at 300 K (A) and both original
(15%) and transformed (85%) cells at 50 K (B). In the case of the Zn0.21Co0.79(hfipbb) MOF, both original (66%) and transformed (33%) unit cells are present at 300 K (C),
whereas the transformation is almost complete (95%) at 10 K (D). In all cases, the composition of the metal sites was refined. For the multiphase refinements (B to D), the
percentage of each unit cell was determined by the ratio of the integrated intensities. Rp and Rwp are unweighted and weighted agreement profile factors, respectively.
5 of 10
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Fig. 5. NPD and EDS analysis of Zn0.50Mn0.50(hfipbb) MOF. (A) For the Zn0.50Mn0.50(hfipbb) MOF, the Rietveld refinement is consistent with presence of only a cell with
alternating tetrahedral zinc–octahedral manganese SBUs at 300 K. (B) SEM and EDS analyses show homogeneous distribution of metal elements in Zn0.50Mn0.50(hfipbb).
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Fig. 6. SEM images and EDS analysis of selectedMOFs. Representative examples of different MOFs prepared from variousmolar codes are shown in (A) to (D), demonstrating
both homogeneous arrangements (A to C) and compositional gradients (D). Metal atomic percent was determined with the spectra recorded at multiple points or areas of each
crystal, as indicated in the images.
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and Zn0.52Mn0.30Ca0.18(hfipbb) formulae, respectively. Single-crystal
XRD experiments show SBUs with tetrahedral zinc atoms, and octahe-
dral calcium and manganese atoms, which are occupying the same
crystallographic site. EDS demonstrates homogeneous distribution
(Fig. 6C).

Mesoscopic control in the incorporation of calcium at preferential
crystal faces is possible by combining it with cobalt. Thus, theMOFpre-
pared from a Zn:Co:Ca 1:1:1 molar code displays a clear compositional
gradient, where calcium is preferentially located at the external faces,
according to the EDS analysis (Fig. 6D). The SEM images show crystals
with well-differentiated core and external shells. The core is mainly
composed of zinc and a small amount of cobalt (ca. 10%, as determined
by EDS), whereas the external shell contains all three elements. Finally,
the use of Zn:Co:Ca 1:4:4 and 1:1:8molar codes result inMOFswith the
formulae Zn0.33Co0.37Ca0.30(hfipbb) and Zn0.37Co0.14Ca0.49(hfipbb).
These MOFs show mesoscopic compositional gradients of zinc and
cobalt, whereas the amount of calcium is homogeneously distributed,
according to EDS analysis. Single-crystal XRD experiments show that,
as expected, calcium is occupying the octahedral sites, whereas cobalt
might be at both tetrahedral and octahedral ones.

Formation energies (DEForm) determined by ab initio density func-
tional theory (DFT) calculations corroborate the importance of the
kinetic control on the first stages of the synthesis (section S6). Crystal
models of MOFs consisting of SBUs formed by alternating tetrahedral
zinc atoms and octahedral zinc, cobalt, manganese, or calcium atoms,
and another model with alternating tetrahedral and octahedral cobalt
atoms were geometrically optimized, in all cases converging to stable
structures with the same topology, although no symmetry constraints
were imposed. The hypothetical phase consisting of tetrahedral and
octahedral zinc atoms was the only one with a higher formation energy
than the original ZnPF-1 phase, which is consistent with the im-
possibility of transformation of theMOFmadeof only zinc.On the other
hand, the calculations also corroborate that the concentration gradient
is consistentwith anOstwald ripening process, because the use of cobalt,
calcium, and manganese leads to a decrease in the formation energy.
The pure cobalt phase is the most energetically stable, which is also
consistent with the formation of this phase in the outer shells of samples
made with longer synthesis time. In addition, density of states reveals
that the geometry distortion produced by the introduction of a
second cation stabilizes the orbitals with higher occupation while de-
stabilizing thosewith lower occupation, thus breaking the degeneracy of
the octahedral geometry.

Compositional and structural complexities define physical
properties of MOFs
The results of this work offer a new platform to obtain complex
structures where the arrangement of the metal cations can be virtually
controlled on demand. Considering that the properties of materials are
dictated by their composition and precise atomic and mesoscopic
structures, we believe that our findings will be relevant to various fields.
The case of the magnetic properties of MOFs is illustrated; magnetic
properties are determined by the combination of these factors, namely,
the geometry of the SBUs, the atomic distribution of cations, and the
possible mesoscopic interaction among SBUs. Thus, in the case of the
MOF prepared from a Zn:Co 1:2 molar code, ferromagnetism is de-
veloped within the SBUs below 15 K, and interchain antiferromagnetic
interactions acquire a long-range character below 7 K, although a large-
enough applied magnetic field produces a metamagnetic transition,
giving rise to a long-range ferromagnetic state. In the MOF prepared
Castillo-Blas et al., Sci. Adv. 2017;3 : e1700773 21 July 2017
from a Zn:Co 1:10 molar code, where the larger incorporation of cobalt
in the SBU forces the presence of cobalt neighbor polyhedra, canted
antiferromagnetism is developed within the SBUs in such a way that
a rather small net magnetization appears below 35.8 K within the
SBU composed exclusively of cobalt, and an additional contribution
at lower temperatures comes from the SBU with 30% of the tetrahedral
sites occupied by cobalt, where the number of consecutive cobalt
cations is smaller (section S7). The ability to produce MOFs with con-
trollable metal arrangements shown in this work opens the possibility
to stimulate or block a specific superexchange pathway to develop a
specific magnetic interaction within SBUs.

In view of the large number of existing MOFs that are constructed
frommany diverse rod-shaped SBUs (18), it might be anticipated that
this method will be generalized to prepare new materials with to-
pologies and structures fit for specific applications where multiple
metal cations can be arranged at desired atomic positions, as well as
mesoscopically distributed. During the revision of this work, Kim
and Coskun (19) reported the preparation of bimetallic MOF-74
through a heterogeneous phase synthetic method, where the result-
ing materials have nearly 1:1 metal ratios regardless of the initially
used ratios.
MATERIALS AND METHODS
Synthetic procedure
All reagents and solvents used were commercially available and used as
received without further purification: H2hfipbb (98%; ABCR GmbH
and Co.); zinc nitrate, Zn(NO3)2·6H2O (≥99%; Scharlab); calcium
nitrate, Ca(NO3)2·4H2O (≥99%; Sigma-Aldrich); manganese chloride,
MnCl2·4H2O (≥98%; Sigma-Aldrich); and cobalt nitrate, Co(NO3)2·6H2O
(≥99%; Sigma-Aldrich). General synthetic procedure for all the MOFs
involved the dissolution of the selected metal salts and the organic linker
in a water/ethanol/nitric acid solvent mixture, followed by heating at
170°C for an overnight period. An illustrative example of the synthe-
sis procedure is given here for the Zn0.59Co0.41(hfipbb) compound:
H2hfipbb (78 mg, 0.2 mmol), Zn(NO3)2·6H2O (33 mg, 0.11 mmol),
and Co(NO3)2·6H2O (66 mg, 0.22 mmol) were dissolved in 5 ml of
distilled water, 5 ml of absolute ethanol, and 300 ml of a 1 M HNO3

solution. Themixturewas stirred at room temperature for 5min, placed
in a Teflon-lined steel autoclave, and heated at 170°C overnight. After
cooling to room temperature, blue needle-shaped crystals were filtered
off, washed with water and acetone, and dried under vacuum (61mg of
solid recovered). The rest of the materials were similarly prepared
using the amounts of metal salt specified in table S1 and keeping the
same amounts of linker and solvents.

Single-crystal XRD
Crystals were selected using a polarized optical microscope for a single-
crystalXRDexperiment. Single-crystal x-raydatawere collected inBruker
four-circle kappa diffractometers equipped with a Cu INCOATED
microsource, operated at 30-W power (45 kV, 0.60 mA) to generate
Cu Ka radiation (l = 1.54178 Å), and a Bruker VANTEC-500 area
detector (microgap technology) or a Bruker PHOTON II area detector
(CPADTechnology). Diffraction datawere collected, exploring over the
reciprocal space in a combination of f andw scans to reach a resolution
of 0.85 Å, with a completeness >95% and a redundancy >3. For this,
either a generic hemisphere collection strategy or a specific one deter-
mined using Bruker APEX3 (20) software suite was used. The exposure
time was adjusted on the basis of size and diffracting quality of the
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specimens, each exposure covering 1° in w or f. Unit cell dimensions
were determined for least-squares fit of reflections with I > 4s. The
structures were solved by direct methods implemented in the SHELX
package. The hydrogen atoms were fixed at their calculated positions
using distances and angle constraints. All calculations were performed
using APEX3 software for data collection and OLEX2-1.2 (21) and
SHELXTL (22) to resolve and refine the structure. All nonhydrogen
atoms were anisotropically refined.

Powder XRD
Powder XRD (PXRD) patterns were measured using a Bruker D8 dif-
fractometer with a copper source operated at 1600 W, with step size =
0.02° and exposure time = 0.5 s per step. PXRD measurements were
used to check the purity of the obtained microcrystalline products by
a comparison of the experimental results with the calculated patterns
obtained from single-crystal XRD data.

SEM and EDS analyses
SEM images and EDS were collected using an S-3000N microscope,
equippedwith anESED and an INCAx-sight fromOxford Instruments,
respectively. All samples were prepared for SEM and EDS analyses
by dispersing the material onto a double-sided adhesive conductive
carbon tape that was attached to a flat aluminum sample holder and
were metalized using a 12-nm gold layer with a Quorum Q150T-S
sputter.

Neutron powder diffraction
NPDexperimentswere performed on the high-resolutionmultidetector
and on the high-intensity powder diffractometers D2B and D1B, re-
spectively, at the Institut Laue-Langevin in Grenoble (France). The sam-
ples were contained in a 6-mmcylindrical vanadium can and placed on a
cryostat (vanadium-tailed 69ILHV25 andOrangeCryostat forD1B and
D2B, respectively). The data sets were collectedwith calibrated neutrons
of wavelengths 2.5260 and 1.5923 Å for D1B and D2B, respectively. Neu-
tron thermodiffractograms were collected using the high-flux D1B dif-
fractometer, between 10 and 300 K, with a heating rate of 0.5 K/min,
covering a 2q rangeof 0.2° to 128°. Thehigh-resolutionneutrondiffraction
profileswere collected at 300K forZn0.59Co0.41(hfipbb),Zn0.21Co0.79(hfipbb),
and Zn0.50Mn0.50(hfipbb); at 50 K for Zn0.59Co0.41(hfipbb); and at 10 K
for Zn0.21Co0.79(hfipbb) in the D2B diffractometer, covering a 2q range
of 0.2° to 150°, every 0.05°. The data reduction (including the applica-
tion of some basic operations as those related with the addition of sev-
eral patterns or detector efficiency corrections) was carried out with the
LAMP software. Rietveld refinements were performed using the Re-
flex module of Materials Studio 8.0 (23). Initial atomic coordinates
were taken from the single crystal–determined structures.

DFT calculations
Theoretical calculations by periodic DFT were carried out using the
geometry obtained in single-crystal resolution. The density functional
plane-wave calculations were carried out by means of the VASP
package (24, 25), considering spin polarization and dipole corrections
explicitly. The total energies corresponding to the optimized geome-
tries of all samples were calculated using the spin-polarized version of
the exchange and correlation functional of Perdew andWang (26, 27).
The effect of the core electrons on the valence electron density was
described by the projector augmented wave method (28, 29). The
cutoff for the kinetic energy of the plane waves was set to 415 eV to
ensure a total energy convergence better than 10−6 eV/K.
Castillo-Blas et al., Sci. Adv. 2017;3 : e1700773 21 July 2017
Magnetic susceptibility measurements
Magnetization measurements were carried out on polycrystalline
samples using a superconducting quantum interference device magne-
tometer (Quantum Design, model MPMS-XL). The temperature
dependence of the molar magnetic susceptibility (c) was obtained from
the dc magnetization (M) measured with an applied magnetic field (H)
during warming of the sample from 2 up to 300 K. Zero-field cooling
and field-cooling measurement modes were used. In the former, the
sample was cooled down from room temperature to 2 K in zero field,
and in the latter, the sample was cooled down in the measuringH. The
magnetic field dependence of the dc magnetizationM(H) was obtained
at different temperatures up to ±5T. The temperature dependence of the
real and imaginary parts of the acmolar magnetic susceptibility (cac′ and
cac′′ , respectively) was obtained from the ac magnetization measured in
the temperature range 2 to 55 K, withH = 0, and by applying an oscillat-
ingmagnetic fieldwith a drive amplitude of 0.35mTatdifferent frequen-
cies in the range 1 to 1000 Hz. The diamagnetic contribution was
subtracted from the calculated molar susceptibilities c.
SUPPLEMENTARY MATERIALS
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fig. S90. Variable temperature NPD for Zn0.54Mn0.37Co0.09(hfipbb) (molar code: Zn:Mn:Co 2:1:1).
fig. S91. Variable temperature NPD for Zn0.37Mn0.50Co0.13(hfipbb) (molar code: Zn:Mn:Co 1:2:1).
fig. S92. Variable temperature NPD for Zn0.32Mn0.39Co0.28(hfipbb) (molar code: Zn:Mn:Co 1:1:2).
fig. S93. Variable temperature NPD for Zn0.48Mn0.42Ca0.10(hfipbb) (molar code: Zn:Mn:Ca 1:1:1).
fig. S94. DEForm for the pure and bimetallic structures normalized to the most stable one.
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fig. S96. Low-temperature dependence of the product temperature by real component (left
y axis) and imaginary component (right y axis) of the ac magnetic susceptibility obtained for
the MOF with formula Zn0.59Co0.41(hfipbb).
fig. S97. Magnetic field dependence of the virgin magnetization curves for Zn0.59Co0.41(hfipbb).
fig. S98. Low–magnetic field region of hysteresis loops measured at 2 K (circles), 15 K
(diamonds), and 30 K (hexagons) for the MOF with formula Zn0.59Co0.41(hfipbb).
fig. S99. Thermal variation of dc magnetic susceptibility measured in an applied field of 5 mT
for the MOF with formula Zn0.59Co0.41(hfipbb).
fig. S100. Low-temperature dependence of the product temperature by ac magnetic
susceptibility (left y axis) and temperature by the imaginary component (right y axis) of the
ac magnetic susceptibility obtained for the MOF with formula Zn0.21Co0.79(hfipbb).
fig. S101. Magnetic field dependence of the virgin magnetization curves for Zn0.21Co0.79(hfipbb).
fig. S102. Low–magnetic field region of hysteresis loops measured at 2 K (black line), 30 K
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fig. S103. Thermal variation of magnetic susceptibility for Zn0.21Co0.79(hfipbb).
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