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Au/Co/Au nanopillars fabricated by colloidal lithography of continuous trilayers exhibit an
enhanced coercive field and the appearance of an exchange bias field with respect to the continuous
layers. This is attributed to the lateral oxidation of the Co interlayer that appears upon disk
fabrication. The dependence of the exchange bias field on the Co nanodots size and on the oxidation
degree is analyzed and its microscopic origin clarified by means of Monte Carlo simulations based
on a model of a cylindrical dot with lateral core/shell structure. © 2009 American Institute of
Physics. �DOI: 10.1063/1.3078411�

Exchange bias �EB� arises from direct exchange interac-
tions at the interface between ferromagnetic �FM� and anti-
ferromagnetic �AF� systems.1,2 It generates a unidirectional
anisotropy, which precludes the reversal of FM moments
leading to an enhancement of the coercivity and a shift in the
hysteresis loops along the field axis after field cooling. Since
EB may be useful for stabilizing magnetic moments of small
FM particles,3 increasing interest exists in clarifying its
mechanisms and optimizing its effects. The relevance of the
AF/FM interfacial microstructural quality and the existence
of a thickness threshold of the AF layer4,5 for generating EB
have been studied recently. In the case of Co nanoparticles,
the formation of a few nanometer thick AF CoO layer on the
surface due to oxygen exposure promotes very often the ap-
pearance of a EB field that may drastically modify the mag-
netic behavior of the system.3,4,6,7 For this reason, Co/CoO
core/shell structured nanoparticles have been a subject of in-
tense research.

In this paper, we analyze the dependence of the EB field
on the particle size and on the oxidation degree in a nano-
structured network of Co nanodots fabricated by using col-
loidal lithography �CL�.8

Samples used in this work have been fabricated from
metal trilayer films composed of stacked layers 6 nm of Au,
10 nm of Co, and 16 nm of Au sputtered onto glass sub-
strates by using CL �see Ref. 9 for details�. To obtain Co
nanodots of different sizes, latex spheres with different diam-
eters �namely, 60, 76, and 110 nm, corresponding to samples
N60, N76, and N110, respectively� have been used. This
system exhibits very interesting surface plasmon resonance
induced magneto-optical properties reported elsewhere.9 In
Fig. 1, we show an atomic force microscopy �AFM� image
corresponding to sample N60. Nanodots are made of a flat
sandwich of 10 nm thick Co disk between two gold disks.
From the AFM images, the occupancy has been estimated to
be around 25% of the total film. Magnetic properties were
studied by using superconducting quantum interference de-

vice magnetometry and polar Kerr effect. Kerr effect
measurements at room temperature indicate that the magne-
tization is in the film plane in both continuous and nanostruc-
tured samples and only small differences in the saturation
magnetic field HS have been observed. Magnetic measure-
ments show that Co nanodots are FM at room temperature.
As expected, the coercive field HC is higher in nanostruc-
tured samples �see Fig. 2�a��, reflecting the increase in coer-
civity due to the reduction in particle size generated by the
nanostructuration process. Nevertheless, no significant
changes in the saturation magnetization �MS� have been ob-
served. Interestingly, at low temperature, a strong enhance-
ment of HC is detected in nanostructured samples in parallel
with the appearance of EB not observed in continuous films
�see Fig. 2�b��. To determine the origin of the EB field, we
have analyzed the samples by using x-ray photoemission
spectroscopy �XPS�. We show the XPS spectrum for one of
the samples in Fig. 3. After Ar+ ion milling four out of the
6 nm of the topmost Au layer, only peaks corresponding to
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FIG. 1. �Color online� AFM images of the Au/Co/Au nanopillars sample
obtained with 60 nm diameter polystyrene sphere �N60�.
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metallic Co are found in non-nanostructured areas. In con-
trast, in nanostructured zones with Au/Co/Au nanopillars,
typical peaks corresponding to Co2+ of CoO are detected.
These peaks, corresponding to Co2+, disappear with further
Ar+ ion milling, recovering the peaks corresponding to me-
tallic Co. This indicates that the Au capping is effective in
protecting the Co layer against oxidation in continuous and
the patterned films.

Nevertheless, the nanostructuration process leads to the
exposure to oxygen of lateral areas of Co disks in the Au/

Co/Au nanopillars. Thus, the observed EB in nanostructured
samples is likely to be generated by a very thin CoO layer
�from Ar+ ion milling process we estimate this layer is
�1 nm thick; thus, CoO layer represents less than 10% of
the total Co volume of the nanodot� produced by oxidation
of the lateral area of Co nanodots exposed to oxygen �see
inset of Fig. 3�. Using the simple Meiklejohn–Bean model,10

the critical thickness tAF
C , for generating a EB field is given

by tAF
C = �JAF/FMSAFSFM� /KAF, where JAF/FM is the exchange

interaction across the interface between the AF and FM lay-
ers, SAF and SFM are the spins of the AF and FM atoms at the
interface, respectively, and KAF is the anisotropy constant of
the AF layer. Using the values given in Ref. 11 for the dif-
ferent constants, a value of tAF

C �1 nm is obtained for the
CoO/Co system in agreement with experimental estimations
previously reported.12 To check whether further oxidation of
the Co nanodots modifies EB, we have submitted a nano-
structured sample to an oxidation process in ozone �N60oz�.
A clear enhancement of the EB field is observed �see Fig.
2�b��. As shown in Fig. 2�b�, HEB for N60 sample is almost
four times larger after ozone attack �HEB�200 Oe after and
HEB�55 Oe before� without no significant change of HC
and only a small decrease in MS. Hysteresis loops for the
three samples �N60, N76, and N110� with different particle
sizes are shown in Fig. 2�c�. The HC is slightly reduced when
increasing the dot size as expected. It is found that HEB does
not exhibit strong variations with dot size; thus, indicating
that EB can be induced by a thin oxidized lateral shell even
for dots as big as 110 nm.

To better understand the microscopic mechanism respon-
sible for the observation of EB in our system, we have per-
formed atomistic Monte Carlo simulations based on a model
in which dots are represented by cylinders of height H and
diameter D cut out from a simple cubic lattice of Heisenberg
spins that represent the Co ions. The spins interact through a
Hamiltonian similar to that used for the simulation of core/
shell magnetic nanoparticles in Refs. 6 and 13,

H = − �
�i,j	

Jij�S� i · S� j� − �
i

ki�S� i · n̂�2 − h�
i

n̂ · S� i . �1�

The spins inside a shell of thickness tSh around the lat-
eral surface of the cylinder correspond to CoO and, there-
fore, are considered to interact AF �Jij =JSh�0�, those inside
the core of diameter D− tSh have FM �Jij =JC�0� interac-
tions, while for those at the core/shell interface are coupled
AF through Jij = �JInt�0�. The anisotropy is uniaxial pointing
along the in-plane field direction n̂, and the anisotropy con-
stants for core and shell spins have values of kC=0.22 K,
kSh=35 K typical of bulk Co and CoO, h is the magnetic
field per unit magnetic moment in temperature units.14 For
the dimensions of the studied structures, the number of spins
in a dot considered in the simulation becomes prohibitively
large for the present computer capabilities. Therefore, we
adopted a recently proposed scaling approach15 for the simu-
lation of the magnetic configuration of nanostructures that
has been successfully applied also to EB dots.16 Accordingly,
if the exchange interactions14 are scaled by a factor x
=0.104, the dimensions of the 60 nm dot can be scaled by a
factor x�=0.285 with �=0.55, resulting in a cylinder of re-
duced dimensions D�=48a and H�=8a �where a=3.55 Å is
the lattice constant� with N=13 224 spins, 17% of which are
in the shell for tSh=3a.
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FIG. 2. �Color online� �a� Magnetization curves measured at room tempera-
ture for the continuous and nanostructured film. �b� Magnetization curves at
10 K after field cooling for the N60 sample before and after ozone attack. �c�
Magnetization curves at 10 K after field cooling for the three different nano-
structured samples �N60, N76, and N110�.
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FIG. 3. �Color online� XPS for the 60 nm sample measured in a continuous
film after small Ar+ attack and in the nanostructured region before and after
Ar+ attack.
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The simulated hysteresis loops were obtained after cool-
ing at a temperature T=0.1 K from a temperature higher
than TN in a field hFC=2 K and following a protocol similar
to that described in Ref. 6. In Fig. 4�a�, the results of the
simulation for a dot with AF shell of tSh=3a �red symbols�
are shown, together with a dot with no shell �dashed line�.

The hysteresis loop of the oxidized dot is shifted by
hEB=−0.1 K toward the FC direction as in the experiment,
demonstrating that a thin oxidized shell surrounding the lat-
eral surface of the dot is able to produce an appreciable EB.
The shape of the simulated loop is more squared than the
experimental one due to the fact that we are simulating an
individual particle. The loop also presents a slight asymme-
try between the decreasing and increasing field branches that
can be attributed to different magnetization reversal pro-
cesses, as can be inferred in the snapshots of the magnetic
configurations included in the insets in Fig. 4�a�, taken at the
respective coercive field points. The coercive field of the
oxidized dot �hC=0.95 K� is increased with respect to that
with no AF shell �hC=0.8 K� due to the coupling between
the AF and FM phases at the interface. The loop shifts ob-
tained for the dots are small compared to those of spherical
core/shell nanoparticles obtained in our previous studies.13

In order to elucidate the origin of the low values of EB
observed both experimentally and in the simulation, we have
computed also the contribution of the shell interfacial �SI�
spins to the hysteresis loop, since these are supposed to be
responsible for the loop shift. The result displayed in Fig.
4�b� shows that a large fraction of the SI spins reverse with
the magnetic field and, therefore, the local exchange field
that acts on core spins to produce the EB comes only from
the uncompensated magnetization of a small fraction of
pinned spins. The small ratio of these spins to the core spins

for nanodots of the sizes reported here is responsible for the
reduced values of the HEB as compared to those reported for
spherical core/shell nanoparticles, with typical sizes one or-
der of magnitude smaller. It is worth noticing also that due to
the cylindrical shape of the dots, the coordination of the SI
spins is less than for a spherical particle, a fact that explains
the biggest proportion of unpinned spins in dots than in
spheres.

In summary, our results show that the thin CoO layer
generated by oxygen exposition of lateral areas of Co nan-
odots is responsible for the low temperature enhancement in
HC and the appearance of EB even for the biggest dots stud-
ied �110 nm�. Monte Carlo simulations corroborate these re-
sults and give a proper explanation of the smaller values of
EB compared with those observed in spherical core/shell
nanoparticles, produced by the biggest ratio of the shell to
core sizes in this case. The EB in the dots could be increased
by an overoxidation of the lateral area with ozone.
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FIG. 4. �Color online� �a� Simulated hysteresis loop of a cylindrical dot of
dimensions D�=48a and H�=8a and shell thickness tSh=3a obtained after
field cooling from a high temperature T�TN down to 0.1 K in a magnetic
field hFC=2 K �circles�. Dashed lines correspond to a dot with the same
dimensions but without the AF shell. Insets show the magnetic configuration
of the core/shell dot at the coercive field points. Only a slice through a
central plane of a quarter of the dot is displayed. Green �yellow� cones stand
for the shell �shell interfacial� spins while the core spins have been dyed
from cyan to red according to the magnetization component transverse to the
field. �b� Contribution of the AF shell spins at the interface of the core/shell
dot with tSh=3a to the hysteresis loop shown above.
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