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In high-carbon, silicon-rich steels it is possible to obtain a very fine bainitic microstructure by transformation at low temperatures (200–
300�C). This microstructure consists of slender ferrite plates, with thicknesses of several tens of nm, in a matrix of retained austenite. Whereas
strength is mainly provided by to the fine scale of the ferrite plates (stronger phase), ductility is mostly controlled by the retained austenite (softer
phase). Further improvement in ductility is achieved by strain induced transformation of austenite to martensite, the so called TRIP effect. In
order to take full advantage of this effect, the mechanical stability of the austenite, i.e., its capability to transform to martensite under strain, must
not be too low nor excessively high.

Two main aspects of the mechanical stability of the retained austenite, morphology and chemical composition, have been studied to
determine the role that these play on the ductility behaviour of the bainitic steels studied. It is suggested that the chemical composition has the
strongest effect on the ductility of these new high strength alloys.
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1. Introduction

By means of phase transformation theory for the bainite
reaction, high-carbon, silicon-rich steels have been devel-
oped1,2) with bainite transformation temperatures as low as
T=Tm ¼� 0:25, where Tm is the absolute melting temperature.
The resulting microstructure consists of aggregates of fine
plates of bainitic ferrite separated by untransformed carbon-
enriched austenite. The aggregates of plates are called
sheaves, whereas the plates within each sheaf are defined
as subunits; the subunits within the same sheaf share a
common crystallographic orientation. Thus, two retained
austenite morphologies exist: thin films between ferritic
subunits and blocks separating the sheaves. Carbide precip-
itation is avoided by the judicious use of silicon as an
alloying element.

This mixed microstructure presents an ideal balance of
mechanical properties from many points of view. Due to the
absence of fine carbides, the steels have a high resistance to
cleavage fracture and void formation. Then, there is the
possibility of improving simultaneously the strength and
toughness because of the ultrafine grain size (20–40 nm) of
the bainitic ferrite plates and of further enhancing the
ductility by a transformation induced plasticity effect
(TRIP)3) that increases the strain-hardening rate.

It is well established that the strain induced transformation
of austenite to martensite takes place between the MS

temperature (martensite start temperature), and the Md

temperature, above which the austenite becomes completely
stable. Therefore, there is a temperature between MS and Md

at which the strain induced transformation is suppressed
moderately and the resultant strain hardenability is held in a
large strain range, leading to maximum benefit of the TRIP
effect. At low test temperatures or in alloys which have
austenite of low mechanical stability, the strain-induced
transformation occurs in early stages of deformation. As a
result, there is little benefit of the strain hardening related to
deterring plastic instability or necking in the later stages of

deformation. On the other hand, at high temperatures, the
austenite becomes mechanically more stable and transforms
at higher strains, hence the associated strain hardening
effectively increases resistance to necking and fracture. At
even higher temperatures, i.e. above that where no strain-
induced transformation occurs (Md) ductility is reduced. So,
the strain induced transformation will enhance ductility if
retained austenite is moderately stable against straining. On
the other hand, the presence of large amounts of stable
austenite at necking (instability criterion) does not guarantee
enhanced ductility if that austenite is too stable. The
mechanical stability of the austenite is controlled by its
chemical composition (bothMd andMS temperatures depend
on the chemical composition) and its morphology (in blocks
or thin films), as will be detailed further on. The purpose of
this work is to evaluate the stability of the retained austenite
and its influence on the ductility of steels with bainitic
microstructure.

2. Materials and Experimental Procedure

The chemical compositions of the alloys used are listed in
Table 1. Detailed information on the metallurgical design of
the alloys and of the heat treatment is given elsewhere.4)

After homogenising lumps of the material at 1200�C during 2
days, a slow cooling rate to room temperature was applied in
order to avoid martensitic transformation, since the high-
carbon martensite plates tend to crack spontaneously,
permanently compromising the integrity of the sample. To
obtain the bainitic microstructure, austenitisation at 900�C
for 30min prior to an isothermal heat treatment at 200, 250

Table 1 Chemical composition in mass%.

C Si Mn Mo Cr Co Al P S

Alloy 1 0.80 1.59 2.01 0.24 1 1.51 — 0.002 0.002

Alloy 2 0.79 1.56 1.98 0.24 1.01 1.51 1.01 0.002 0.002
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and 300�C was applied. Finally samples were water
quenched to room temperature.

X-ray experiments were conducted using a Phillips
PPW1730 diffractometer and a scanning rate (2�) of
0.1� min�1 over the range 2� ¼ 30{110�, with unfiltered
Cu K� radiation. The system was operated at 45 kV and
45mA. The retained austenite content was calculated using
integrated intensities of the 111, 200, 220 and 311 austenite
peaks and the 110, 002, 112 and 022 peaks of ferrite. Using
this number of peaks avoids possible bias due to crystallo-
graphic texture.5) The austenite carbon content (C�) was
calculated making use of the relationship between lattice
parameter and chemical composition as reported in Ref. 6).

The martensite start temperature (MS) of the retained
austenite present in the bainitic microstructures was calcu-
lated by means of the latest neural network model.7,8) TheMd

temperature was calculated using eq. (1).9) Both temper-
atures, MS and Md, give an indication of the thermal and
mechanical stability, respectively, of the retained austenite.

lnV0
� � lnV� ¼ k1�G�0�" ð1Þ

where V0
� and V� represent the initial austenite fraction and

the remaining fraction, after transformation induced plasti-
city, respectively. Therefore Md corresponds to the temper-
ature at which V0

� ¼ V� ; k1 is a constant, " is the plastic strain
and�G�0� represents the chemical free energy change for the
transformation of austenite to ferrite of the same composi-
tion. The free energy change calculations were carried out
using MTDATA with the NPL-plus data base for steels.10)

Due to the very low transformation temperatures, during
the time scale of the experiments, an Fe atom cannot diffuse
over a distance greater than �10�17 m, it is reasonable to
explain this bainitic transformation in the context of the
Bhadeshia theory11) for the bainitic reaction. According to
this theory nucleation of bainite takes place under para-
equilibrium conditions (only C diffuses) and growth is
diffusionless. Therefore, for the calculation of both temper-
atures, MS and Md, the retained austenite composition was
calculated using the carbon concentration provided by X-ray
diffraction and keeping in mind that after transformation only
C has diffused. Thus, the concentration ratios of all elements
but C should be equal in the bulk material as in the retained
austenite (�); in other words, (xFe=xjÞbulk ¼ ðxFe=xjÞ� , where j
denotes any substitutional element in the alloy, and xFe and xj
are the concentrations of Fe and of the substitutional
elements, respectively.

Tensile specimens with a section of 5mm diameter and a
gauge length of 25mm were tested at room temperature using
an Instron-8032 fitted with a 100 kN load cell. A crosshead
speed of 0.1mm/min was used in all the experiments. All
mechanical experiments were assisted by electronic equip-
ment that allowed the continuous tracking of load-displace-
ment data during tests. All samples were machined from the
softened (pearlitic) bulk material after homogenization and
subsequently heat treated to the desired conditions. Load and
elongations measured during uniaxial tensile tests were
converted to engineering and true stress–strain curves. Strain
hardening was characterized by the incremental strain-
hardening exponent defined as n ¼ dðln �Þ=dðln "p), where
� ¼ k"np represents the flow curve in the region of uniform

true plastic deformation and k is the strength coefficient.
Specimens for transmission electron microscopy were

prepared by slicing 100 mm discs and grinding them down to
50 mm thickness using 1200 grit silicon carbide paper.
Subsequently they were electropolished at 50V in a twin
jet unit, using an electrolyte that consisted of 5% perchloric
acid, 15% glycerol and 80% ethanol in volume. Samples
were extracted from tensile test grips and from the gauge
length away from the fracture/necking zone, in order to
characterise the undeformed and deformed states of the
microstructure.

3. Results

3.1 Microstructural characterization
Figure 1 shows the typical microstructure obtained once

bainitic transformation has ceased. As mentioned above, it
consists of a mixture of two phases, plates of bainitic ferrite
separated by carbon enriched regions of austenite. In this
figure several examples of both types of retained austenite
morphologies can be observed: blocky austenite between the
sheaves of bainite and thin films between the plates.
Figures 1(a) and (b) show optical micrographs of the
microstructure obtained at the end of the transformation at
200�C for both alloys. The lighter phases are blocks of
retained austenite, whereas the darker feather-like features
are sheaves of bainite. Only by means of transmission
electron microscopy it is possible to observe the bainitic
ferrite plates (light phase) and the retained austenite thin
films (dark phase), as shown in Figs. 1(c) and (d).

Although detailed microstructural characterisation of
bainitic ferrite plates has been performed elsewhere,4,12) it
is worth to emphasize some relevant features of it. Firstly, the
small thickness of the ferrite plates becomes coarser as the
transformation temperature increases, about 30 and 65 nm for
alloy 1 and 45 and 54 nm for alloy 2 in the microstructures
obtained at 200 and 300�C respectively. This is a conse-
quence of the increased strength of the parent austenite at low
temperatures and the magnitude of the free energy change
accompanying transformation. The second feature is the
large amount of carbon, up to 0.35mass%, which remains
trapped inside the bainitic ferrite.12–14) It has been suggested
that the excess carbon is located at defects such as
dislocations in the vicinity of the ferrite/austenite inter-
face.15,16)

Table 2 summarises experimental data concerning the
microstructure as a function of transformation temperature.
The microstructures are predominantly ferritic, up to 0.87
ferrite fraction at 200�C, with decreasing austenite fractions
as the transformation temperature is reduced. It is well
established17) that bainitic microstructures formed at low
temperatures contain retained austenite mainly with thin film
morphology. This is related to the higher bainitic ferrite
fraction reached at low transformation temperatures. It is
possible to estimate the fraction of thin films (V�F) and blocks
(V�B) as a function of the bainite transformation temperature
following Ref. 17), as shown in Table 2. In this table it can
be seen that that alloy 1 exhibits higher or equal fractions of
V�F when compared with alloy 2. In terms of its mechanical
stability, thin films of retained austenite (few nm thickness)
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are too stable18,19) to transform by TRIP effect, in part
because of their high carbon concentration20) and also
because of the constraint to transformation exerted by the
surrounding plates of ferrite. On the other hand, blocks of
austenite, which contain less carbon than the thin films, are
less stable.

Due to the low transformation temperatures and the
intrinsic characteristics of the bainite transformation, i.e.,
paraequilibrium nucleation and diffusionless growth, the
average carbon concentration in retained austenite, C� , is
above 1mass%, thereby stabilising it down to ambient
temperature after isothermal treatment. This is supported by
the fact that no martensite is detected by means of X-ray and
that the estimated retained austenite MS temperatures are
below room temperature.

As mentioned above, strain induced transformation occurs
in a temperature range between MS and Md, above which no
transformation takes place. Both temperatures depend on the
retained austenite chemical composition. Elements such as C,
Mn, Si and Al21,22) significantly affect the mechanical

stability of austenite by decreasing Md and/or MS. Among
them C is the element that exhibit the strongest influence.
Calculated Md temperatures are summarised in Table 2. It is
important to highlight what a high or low value of Md

temperature implies in terms of mechanical stability and of
the efficiency in enhancing ductility. This becomes clear in
Fig. 2(a). By means of eq. (1) the fraction of retained
austenite transformed by the TRIP-effect at room temper-
ature as a function of plastic strain has been calculated for
alloy 2 transformed at different temperatures. It is evident
that a high Md temperature leads to a less stable austenite
(fast transformation), and thus reduces the beneficial effect of
strain induced transformation on ductility in this steel. In
Fig. 2(b) the influence of the test temperature on the
mechanical stability of retained austenite is shown. As
expected, as the test temperature is increased austenite
becomes more stable, due to the lower transformation rate.

Thus, and according to the calculated Md temperatures in
Table 2, the retained austenite in alloy 2 is mechanically
more stable, meaning lowerMd temperatures, than in alloy 1,

Table 2 Retained austenite characterization data. T stands for the isothermal transformation temperature, C� for the austenite carbon

concentration, MS and Md for the martensite start temperature and the temperature above which no strain induced transformation is

possible, respectively. V� stands for the total retained austenite fraction, by means of X-ray. V�F and V�B are the fractions of thin films and

blocks of retained austenite, respectively, according to Ref. 17.

T/�C C�/mass% V� V�F V�B MS/
�C Md/

�C

200 1.1 0.13 0.129 0.0001 �10 391

Alloy 1 250 1.4 0.21 0.12 0.09 �35 301

300 1.49 0.25 0.11 0.14 �40 271

200 1.47 0.17 0.123 0.04 16 321

Alloy 2 250 1.7 0.21 0.12 0.09 �10 251

300 1.9 0.37 0.09 0.28 �27 221

40µm

(a)

 

0.1 µm

(c)

0.4 µm

(d)

(b)

40µm

Fig. 1 Optical and transmission electron micrographs of alloy 1, (a) and (c), and alloy 2, (b) and (d), after bainitic transformation at 200�C.
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because of its higher C concentration, and, moreover,
because it contains about 1.01mass%Al of which alloy 1
lacks, see Table 1.

3.2 Mechanical properties
Figure 3 shows the measured strain-stress curves, from

tensile tests at room temperature, of microstructures obtained
after transformation at 200, 250 and 300�C for both alloys.
The results obtained are listed in Table 3, showing an
extraordinary combination of tensile properties. Yield
strengths (YS) are greater than 1.2GPa and ultimate tensile
strengths (UTS) are ranging from 1.77 to 2.2 GPa. Ductility,
measured as total elongation ("T), decreases as the strength

increases. The microstructures obtained by transformation at
300�C exhibit a total elongation close to 30% for both alloys,
very high values when compared with those obtained by
transformation at 200�C, where the elongation is reduced to
4.6 and 7.6% for alloys 1 and 2, respectively. Figure 4
represents the strength vs. total elongation for bainitic steels
from the literature23–25) and for those studied in this work. It
can be clearly seen that the tensile properties reported in this
work has never before been achieved in bainitic steels.

It has been suggested12) that in this type of low temperature
bainitic microstructures the main strengthening mechanism is
intimately related to the very small thickness of the ferrite
plates and to its high dislocation density. The former gives
the largest contribution, up to 1.6GPa, while a maximum of
500MPa is estimated to be provided by the dislocation
density.26)

On the other hand, ductility seems to be controlled by the
amount of retained austenite, which is the softest phase
present in the microstructure. Thus, the microstructures
obtained after isothermal heat treatment at 300�C, with
austenite fractions of 0.25 and 0.37 for alloys 1 and 2
respectively, exhibit the best results in terms of total
elongation when compared with stronger microstructures
obtained after transformation at lower temperatures, i.e., with
lower retained austenite content.
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isothermal transformation at 200�C and tested at room temperature (RT) and at 200�C.

0

1

2

3

0 0.1 0.2 0.3

Alloy 1

200oC 250oC

300oC

0

1

2

3

0 0.1 0.2 0.3

Alloy 2

200oC

250oC

300oC

Engineering strain

E
n

g
in

ee
ri

n
g

 s
tr

es
s 

/ G
P

a

Fig. 3 Engineering stress–strain curves at room temperature, of microstructures obtained after transformation at the temperatures

indicated.

Table 3 Summary of experimental data from tensile tests at room

temperature. T stands for the isothermal transformation temperature and

"T for the total elongation.

T/�C YS/GPa UTS/GPa "T/%

200 1.41 2.18 4.6

Alloy 1 250 1.48 2.06 19

300 1.24 1.77 29

200 1.41 2.26 7.63

Alloy 2 250 1.40 1.93 9.4

300 1.25 1.7 27.5
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Some examples of the microstructures after completion of
tensile testing are shown in Fig. 5. Evidence of plastic
deformation of ferrite plates can be observed in Fig. 5(a), and
a clear example of the TRIP effect in Fig. 5(b), where
martensite twinning bands appears in former blocks of
retained austenite. Dislocation debris is evident in both
the bainitic ferrite and the surrounding, recently formed
martensite.

4. Discussion

Figure 6 presents the variation of the incremental work
hardening exponent n as a function of true strain. The straight
line corresponds to the instability criterion "p ¼ n. It appears
that the different strength-ductility combinations are associ-
ated with completely different work-hardening behaviours.
The large true uniform strains of specimens treated at 300�C

are due to a high retained austenite fraction that continuously
increases the incremental work-hardening n after a sharp
decrease at low plastic strains. In this sense, alloy 1 exhibits a
remarkable recovery in comparison with alloy 2. The micro-
structures obtained by transformation at 250�C show a
different behaviour in the two alloys. In alloy 1, after
reaching a maximum n smoothly decreases until the onset of
necking, while in the case of alloy 2 after a fast reduction of n
there is a clear tendency of n to decrease more slowly up to
the fulfilment of the instability criterion. For the micro-
structures obtained at 200�C the situation completely differs
from that previously described at higher transformation
temperatures. Both alloys have some relevant features in
common, such as a high increase of n during the first stages of
plastic deformation followed by a drastic drop that ends at
low levels of plastic deformation.

Comparing V�F calculations and total elongations results in
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Fig. 4 Comparison of tensile properties between bainitic steels from Refs. 23–25 (open symbols) and those reported in this work (solid

symbols).
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Fig. 5 Transmission electron micrographs showing bainitic microstructures formed at 200�C after completion of the tensile test at room

temperature, (a) alloy 1 and (b) alloy 2.
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Tables 2 and 3, it can be deduced that morphology is not a
strong factor for the control of the mechanical stability of the
retained austenite, except for the case of the 300�C micro-
structure, where alloy 1 with V�F ¼ 0:11 has a total elonga-
tion of 29% whereas alloy 2 with V�F ¼ 0:09 exhibits a total
elongation of 27%. This situation changes at 200 and 250�C.
At 200�C, a higher fraction of thin films does not lead to
higher total elongations, whereas at 250�C the same fraction
of V�F ¼ 0:12 leads to different levels of total elongation ("T),
see Tables 2 and 3. This seems to suggest that the chemical
composition is an important factor controlling the mechan-
ical stability of retained austenite. Thus, and according to
Table 2, the retained austenite in alloy 2 is intrinsically more
stable that in alloy 1, or equivalently, lower Md temperatures
due to higher C and Al content.

This is supported by the profile evolution of the 002� peak
at different deformation stages, i.e., no deformation, 3% true
strain and fractured specimen, as shown in Fig. 7. In alloy 1 a
martensite peak, {002}�0 , appears in the spectra after a
deformation of 3% true strain, indicative that TRIP effect has
effectively started. This does not occur in alloy 2 where
martensite has not yet appeared. It is worth important to
notice that according to the X-ray analysis on fracture
surfaces of tensile specimens no austenite is present in any of
the cases.

These observations and the knowledge that there is a
correlation between the shape of n vs. true strain curves and
the rate at which retained austenite transforms to martensite
under strain, a possible explanation of the mechanisms

ocurring during tensile deformation can be formulat-
ed.21,27–30) The 200�C microstructures, with low fractions
and lowest stability of the austenite (high Md temperatures),
rapidly transform at very small strains. As a result, there is
little benefit of the strain induced transformation. The
situation changes as the fraction of more stable austenite
increases in the microstructure (low Md temperatures),
Fig. 6. In alloy 1 the 250�C retained austenite starts to
transform immediately after the initial maximum n and
transformation proceeds until the instability criterion is
reached, while in alloy 2 it starts to transform later, since the
austenite is mechanically more stable. It should be noted that
although both alloys have the same austenite fraction, the
total elongation of alloy 2 is 10% smaller than that of alloy 1.
It is suggested that this is due to the fact that the chemical
composition of retained austenite in alloy 2 makes it
mechanically too stable. High fractions of very stable
austenite are present at 300�C microstructures for both
alloys. As a result, transformation starts well after the
maximum n and continues progressively up to necking. Alloy
2 contains �10%more of more stable retained austenite than
alloy 1, even though the total elongation of alloy 2 is slightly
smaller than that of alloy 1, Table 3, supporting the idea that
the retained austenite in this alloy is too stable.

Theoretical calculations presented in Fig. 2(b) suggest that
the mechanical stability of austenite increases with the testing
temperature. Therefore to prove this hypothesis, a series of
tensile tests at 200�C were carried out on microstructures
obtained by transformation at 200�C. If the retained austenite

60 63 66 6960 63 66 69

002α

002α

{002}α’

N
o

rm
al

iz
ed

 in
te

n
si

ty

2-theta/ deg. 2-theta/ deg.

Alloy 1

No deformed

Fracture

True strain = 3%

Alloy 2

No deformed

True strain= 3%

Fracture

Fig. 7 Effect of deformation on 022� X-ray diffraction peak for the bainitic microstructure formed at 200�C in both alloys.

0

1

2

3

0 0.1 0.2

Alloy 1

RT

200°C

0

1

2

3

0 0.1 0.2

Alloy 2
RT

200°C

Engineering strain

E
n

g
in

ee
ri

n
g

 s
tr

es
s 

/ G
P

a

Fig. 8 Engineering stress–strain curves at room temperature and 200�C of microstructures obtained after transformation at 200�C.

1844 C. Garcı́a-Mateo and F. G. Caballero



present in alloy 2 is too stable, as it is suggested, these high
temperature tests would not introduce any substantial
improvement of the total elongation in alloy 2. Figure 8
shows the measured strain-stress curves, from tensile tests at
200�C, of microstructures obtained following transformation
at 200�C for both alloys. The results obtained in this way are
represented in Table 4. The YS has decreased in both alloys,
as expected, about 300MPa, and the UTS remains nearly
unchanged. Regarding total elongation, significant differ-
ences are found between both steels. In alloy 1 increasing the
test temperature produces an increase of the total elongation
by 17 percentage units, while for the Co–Al alloy the increase
is less than 2 percentage units, see Table 4. Following the
evolution of the incremental work hardening in Fig. 9, it is
possible to assure that in both alloys retained austenite
becomes more stable when compared with the room temper-
ature experiments. After an initial rapid increase to high
n values and subsequent decrease, both alloys exhibit, at
about 0.045 of true plastic strain, a minimum prior to a
continuous increase. These results confirm that the retained
austenite in alloy 2 is indeed mechanically too stable, which
inhibits taking full advantage of its beneficial effect on
ductility.

5. Conclusions

High-carbon, silicon-rich steels with bainitic microstruc-
tures obtained by transformation at very low temperatures
(200–300�C) were tested in order to characterise their
mechanical properties. The obtained microstructures exhibit
an extraordinary combination of tensile properties, which has
never before been achieved in bainitic steels. While strength
is mainly controlled by the fine ferrite plate thickness and its
dislocation density, ductility is controlled by the amount of
retained austenite and its capability of enhancing total
elongation by incrementing strain hardening. In this sense,
the desirable situation is that of a mechanically stable
austenite, but it has been shown that a too stable austenite is
no guarantee for better results. It was also demonstrated that

the mechanical stability of the retained austenite present in
these microstructures is mainly determined by its chemical
composition, or the ability of decreasing Md temperature,
rather than its morphology.

In any case, the ductility levels achieved, 4.6–29% in total
elongation, are extraordinary given the strength levels
reported, up to 2.2GPa.
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