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Femtosecond time-resolved microscopy has been used to analyze the structural transformation dynamics
�melting, ablation, and solidification phenomena� induced by intense 130 fs laser pulses in single-crystalline
�100�-germanium wafers on a time scale from �100 fs up to 10 ns. Complementary information on longer
time scales �350 ps–1.4 �s� has been obtained by means of simultaneous streak camera and photodiode
measurements of the sample surface reflectivity. In the ablative regime, transient surface reflectivity patterns
are observed by fs microscopy on a ps to ns time scale as a consequence of the complex spatial density
structure of the ablating material. Complementing point-probing streak camera measurements allow one to
characterize the temporal evolution in real time up to 40 ns after the fs-laser pulse excitation. Fs microscopy
reveals additional reflectivity patterns for fluences below the ablation threshold of the germanium. It is shown
that these patterns are originating from the selective removal of the native oxide layer at the wafer surface
within a certain fluence range. After solidification, and in contrast to other semiconductors, surface amorphiza-
tion has not been observed in �100�-germanium upon femtosecond laser pulse irradiation in the studied fluence
range.
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I. INTRODUCTION

Germanium �Ge� is a group IV semiconductor with a high
carrier mobility that has been widely used in solid-state elec-
tronics. Due to its small bandgap energy, Ge can be optically
excited with infrared and near infrared radiation which
makes it useful for detection and modulation applications.1

Indirect interband transitions between the valence and the
conduction band require a minimum photon energy of
0.66 eV, whereas at least 0.80 eV are needed for a direct
transition.2

Several studies have been devoted to the interaction of
laser radiation with this semiconductor for laser energy den-
sities �fluences� below the damage threshold.3–5 Close to and
above this threshold there have been a number of studies
investigating the dynamics of phase transitions such as melt-
ing, ablation, or rapid resolidification phenomena in the pi-
cosecond to microsecond temporal scale.4,6–10 Up to now,
very few studies are available regarding the dynamics of ul-
trafast phase transitions in germanium induced by femtosec-
ond laser pulses.11–13

In this paper we report a detailed study of the melting,
ablation, and resolidification dynamics of single-crystalline
germanium �c-Ge� under femtosecond laser pulse irradiation
using time- and space-resolved reflectivity measurements.
Femtosecond time-resolved microscopy has already been
used in investigations of laser-induced phase transitions in
other semiconductors such as carbon �C�,14 silicon �Si�,15,16

or the III-V compound material gallium arsenide
�GaAs�.13,17,18 In this pump and probe technique each laser
exposure provides a single data point on a time axis. By
means of performing multiple measurements the time evolu-
tion of the signal can be reconstructed. Due to practical limi-
tations in the use of optical delay lines, this technique has
been typically used for delays up to a few nanoseconds,
whereas typical solidification processes �crystallization/

amorphization� can occur on much longer time scales. In
contrast to the pump and probe approach which is usually
referred to as a time-resolved technique, so-called real-time
measurements can provide the complete time evolution of
the signal at a single sample location using a single laser
pulse exposure.19 As a consequence, this approach is very
robust to sample inhomogeneities and laser pulse fluctua-
tions. The detectors used are either fast photodiodes or streak
cameras, depending on the desired time window and tempo-
ral resolution.

Our study, combining both approaches and covering a
time span from �100 fs up to a few �s, provides detailed
insights into the dynamics of melting and ablation as well as
the subsequent resolidification phenomena, using both a fs-
time-resolved microscopy and complementary real-time
streak camera and photodiode measurements. Taking benefit
from the imaging capabilities of our setup, a phenomenon of
transient surface wave patterns due to the selective removal
of the native oxide layer is reported for the melting regime of
femtosecond laser pulse irradiated germanium when a certain
fluence threshold is exceeded.

II. EXPERIMENTAL METHODS

The data reported here were obtained on polished �100�
crystalline Ge wafers �p-doped, 0.02 � cm�. Before irradia-
tion, successive ultrasonic bath cleaning in different organic
solvents �trichloroethylene, acetone, and ethanol� was per-
formed. No attempt was made to remove the native oxide
layer of 3±0.3 nm thickness �determined by variable angle
spectral ellipsometry�.

The laser used for irradiation was a chirped pulse regen-
erative amplification Ti:sapphire laser system �Spectra Phys-
ics, Spitfire� providing linearly polarized pulses of �130 fs
duration at a center wavelength of 800 nm. Since at this
wavelength the photon energy of 1.55 eV is sufficient to in-
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duce a direct band transition, this mechanism is expected to
be dominant in the vicinity of the � point of the band struc-
ture. The resulting optical penetration depth 1/� at low in-
tensities is approximately 200 nm �Ref. 20�. The irradiation
of the sample was performed in air at atmospheric pressure.
Each surface region was irradiated only once in order to
induce structural modifications.

A. Fs-time-resolved microscopy (fs-TRM)

The temporal evolution of the surface reflectivity upon
irradiation of the sample was measured using a fs-time-
resolved microscopy �fs-TRM� setup that provides the capa-
bility of imaging the laser-excited surface for variable time
delays �up to 10 ns� between the surface exciting pump and
the illuminating probe pulses.

The fs-TRM experiment was based on a noncollinear
geometry16 with different wavelengths for the pump
�800 nm� and probe �400 nm� pulses �see Fig. 1�. An elec-
tromechanical shutter �S� allowed a single laser pulse to be
selected from a continuous pulse-train �100 Hz pulse repeti-
tion rate� provided by the regenerative amplifier system. The
selected laser pulse was then divided into pump and probe
pulses using a combination of a halfwave-plate � �

2
� and a

polarizing beam splitter cube �PBS1� for adjusting the energy
ratio between them.

Another combination of a halfwave-plate � �
2

� and a Glan
laser polarizer �P� was used in the pump beam for variable
energy attenuation. After passing through an optical delay
line �DL�, the pump pulse was focused by a lens �L1� at an
angle of incidence of 54° onto the sample surface, being
s polarized with respect to the plane of incidence. At the
surface, the elliptical Gaussian spot showed a diameter �1/e2

decrease� of 2w0,x�100 � and 2w0,y �60 �m along its long
and short axis, respectively.

The low intensity probe beam �previously split off from
the PBS1�, was frequency doubled by means of a nonlinear
crystal �BBO�. The residual 800 nm radiation was eliminated

by an IR-cutting bandpass filter �Schott, BG39�. The probe
beam was then focused by a lens �L2� to the back-focal plane
of a long-working distance microscope objective �MO: Mi-
tutoyo, M-Plan-NIR, 20� , NA=0.4� after reflection in a
polarizing beam splitter cube �PBS2�. A quarterwave-plate
� �

4
� was used to convert the linear polarization state into a

circular one. The MO finally recollimates this beam such that
it can be used for normal incidence illumination of the
sample area which is excited by the 800 nm pump beam.

The probing 400 nm radiation reflected at the sample sur-
face was then reconverted to a linear polarization state of
orthogonal orientation by passing a second time through the
same �

4 plate. The probe beam, capable thus to pass through
PBS2, was used directly to image the laser-excited surface
region by means of the MO and an additional tube lens �TL,
f =200 mm� onto a CCD-camera �PCO, Pixelfly HiRes, im-
age acquisition time 100 �s�, which was computer con-
trolled and synchronized with the laser system. In order to
separate the imaging radiation from scattered light of the
pump beam or light originating from optical plasma emis-
sions during the ablation process, a narrow band interference
filter �IF� with a center wavelength of 400 nm and a band-
width of 10 nm was additionally placed in the imaging path.

The reflectivity measurements were performed with a
probe beam fluence well below the melting threshold,
whereas the fluence in the pump beam was sufficient to in-
duce phase transitions such as melting or ablation. The pump
pulse energies were measured by means of a photodiode
�PD� calibrated against a pyroelectric detector at the sample
site.

At each sample position, two measurements had been
used to determine the laser-induced reflectivity change at the
chosen delay time 	. The first measurement �with the pump
pulse blocked by the beam stop �B�� was used to obtain a
reflectivity image R0�x ,y� of the sample surface at the mea-
surement position before exposure of the pump pulse,
whereas the second allowed the recording of the surface re-
flectivity image R�	 ,x ,y� upon pump pulse excitation. The

normalized reflectivity change 
R
R �	 ,x ,y�=

R�	,x,y�−R0�x,y�

R0�x,y� has

then been calculated by subtracting both images and by nor-
malizing by the reflectivity in the undisturbed surface. In this
way, the image normalization procedure allows one to take
into consideration the spatial profile of the illumination
probe beam as well as variations in the surface reflectivity
due to contaminants, small surface imperfections, etc.

Apart from the two images of the nonirradiated surface
and the transient image at the chosen delay time, an addi-
tional image has been acquired at the same sample site sev-
eral seconds after the irradiation with the pump pulse in or-
der to reveal the permanent surface modifications. In the
following, those final images are indicated by the symbol
“�”.

The estimated uncertainty in 
R /R at this probing wave-
length is �0.05. The temporal resolution of the fs-TRM
setup has been determined to be approximately 400 fs.

B. Real-time reflectivity measurements (RTR)

In order to analyze the surface reflectivity changes over
longer time scales from the ps- to the �s-range, a comple-

FIG. 1. �Color online� Scheme of the experimental fs-TRM
setup. Abbreviations: B—beam stop; BBO—nonlinear crystal;
BG39—bandpass filter; BS—beam splitter; CCD—camera; DL—
delay line; IF—interference filter; �

2 —halfwave-plate;
�

4 —quarterwave-plate; L—lens; MO—microscope objective;
P—Glan laser polarizer; PBS—polarizing beam splitter; PD—
photodiode; S—electromechanical shutter; TL—tube lens.
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mentary approach has been used �Fig. 2�. It is essentially
based on the fs-TRM setup and can be used with small modi-
fications to perform real-time reflectivity measurements
�RTR� by means of a streak camera �Hamamatsu Model
C5680, equipped with a single-sweep unit Model M5676;
time resolution of 350 ps in a time window 50 ns� and a fast
photodiode coupled to an oscilloscope �time resolution of a
few ns�.

In that approach, the 400 nm fs-probe beam was substi-
tuted by a continuous wave �cw�, single mode and single-
frequency probing Ar+-laser beam �514.5 nm�, modulated by

means of an acousto-optical modulator �AOM� to produce a
single rectangular pulse of 2 �s duration. This probe pulse
was synchronized with the fs-laser pulse. In order to perform
a point-probing measurement in the center of the fs-pumped
area, the lens �L2� in the probe beam path, focusing to the
back-focal plane of the MO, was removed generating a fo-
cused Gaussian beam with a diameter of 2w0�0.9 �m at the
sample surface. Hence, a pump-to-probe spot size ratio of
�110 was used experimentally. The back-reflected probing
signal was recollimated by the MO and analyzed simulta-
neously by means of the streak camera �SC� and the photo-
diode �PD�. For that purpose, a spectral separation of the
monochromatic probing Ar+ laser beam and other radiation
contributions, such as light of the fs-pump beam scattered
from the surface upon irradiation or possible subsequent op-
tical plasma emissions, was performed using a prism pair
�PR� just after PBS2. As in the case of fs-TRM, the normal-
ized surface reflectivity change 
R /R has been calculated
using the reflectivity value of the undisturbed surface. The
uncertainty in 
R /R are �0.04 and �0.03 for the streak
camera and the photodiode measurements, respectively. Ad-
ditional details regarding the temporal characteristics of the
probing laser beam and the photodetection systems �PD, SC�
can be found in Ref. 19.

III. RESULTS AND DISCUSSION

A. Fs-laser-induced ablation

1. fs-TRM

A series of fs-TRM images obtained on a germanium sur-
face is shown in Fig. 3 for an excitation peak fluence in the
ablative regime ��0=3.10±0.08 J /cm2�, well above the ab-

FIG. 2. �Color online� Scheme of the experimental RTR setup.
Abbreviations: AOM—acousto-optical modulator; BS—beam split-
ter; DL—delay line; �

2 —halfwave-plate; �

4 —quarterwave-plate;
L—lens; MO—microscope objective; P—Glan laser polarizer;
PBS—polarizing beam splitter; PD—photodiode; PR—prism pair;
S—electromechanical shutter; SC—streak camera.

FIG. 3. Images of a germanium surface at different times after the exposure to the pump pulse �pump fluence 3.10±0.08 J /cm2, ablative
regime�. A denotes an imaging artifact which is not related to a modification of the sample surface. The image sequence is encoded in a linear
gray scale with an optimized contrast.
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lation threshold fluence ��abl=1.32 J /cm2�. The series cov-
ers the entire period from shortly after the end of laser en-
ergy deposition up to the appearance of the final surface
structure. The number in each frame indicates the delay time
between the pump and the probe pulse. Because of the large
angle of 54° between the pump beam and the imaging probe
beam, the laser excited area has an elliptical shape. Note that
the small dark feature �indicated by “A”� in Figs. 3�a�–3�c� is
an imaging artifact, arising from an optical reflection in the
setup in conjunction with the image normalization proce-
dure. It is not related to any transient physical process at the
sample surface.

At early times, immediately after the arrival of the pump
pulse to the surface �400 fs delay�, an increase of the surface
reflectivity in the center of the irradiated spot can be seen
�Fig. 3�a��. This is due to the strong electronic excitation
resulting in the formation of an electron-hole plasma, which
can destabilize the lattice structure on a subpicosecond time
scale when a critical electron density between 1021 and
1022 cm−3 in the conduction band is exceeded.21 This ul-
trafast phase transition is usually referred to as nonthermal
melting and has already been reported in germanium11,12 and
also in other semiconductors.17,22–24

Already after 1 ps, the reflectivity of the entire irradiated
region has increased to almost the same reflectivity value as
for the center of the image for 400 fs delay time, giving rise
to the appearance of a bright elliptical area with a sharp
defined edge �Fig. 3�b��. It is associated with the formation
of an optically thick layer of liquid metallic germanium
��-Ge� on the surface. Note that the optical penetration depth
of the 400 nm probe radiation in �-Ge is only 7–8 nm.25

On a time scale of tens of picoseconds, the reflectivity of
almost the entire spot is lowered �Fig. 3�c��, which might
arise from the optical properties of a superheated liquid.17,26

After some tens to hundreds of picoseconds, an even
darker appearing zone of strongly decreased reflectivity can
be seen in the central region of the spot �Fig. 3�d�, 100 ps
delay�. It is indicative of the onset of ablation. At later times
a characteristic pattern of rings develops from this dark cen-
tral feature �Fig. 3�e�, 1 ns delay�. Additional images taken
for delay times between 100 ps and 1 ns �not shown here�
reveal that these fringes are moving from the center towards
the outer regions of the spot for increasing delays while in-
creasing their number and decreasing their radial spacings.
The nature of these rings has been already associated with an
optical interference effect �dynamically moving Newton
fringes�.16,27 The corresponding interference fringes are vis-
ible during the formation and spatial movement of a complex
material density profile as a consequence of the formation of
a so-called rarefaction wave �and its subsequent reflection,
when material is passing through the liquid-gas coexistence
regime28� after fs irradiation of semiconductors and metals.
The resulting density profile consists, at the air side of the
expanding material, of a thin ablating layer with nearly solid
state material density and a thickness smaller than the optical
penetration depth in this optically excited ablating layer.28,29

The partial reflections at this dynamically moving layer and
the reflection at the remaining surface underneath then al-
lows interference effects to occur transiently.

After 10 ns delay, fringes cannot be observed anymore in
the fs-TRM images �Fig. 3�f��. Their disappearance can

arise, for instance, from the gradual flattening of the initially
sharp density profile of the ablating layer.13 Another possible
reason for this behavior is that the distance of the interface of
the expanding ablated material to the surface has reached a
value larger than half the coherence length of the fs-probe
beam radiation ��15–20 �m�, thus making interference im-
possible. The RTR streak camera measurements presented in
Sec. III A 2 will provide more detailed insights into the ab-
lation dynamics on the ns time scale and will give additional
clues regarding the origin of the disappearance of the fringes.

Instead of the fringes, an irregularly shaded central region
of reduced reflectivity can be seen then which is surrounded
by an annulus of high reflectivity �Fig. 3�f��. The latter indi-
cates that the material is still molten in that area. Note that
the outer diameter of the molten ring has already reduced its
size when compared to earlier times �Figs. 3�b�–3�e��. This
indicates that the resolidification, which has started from the
outer and deeper lying regions of the melt pool, becomes
visible at the surface already after some nanoseconds. The
outer edge of the dark central region coincides with the bor-
ders of a crater observable in the final surface morphology,
as indicated by two horizontal lines �Fig. 3�g��. However, the
reduced reflectivity in the center of Fig. 3�f� when compared
to the final image �g� clearly evidences that after 10 ns the
probe beam radiation is still interacting with ablating mate-
rial.

To quantitatively follow the time evolution of the reflec-
tivity, we have plotted in Fig. 4 the normalized surface re-
flectivity change 
R /R as a function of the delay time, as
evaluated in the center of the spots shown in Fig. 3. This
representation is the equivalent to a point-probing conven-
tional fs-pump-probe experiment and provides complemen-
tary information to RTR measurements but on much shorter
time scales.

All discussed stages of nonthermal melting, ablation, and
a partial recovery of the reflectivity can be seen in Fig. 4.
The initial reflectivity increase on the subpicosecond to pi-
cosecond scale reaches values of 
R /R�0.35. The onset of
ablation after tens of ps then reduces the normalized reflec-
tivity change to values approaching −1.0 after 100 ps, which
means that the probe beam radiation is completely absorbed
in the excited surface region. After 1 nanosecond, a partial

FIG. 4. Normalized surface reflectivity change 
R /R as a func-
tion of time as measured in center of the irradiated regions shown in
Fig. 3. Note the logarithmic time axis. The true zero delay is
marked by an arrow. The final reflectivity change �
t=�� is marked
on the right-hand horizontal axis. The line is to guide the eye.
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reflectivity recovery is seen, finally leading to a permanent
normalized reflectivity change of −0.55. Note that the com-
plete reflectivity dynamics especially on time scales longer
than 1 ns is not resolved in our fs-TRM experiments here,
which underlines the benefit of complementary point-
probing RTR measurements covering those longer time
scales.

2. Ps- and ns-RTR

The ablation process has been studied on longer time
scales �ns-�s� using the RTR setup. Figure 5 shows the tem-
poral evolution of the normalized surface reflectivity change
as probed simultaneously by the streak camera ��a�–�d�� and
the photodiode ��e�–�h�� in the center of the irradiated region
upon irradiation at four different pump peak fluence levels
up to two times the ablation threshold fluence. At a fluence
�0=1.35 J /cm2, slightly above the ablation threshold �Fig.
5�a��, the normalized reflectivity change shows rapid oscilla-
tions that last for more than 40 nanoseconds. They are asso-
ciated with the outward moving dense shell of ablated mate-
rial, which has already been observed in the fs-TRM �Fig. 3�.
This is a direct observation of the outward moving dense
shell of ablating material for time scales up to
40 nanoseconds as well as in real time for a single laser
pulse.

As seen in Figs. 5�a�–5�c�, the period of the reflectivity
oscillation 
t strongly depends on the laser fluence. For a
fluence level of 1.35 J /cm2 �Fig. 5�a�� an average oscillation
period of 2.6 ns is found, whereas at a higher level of
1.68 J /cm2 it lasts only 0.7 ns �Fig. 5�c��. The shortest oscil-
lation period of 0.5 ns was observed at 2.08 J /cm2 �data not
shown here�. These quantitatively measured values for 
t
provide a way for the estimation of the speed of the outward

moving dense shell of material.49 For that we assume that it
consists of a layer with constant density and thickness which
initially propagates away from the remaining surface at con-
stant velocity v=
x /
t,30 thus leaving behind a gas-filled or
bubblelike space with a real part of the refractive index close
to 1 �conditions already used and discussed in more detail in
Refs. 18 and 28�. The assumption of a constant velocity is
justified by the experimental results shown in Fig. 5: The
period of the reflectivity oscillations is constant �e.g., in Fig.
5�a��, indicating that the speed of the shell of ablating mate-
rial is constant at least during the first tens of nanoseconds.
Then, for adjacent temporal reflectivity maxima or minima,
an interference condition 2�Re�n��
x=1�� should hold
for the probing wavelength �=514.5 nm. Hence, the average
velocity can be calculated via v=� / �2 Re�n��
t�
�� / �2
t�. This simple relation provides values between
100 m/s �1.35 J /cm2� and 515 m/s �2.08 J /cm2�.

In contrast to the fs-TRM measurements, a continuous
wave argon laser is used here to probe the reflectivity dy-
namics of the surface. Hence, the coherence length of the
laser beam plays no role in the disappearance of the fringes,
as it may in the case of fs microscopy. The RTR technique
allows one then to evaluate the “lifetime” of the ablating
layer, i.e., the time during which the density profile is suffi-
ciently sharp in the propagation direction and homogeneous
in the perpendicular direction to allow interference effects to
be observed. As shown in Figs. 5�a�–5�d�, this lifetime
strongly decreases with increasing fluences from more than
40 ns for 1.35 J /cm2 down to 5 ns for 2.08 J /cm2 �data not
shown here�. For fluence levels exceeding 2.67 J /cm2 �Fig.
5�d�� the oscillations are not visible anymore. This can be
explained by the temporal period of the reflectivity oscilla-
tions which becomes at high fluences too small to be re-
solved by the streak camera �350 ps time resolution under
the present conditions�.

The RTR measurements finally allow one to determine the
distance covered by the ablated layer before the oscillations
disappear in the streak camera transients. If m is the number
of oscillations observed experimentally, this distance is sim-
ply given by d=m�� / �2 Re�n���m�� /2. This distance
decreases for increasing fluences, ranging from more than
4 �m for 1.35 J /cm2 to �2 �m for 2.08 J /cm2 �Fig. 5�a�:
m16 �1.35 J /cm2�, Fig. 5�b�: m�16 �1.53 J /cm2�, Fig.
5�c�: m�13 �1.68 J /cm2�, not shown: m�9 �2.08 J /cm2��.
In all cases, 2�d is smaller than the coherence length of the
laser pulses used in the fs-TRM measurements �30–40 �m�.
Assuming that the observed monotonous decrease of d with
laser fluence continues for higher fluences, d should be even
smaller in the measurements reported in Fig. 3 for a peak
fluence level of 3.10 J /cm2. The disappearance of the spatial
fringes in fs-TRM for high fluences and long delays �10 ns,
Fig. 3�f�� can thus be attributed to the modification of the
density profile of the ablating layer only �decreasing sharp-
ness of the interfaces, as first proposed in Ref. 13� rather than
to the short coherence length of the fs probe pulse.

Along with the shortening of the oscillation period and
duration, also the movement of a shoulder �marked with an
“S” in streak camera transients� towards longer times can be
observed in the entire series �Figs. 5�a�–5�d��. This shoulder

FIG. 5. Normalized surface reflectivity change as a function of
time as measured with streak camera �a�–�d� and with a photodiode
�e�–�h� at four different fluence levels ��a�+ �e�: 1.35 J /cm2, �b�
+ �f�: 1.53 J /cm2, �c�+ �g�: 1.68 J /cm2, �d�+ �h�: 2.67 J /cm2�.
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arises from the solidification of the liquid layer left on the
surface underneath the ablating materials having a higher
reflectivity than the solid �see also Sec. III B 2�: Since the
ablating layer leading to the interference effects is not opti-
cally thick, the reflectivity dynamics of the molten layer un-
derneath will contribute to the reflectivity signal. Once this
layer undergoes solidification �after some tens of ns� the re-
flectivity drops significantly which leads to the appearance of
the shoulder S �compare to the results presented in Fig. 11�.
Hence, in this regime of fluences slightly above the ablation
threshold, the streak camera is capable of monitoring both
the interference effects due to ablating material as well as the
solidification dynamics of the material underneath.

The corresponding surface reflectivity transients as mea-
sured simultaneously with the photodiode for times up to
1.4 �s after the arrival of the pump pulse are shown in Figs.
5�e�–5�h�. The rapid reflectivity oscillations as seen in the
streak camera transients are not resolved by the photodiode
detection system. All transients show a similar behavior and
are dominated by an initial drop of the reflectivity followed
by slow recovery of the reflectivity on the time scale of a few
microseconds. This reflectivity recovery cannot solely be as-
sociated with the change of the optical properties of the hot
germanium after the resolidification upon cooling down to
room temperature, since in c-Ge and for our conditions such
a process would lead to a reflectivity drop of less than 10%.9

Hence, we rather relate it to the shielding of the probe beam
due to thermally induced ablation products arising from ther-
mal evaporation, or the formation of clusters and large par-
ticles, which all would absorb and scatter the probe beam
radiation. Along with the amplitude of the drop in the reflec-
tivity, this scenario is supported by the characteristic time
scale in the nanosecond to microsecond range which has
been also observed for the fs-laser pulse ablation of metals.31

Note that the final reflectivity change at the end of the mea-
surement interval �after 1.4 �s� is gradually decreasing from
�0 to �−0.15, even if a steady state reflectivity value might
not have been reached at the highest fluences. This gradual
decrease is consistent with the formation of a crater in the
surface �always observed in the images of the permanent
surface modification�, which decreases the reflectivity due to
its surface roughness and increasing depth.

B. Fs-laser-induced melting and resolidification

1. fs-TRM

The evolution of the surface reflectivity has been studied
by means of fs-TRM also in the fluence regime between the
melting and the ablation thresholds. Figure 6 shows an image
sequence for four different peak fluences at a fixed delay of
1 ns. As can be seen, no reflectivity decrease develops in the
bright center of the irradiated region �compare to Fig. 3�e��.
None of the images shows features being consistent with the
ablation of Ge in the corresponding fluence interval, suggest-
ing that no ablation of germanium occurs here. Also the final
state of the surface does not indicate the formation of an
ablation crater on the surface �images not shown�.

Surprisingly, one can clearly observe a similar pattern of
fringes �like in the regime of ablation� once a certain fluence

threshold ��0.55 J /cm2� is exceeded �compare Fig. 6�a� and
Figs. 6�b�–6�d��. These fringes are spatially confined to a
central area of the spots which is smaller than the entire
molten region for all delay times studied.

In Fig. 7, a direct comparison of representative horizontal
reflectivity change profiles is shown. The oscillations in the
melting regime show a much smaller degree of reflectivity
modulation �
R /Rfr�melting�� �0.50¯0.85�, see Fig. 7�a��
than the previously described fringes in the ablative regime
of germanium �
R /Rfr�ablation�� �−1.0¯1.0�, see Fig.
7�b��. This underlines that different processes have to be in-
volved in their formation.

Figure 8 shows a more detailed analysis of the temporal
and the spatial reflectivity dynamics in laser-induced melt
spots as induced by laser pulses with pump peak fluences of
0.83±0.03 J /cm2.

For early times �400 fs delay�, a small bright central area
without sharp boundary can be seen in Fig. 8�a�. Its size
increases until the following 10 ps �Figs. 8�b�, 1 ps and 8�c�,
10 ps� until a bright spot of �60 �m horizontal diameter
with sharp boundaries can be seen after 100 ps �Fig. 8�d��,

FIG. 6. Images of a germanium surface at 1 ns delay after the
exposure to pump pulse of four different fluences in the melting
regime �a�: 0.51, �b�: 0.59, �c�: 0.75, and �d�: 1.12 J /cm2 below the
ablation threshold �1.32 J /cm2�. The image sequence is encoded in
a linear gray scale with an optimized contrast.

FIG. 7. �Color online� Horizontal profiles of 
R /R after 1 ns
delay for two different laser fluence values of �a� 0.83 J /cm2 �melt-
ing, compare Fig. 8�f�� and �b� 3.10 J /cm2 �ablation, compare Fig.
3�e��.
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indicating the formation of a surface layer of molten germa-
nium.

An additional fringe pattern then starts to develop at the
surface of the melt pool. As in the case of the fringe pattern
observed in the ablative regime, the melt fringes are formed
in the center of the spot after �200 ps before moving toward
the outer edge of the melt pool during the following nano-
second �Figs. 8�e� and 8�f��. After 10 ns, the surface is nearly
completely resolidified and only a very small pool of molten
material can be seen in the center �Fig. 8�g��. Additionally,
there is a single fine dark elliptical contour line visible which
circumvents the region where the melt fringes have been
observed at earlier times. Note that the latter phenomenon is
of transient nature only and is not visible anymore in the
image of the permanent surface modification �Fig. 8�h��.

Interestingly, the surface reflectivity of the already solidi-
fied area is still slightly increased �see Fig. 8�g�, 
R /R
�0.02–0.05�. This increase can be attributed to the change
of the optical properties of hot crystalline germanium since
at the probe wavelength of 400 nm, the surface reflectivity of
c-Ge increases by a few percent for rising temperatures close
to the melting temperatures �e.g., 
R /R�c-Ge,400 nm,
1125 K��0.02–0.03�.32

In order to reveal the physical origin of the transient
fringes in the melt regime, the phase velocity vp=� /k
=��k

�l
tanh�hk� and the group velocity vgªd� /dk of a sur-

face capillary wave33 have been estimated for a melt pool
thickness of h=350 nm.50 Taking the thermophysical con-
stants of liquid germanium �liquid mass density �l=5.5
�103 kg/m3, surface tension �=600�103 N/m�34 and an
experimentally observed fringe spacing of �=2� /k
=2.42 �m, values of vp=14.3 m/s and vg=25.8 m/s are
found.51 Both values are by three orders of magnitude
smaller than the speed of the fringes moving outwards to the
edge of the spot �25 km/s�.52

The striking similarity in the temporal development
�100 ps–few ns� and in the spatial period of the fringes �few
micrometers� suggests that the low-contrast fringes in the
melting regime are generated by the selective ablation of the
native oxide layer which is covering the Ge sample surface.
This effect of surface oxide removal upon fs-laser pulse ir-
radiation at fluence levels between the melting and the abla-
tion threshold has already been observed for silicon in ex situ
optical and atomic force microscopic studies,35 whereas here
we provide direct evidence for such a process by an optical
in situ technique. A selective oxide removal has also been
reported for ns-laser pulse irradiation of germanium wafers
with fluences below their ablation threshold at 193 nm wave-
length where the oxide is slightly absorbent.8 Furthermore,
the hypothesis of oxide removal is fully consistent with our
experimental observations, i.e., �i� the existence of a thresh-
old behavior for the appearance of the fringes, �ii� the spatial
confinement of the fringes to a region smaller than the extent
of melting, and �iii� the thermophysical properties of Ge and
the covering oxide layer. We will discuss these issues in
more details in the following:

Ad (i) and (ii): For a fixed delay of 1 ns, we have ana-
lyzed the outer horizontal diameters of the molten region as
well as those of the fringe pattern as a function of the peak
laser fluence �0 �Fig. 9�. In both cases, a functional depen-
dence of D2=2w0

2 ln��0 /�th� is found �w0=50 �m: Gauss-
ian 1/e2-beam radius�. This dependence is exactly the one
predicted for any threshold ��th� dependent process induced
by a spatially Gaussian pulse. Moreover, back-extrapolating
D2→0 allows a quantitative determination of both thresh-
olds. A value of �th,fr=0.55 J /cm2 has been found for the
onset of the appearance of the fringes, whereas for melting
we have found the smaller value of �m=0.39 J /cm2. Since
the threshold for fringes is higher than the melting threshold,
this explains also why the fringes are confined to an area
smaller than the molten region.

FIG. 8. Images of a germanium surface at different times after the exposure to the pump pulse �pump fluence 0.83±0.03 J /cm2, melting
regime�. The image sequence is encoded in a linear gray scale with an optimized contrast.
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Ad (iii): The hypothesis is further supported by the ther-
mophysical data of germanium and its native oxide. Amor-
phous germanium dioxide �a-GeO2� melts at higher tempera-
tures than germanium �Tm�a-GeO2�=1347 KTm�c-Ge�
=1210 K�30 but it evaporates at a temperature �500° lower
than germanium does �Tb�a-GeO2�=2625 K�Tb�c-Ge�
=3104 K�.30 Since the laser-induced temperature rise is mo-
notonously increasing related to the local laser fluence, a
thermally induced oxide removal will occur in the melting
regime of germanium at fluences lower than the ablation
threshold.

It should be noted here that for thermally grown oxide
films �50–1200 nm thickness� on silicon, a blistering and
delamination of the oxide films has been observed very re-
cently by post-irradiation atomic force and optical micros-
copy following NIR fs-laser pulse irradiation.36 This also
suggests that in our case of a thin native oxide layer on
germanium its removal should start at the semiconductor/
oxide interface.

In Fig. 10 both the horizontal diameter of the molten re-
gion and the normalized surface reflectivity change in the
center of the irradiated area are plotted as a function of the
delay time between the pump and the probe pulse.

The horizontal diameter of the molten surface region in-
creases during the first 10 ps until a saturation value of
60 �m is reached �Fig. 10�a��. This might be indicative of a
thermal melting process. Between 1 ns and 10 ns the diam-
eter starts to decrease again upon solidification of the melt
pool which is completed for times between 10 and 100 ns.

In contrast, the normalized surface reflectivity change in-
creases within the first picosecond to the experimentally
measured level of the liquid �
R /R�exp��0.65� at 400 nm
probe wavelength �Fig. 10�a��. For times between 1 ps and
approximately 100 ps, a transient reflectivity decrease up to
25% can be seen. Since this change is too large to be ex-
plained only by the changes of the optical properties of a
superheated liquid �as it has been observed in other semicon-
ductors like silicon26 and GaAs �Ref. 17��, the onset of ab-
lation of the oxide layer may additionally contribute to it.
After 100 ps delay time, the liquid reflectivity value is recov-

ered again. No permanent surface reflectivity change has
been observed after the resolidification �
R /R���=0�.

2. Ps- and ns-RTR

As in the ablative regime, the fs-laser induced melting has
been studied on longer timescales �ns-�s� using the RTR-
setup. Figure 11 shows the temporal evolution of the normal-
ized surface reflectivity change as probed simultaneously by
the streak camera ��a�–�c�� and the photodiode ��d�–�f�� in

FIG. 9. �Color online� Square of the transient horizontal diam-
eters D2 at a pump-probe delay of 1 ns as a function of the incident
laser fluence �0 for fluence below the ablation threshold of c-Ge.
The full squares show the data for the molten region, whereas the
open circles represent the data for the transient fringe pattern. The
solid line indicate least-squares-fits for irradiation with a spatially
Gaussian laser beam.

FIG. 10. �Color online� Horizontal diameter D of the molten
region �a� and normalized surface reflectivity change 
R /R in cen-
ter �b� as a function of time as measured for the irradiated regions
shown in Fig. 8. Note the logarithmic time axis. The true zero delay
is marked by an arrow. The final reflectivity change �
t=�� is
marked on the right-hand horizontal axis. The lines are to guide the
eye.

FIG. 11. Normalized surface reflectivity change as a function of
time as measured with a streak camera �a�–�c� and with a photodi-
ode �d�–�f� at three different fluence levels ��a�+ �d�: 0.75 J /cm2,
�b�+ �e�: 0.84 J /cm2, �c�+ �f�: 1.32 J /cm2�.
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the center of the irradiated region upon irradiation at three
different pump peak fluences in the melting regime.

In all streak camera transients �Figs. 11�a�–11�c��, a simi-
lar behavior can be seen, i.e., a rapid reflectivity increase to a
reflectivity plateau with a saturated level of �
R /R�max

�0.46. This is indicative of the formation of a molten layer
at the surface with a thickness greater than the optical pen-
etration depth of the probing 514.5 nm radiation �8 nm, see
Table I�. The experimentally observed plateau values be-
tween 0.45 and 0.48 in the normalized reflectivity change
perfectly agree with the value of 0.46 obtained by thin film
optical simulations for an optically thick layer of molten ger-
manium, which is covered by a native oxide layer �see Sec.
III B 3�, as indicated by dashed horizontal lines �Fig. 11�.
The plateau lasts only for up to a few tens of nanoseconds
�fluence dependent�. After the plateau, the reflectivity change
decreases again to a final level around 
R /R�40 ns��
−0.04. Depending on the fluence, this occurs within 3 ns
�Fig. 11�b�� and 8 ns �Fig. 11�c��. Analyzing the temporal
onset of resolidification in the melting regime shows that the
melt-duration scales approximately linearly with the laser
fluence �data not shown here�. Along with the high thermal
conductivity of the crystalline material �0.6 W/ �cm·K�2�
this is indicative of an interfacial resolidification process,
which will be analyzed in detail in Sec. III B 3.

Since the complementary photodiode transients �Figs.
11�d�–11�f�� do not fully resolve the reflectivity plateau, their
maximum values �
R /R�max are systematically below that
measured by the streak camera. It is interesting to note in this
context that immediately after solidification the reflectivity
level is slightly lower than the initial one �especially in Figs.
11�c� and 11�f��. This can be explained by the temperature
dependence of the optical properties of c-Ge.9 However, it
can be seen at longer times that the reflectivity recovers its
initial value, i.e., 
R /R�1.4 �s�=0.

Note that the fluence for the reflectivity transient shown in
Figs. 11�b� and 11�e� �0.84 J /cm2� is comparable to the one
of the image series depicted in Fig. 8 �0.83 J /cm2�. Consis-
tently, in both figures the resolidification of the liquid layer
can be seen to occur after �10 ns. However, due to the small
modulation depth of the reflectivity oscillations when com-
pared to the signal-to-noise ratio, the fringes in the melting

regime cannot be resolved in our RTR measurements, as op-
posed to the ablative regime in which this was possible �Fig.
5�.

3. Calculations of the reflectivity changes

Additional insights into the processes occurring in the
melting regime can be obtained from thin film optical calcu-
lations, especially by modeling the surface reflectivity
change upon melting and resolidification, which might in-
duce the formation of an amorphous top layer. For bulk
semiconductors it was found that the resolidification of a
laser-induced melt layer occurs interfacially from the solid/
liquid interface and the solidifying material turns to an amor-
phous state when a critical speed in the order of 1–25 m/s is
exceeded for the velocity of the resolidification front.37–40 At
such velocities, there is not enough time for the nucleation of
a crystalline phase, which leads to the formation of the amor-
phous material.

The evolution of the reflectivity in such a scenario has
been modeled by considering a thin film of molten or amor-
phous material with variable thickness on top of a crystalline
substrate. Additionally, it is assumed that the surface exposed
to air is covered by a transparent native layer of amorphous
germanium dioxide �a-GeO2�. The optical model used
takes into consideration the fully coherent superposition of
Fresnel reflections at all interfaces �air/oxide, oxide/
liquid�amorphous� and liquid�amorphous�/solid� for the
given probe wavelengths �400 nm or 514.5 nm�, both at nor-
mal incidence.35,41 For direct comparison, also the case of an
oxide-free surface has been considered. The optical constants
n+ ik for the different material phases �c-Ge, a-Ge, �-Ge,
and a-GeO2� used for the thin film optical calculations are
summarized in Table I.

In our calculations, the presence of few nanometers thick
transparent oxide layer on the surface causes the reflectivities
to be lowered by a few percent. For example, the reflectivity
of bulk single-crystalline germanium at both probe wave-
lengths are R�c-Ge,400 nm�=0.47 and R�c-Ge,514.5 nm�
=0.51, whereas the values for native oxide covered bulk ma-
terial are R�a-GeO2�3.0 nm� /c-Ge,400 nm�=0.46 and
R�a-GeO2�3.0 nm� /c-Ge,514.5 nm�=0.50, respectively.

Since the native oxide layer is already present on the non-
irradiated wafer surface, the latter values have been used to
evaluate all normalized reflectivity changes in our thin film
optical calculations. Then, the removal of the native oxide
layer causes an increase of the normalized surface reflectivity
change—in contrast to heating effects, which are lowering
the reflectivity by up to 10% �see above�. However, these
calculations indicate that the differences in the reflectivity
between an oxide-covered and an oxide-free wafer surface
are too small to be detected directly by our optical probing
setups. Nevertheless, following our hypothesis of oxide re-
moval, its direct experimental detection seems to be possible
when additional interference phenomena are involved as it is
the case in Fig. 8, giving rise to the fringe pattern.

�a� Melt-layer: The results of these surface reflectivity
calculations at both probe wavelengths are shown in Fig. 12,
where the normalized surface reflectivity change 
R /R is
evaluated for different thicknesses dl of a liquid layer of Ge

TABLE I. Optical constants �complex refractive index n+ ik�
used for the thin film optical calculations.

Phase Wavelength Refractive index Opt. penetration Ref.

� �n+ ik� depth � / �4�k�
�nm� n k �nm�

c-Ge 400 4.14 2.21 14.4 20

514.5 4.61 2.45 16.7 20

�-Ge 400 1.81 4.25 7.5 25

514.5 2.51 5.12 8.0 25

a-Ge 400 3.48 2.89 11.0 42

514.5 4.30 2.30 17.8 42

a-GeO2 400 1.64 0.00 � 43

514.5 1.61 0.00 � 43
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on top of the crystalline substrate. The reflectivity change has
been calculated for a layer system with a 3.0 nm thick native
oxide layer �solid lines� and also without any covering oxide
�dashed lines�.

In all curves �Fig. 12, curves A–D�, a rapid increase of the
surface reflectivity with increasing liquid layer thickness can
be observed before reaching a saturation level once the liquid
layer becomes optically thick. At the probe wavelength of
400 nm �Fig. 12, curves A and B�, we do not observe a
satisfying agreement between the experimentally determined
�compare Figs. 7�a� and 10�b�� and the calculated reflectivity
changes for the liquid phase since the average values in

R /R are too high by as much as 15% for the experimental
data �compare Table II�. The origin is not fully clear at the
moment, but the deviation is significantly larger than the
experimental error. Some uncertainty in the calculated values
might arise from the optical constants used for �-Ge which
were extrapolated to this probe wavelength from a least-
squares-fit based on a Drude model.25 At 514.5 nm probe
wavelength, both saturation levels of the normalized reflec-
tivity change for the oxide-free liquid �Fig. 12, curve C,

R /Rsat=0.47� and the oxide-covered liquid �Fig. 12, curve
D, 
R /Rsat=0.46� are in excellent agreement with the ex-
perimental data shown in Fig. 11 �
R /R=0.45–0.48�.

Along with the experimental data shown in Fig. 11, the
thin film optical calculations allow a quantitative estimation
of the velocity of the resolidification front while approaching
the surface: it is seen in Fig. 12 �curves C and D� that the
normalized reflectivity starts to decrease rapidly below the
bulk reflectivity level of the liquid at a thickness of �20 nm.
Accordingly we can use the transients in Fig. 11 to estimate
the time taken by the solidification front to travel a distance
equivalent to this liquid layer thickness. This time corre-
sponds to the time elapsed between the end of the reflectivity
plateau and the time at which the reflectivity reaches the
value of hot solid germanium which ranges from 3 to 8 ns.
Hence, mean interfacial speeds between 2.5 and 7 m/s are
estimated.

�b� Amorphous-layer: This speed is lower than the critical
speed of resolidification in other elemental semiconductors
with a diamond structure, such as silicon, where values be-
tween 12 and 25 m/s �depending on the crystal orientation�
have to be exceeded for inducing amorphization.37,38

Unfortunately, and to the best of our knowledge, no ex-
perimental data are available for the critical speed of reso-
lidification in germanium. However, Spaepen and Turnbull
have estimated the maximum crystallization speed for ger-
manium to be approx. 100 m/s �Refs. 44 and 45�.

In order to investigate the possible existence of an amor-
phus top layer induced by fs-laser pulse irradiation, addi-
tional thin film optical calculations have been performed for
a thin layer of amorphous material �a-Ge� with variable
thickness da on the single-crystalline wafer �c-Ge�. The re-
sults at both probe wavelengths are shown in Fig. 13. In
analogy to the case of a thin liquid layer, the normalized
surface reflectivity change has been calculated for a layer
system with a 3.0 nm thick native oxide layer �solid lines�
and also without any covering oxide �dashed lines�.

At 400 nm wavelength, both curves A and B show a rapid
increase of the surface reflectivity with increasing layer
thickness, followed by a damped oscillation before reaching
the saturation value, i.e., the “bulk” reflectivity of amorphous
germanium. The oscillation is caused by constructive and
destructive interference effects due to the partial reflections
mainly at the a-GeO2/�-Ge�a-Ge� and the �-Ge�a-Ge� /
c-Ge interfaces. The extinction coefficient k determines how
strong the oscillation is damped. For a-Ge films, thicknesses
larger than 75 nm are needed to saturate the reflectivity.
These saturation values are 
R /Rsat=0.10 for the oxide free
�Fig. 13, curve A� and 
R /Rsat=0.08 for the native oxide-
covered a-Ge surface �Fig. 13, curve B�.

FIG. 12. �Color online� Normalized surface reflectivity change
obtained by thin film optical calculations �0° angle of incidence� of
a layer of liquid Ge with variable thickness dl on top of a single-
crystalline substrate at two different probe laser wavelengths
�400 nm and 514.5 nm�. For the solid curves, an additional 3 nm
thick native oxide layer is considered, whereas the dashed curves
represent calculations without the oxide layer. The optical constants
used are listed in Table I. For labeling of the curves refer to the text.

TABLE II. Surface reflectivities obtained by thin film optical
calculations at different probe wavelengths �400 nm, 514.5 nm� and
for normal incident radiation. Additionally, the corresponding nor-
malized reflectivity changes 
R /R= �R−Rc� /Rc are listed, where Rc

represents the reflectivity of c-Ge covered by a 3.0 nm thick native
layer of a-GeO2. For comparison, the experimentally obtained val-
ues are listed. n.e.: no evidence.

Layer system Wave-
length
� �nm�

�Calc.�
R

Reflectivity
�Calc.�

R /R

�Exp.�

R /R

a-GeO2�3.0 nm� /c-Ge 400 0.464 0 0

514.5 0.503 0 0

c-Ge 400 0.471 +0.02 —

514.5 0.508 +0.01 —

a-GeO2�3.0 nm� /�-Ge 400 0.713 +0.54 0.50–0.85

514.5 0.735 +0.46 0.45–0.48

�-Ge 400 0.721 +0.55 0.50–0.85

514.5 0.739 +0.47 0.45–0.48

a-GeO2�3.0 nm� /a-Ge 400 0.511 +0.08 n.e.

514.5 0.480 −0.05 n.e.

a-Ge 400 0.510 +0.10 n.e.

514.5 0.485 −0.04 n.e.

BONSE et al. PHYSICAL REVIEW B 74, 134106 �2006�

134106-10



At 514.5 nm wavelength, the normalized reflectivity
change first decreases before reaching a small negative satu-
ration level of some percent �see Fig. 13, curves C and D,
and the quantitative values given in Table II�.

However, given the absence of any observable permanent
change in the surface reflectivity at both probe wavelengths
�400 nm and 514.5 nm� after fs-laser pulse irradiation at flu-
ences below the ablation threshold, we conclude that there is
no evidence for the formation of a superficial amorphous top
layer from the melt. Apparently, and in contrast to the fem-
tosecond laser pulse irradiation of other semiconductors like
�111�-silicon35 or �100�-indium phosphide40,46 under similar
conditions, the regrowth velocity of the liquid-solid interface
is sufficiently low to prevent amorphization of the surface.
Hence, our values of 2.5 to 7.0 m/s for the interfacial re-
growth speed at the end of the solidification process repre-
sent a lower limit for the critical resolidification speed in
�100�-germanium: despite the fact that the velocity of the
liquid/solid interface speeds up at the end of the solidifica-
tion process driven by the gradually increasing supercooling
of the melt,47 no amorphization has been observed in the
present case. Hence, the maximum interface velocity reached
here upon the fs-laser pulse induced solidification of germa-
nium has to be smaller than the critical velocity for amor-
phization to occur.

Two additional aspects have to be mentioned with respect
to the different behavior of �100�-Ge upon fs-laser induced
irradiation when compared to the other mentioned semicon-
ductors. First, it has been reported by Cullis et al. for ns-laser
irradiation of various semiconductors �Si, Ge, GaAs, GaP�
that the crystal orientation significantly influences the reso-
lidification behavior of the material.38,48 Crystals with �111�
orientation generally exhibit lower recrystallization veloci-
ties with consequential enhancement of melt undercooling
and a higher amorphous phase nucleation probability when
compared to �100�-oriented samples.48 In other words, �111�
crystals amorphize more easily than �100� oriented ones.

Secondly, the recrystallization behavior is directly linked
to the heat conduction within the material. Materials with

lower thermal diffusivity values reduce the undercooling of
the melt �which determines the speed of the solidification
front� and therefore slow down the recrystallization rate.
Hence, it is less likely that the critical interface speed for
crystallization is exceeded in these materials. This trend is
also seen in the magnitudes of the thermal diffusivity of
c-Si �0.94 cm2/s�,2 c-InP �0.47 cm2/s�,2 and c-Ge
�0.35 cm2/s�,2 which consequently reflect the tendency to
form an amorphous top layer at the end of the solidification
process �for a given crystal orientation�.

IV. CONCLUSIONS

In summary, we have studied the temporal dynamics of
melting, ablation, and resolidification upon titanium:sapphire
femtosecond laser pulse irradiation of single-crystalline ger-
manium. Femtosecond time-resolved microscopic imaging
and complementary streak camera and photodiode measure-
ments allowed a complete characterization of the phase
change dynamics in a time span covering more than seven
orders of magnitude ��100 fs up to 1.4 �s�. Our results con-
firm the few previous studies on ultrafast phase transitions in
germanium and provide additional insights due to the joint
application of fs-time-resolved and real-time probing tech-
niques: Evidence is presented that the native oxide layer
present on germanium wafers can be removed selectively at
fluences above the melting but below the ablation threshold
of germanium, leading to a transient surface reflectivity pat-
tern in the picosecond to nanosecond range, without a mea-
surable change of the permanent surface reflectivity. In con-
trast to the femtosecond laser pulse irradiation of other
semiconductors, no indication for a laser-induced permanent
superficial amorphization was found. From these observation
along with the transient solidification behavior of the molten
germanium on a time scale of some nanoseconds, a lower
limit for the critical speed of the liquid/solid interface be-
tween 2.5 and 7.0 m/s has been deduced for the fs-laser
irradiation of �100� Ge. For single laser pulses with fluences
slightly exceeding the ablation threshold, we have been able
to observe reflectivity oscillations �caused by the transient
Newton-fringe pattern observed in femtosecond microscopy�
up to some tens of nanoseconds by means of real-time prob-
ing with a streak camera. This extends the maximum dura-
tion over which this phenomenon has been monitored via
interference phenomena using femtosecond time resolved
microscopy by one order of magnitude.
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FIG. 13. �Color online� Normalized surface reflectivity change
obtained by thin film optical simulations �0° angle of incidence� of
a layer of amorphous Ge with variable thickness da on top of a
single-crystalline substrate at two different probe laser wavelengths
�400 nm and 514.5 nm�. For the solid curves, an additional 3 nm
thick native oxide layer is considered, whereas the dashed curves
represent calculations without the oxide layer. The optical constants
used are listed in Table I. For labeling of the curves refer to the text.
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